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BULLETIN 16feb10 
 
Notes on the updated and revised AMECA brake friction material Edge Code™ listings. 
 
A number of States and Provinces are developing environmental testing criteria for brake friction material 
and AMECA has revised the Edge Code™ matrix to accommodate manufacturers’ future compliance to 
these new regulations. 
 
Asbestos* - the suggested test for the presence of asbestos is National Institute for Standards & Testing 
(NIST) polarized light microscopy (PLM 150-3) test **. The suggested Edge Code™ marking for 
successfully-compliant brake friction material is the addition of a check mark ( ) immediately after the 
AMECA-assigned Edge Code™ for that product. 
 
NVLAP Accredited Laboratories for the Polarized Light Microscopy (PLM) Test Method. 
 
*http://www.epa.gov/asbestos/pubs/help.html  
**NIST Handbook 150-3:2006 NVLAP Bulk Asbestos Analysis  
 
 
“Other” substances - certain States have legislation under development which aim to regulate the amounts 
(by weight percentage - Wt.%) of specific substances used in the manufacture of automotive brake friction 
material. The redesigned AMECA List of Compliant Devices includes a number of additional Edge Code™ 
place-holders. As of this publication no NIST-recognized ANSI-type testing regime has been identified. 
 
 
 
 
 
 
 
 
This page will continue to be revised as the regulatory language is developed and administrative clarity 
devolves. 
 



 
FOREWORD 

 
This publication is a compilation of regulated motor vehicle safety equipment items which 
have been tested to recognized standards by accredited testing laboratories and found to be 
in compliance with jurisdictional requirements as overseen by the Automotive 
Manufacturers Equipment Compliance Agency, Inc (AMECA).  
 
The AMECA Compliance List is published in monthly and contains all valid AMECA 
Notice’s of Equipment Compliance™ issued during the previous three years plus any new 
compliance documents added in the previous month.  The monthly Compliance List is 
uploaded to the website www.ameca.org under the page titled: Handbook of Compliant 
Automotive Safety Devices.  This web-based accessibility allows jurisdictions all-hours field 
access to information relevant to accident investigations, anti-counterfeit actions, and 
compliant product purchasing. 
 
If you would like to receive notification of the updated AMECA Compliance List please 
send an email to: Subscriptions@ameca.org with the sections you wish to receive in the 
body of the email.   
 
Every effort is made to accurately report all new, renewed and revised items from every 
AMECA compliant participating manufacturers.  Your suggestions are always welcome and 
AMECA is proud to serve law enforcement at every level. AMECA exists to serve you. 
  
Information relative to the preparation of submissions for Notices of Equipment 
Compliance™ can be found in the Manufacturers Guide for Safety Equipment Compliance 
Services.  This guide also contains general AMECA program information. A complete 
listing of safety-related items covered by AMECA is also available at www.ameca.org. 
 
Grateful acknowledgment is made to those who have cooperated in making this listing 
possible.   
 
 
 
 
 
 
 
 
 
 
 
"AMECA"; "Notice of Equipment Compliance" (for all vehicle components); "AMECA Edge Code" and "Edge Code" (for 
automotive brake friction material); and the AMECA Logo are trademarks registered with the US Patent & Trademark 
Office and with the US Department of Homeland Security - Customs and Border Patrol. These trademarks are solely 
owned by Automotive Manufacturers Equipment Compliance Agency (AMECA), Inc. and December not be used without 
the express written permission of AMECA. 
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COMPANY IDENTIFICATION NUMBERS FOR BRAKE FRICTION MATERIAL 
MANUFACTURERS 

 
May 2011 

ID Number Company 
01100 ABS FRICTION, INC. 
01750 FRENOSA 
02050 ADVICS CO., LTD. 
02090 AKAISAN, S.A. 
02100 AKEBONO BRAKE INDUSTRY CO., LTD. 
02150 AKEBONO CORPORATION 
02250 ALCO BRAKE PADS, LTD. 
02575 ALLIED SIGNAL AUTOMOTIVE LTDA 
02600 HONEYWELL BREMSBELAG GmbH 
02700 HONEYWELL FRICTION MATERIALS 
03250 AMERICAN FRICTION TECHNOLOGIES 
05025 ANCHI AUTO BRAKE (SHENZHEN) CO., LTD. 
05100 ASK TECHNICA CORPORATION 
05575 AUSTRALIAN DISC BRAKE PTY., LTD. 
07505 TMD FRICTION, INC. 
07965 BEIJING CONFIDENCE FRICTION AND BRAKING MATERIAL CO., LTD. 
08675 BENITOMO WORLD, S.A. 
09000 BESER BALATACILIK SANAYI VE TICARET ANONIM SÍRKETI 
09326 BIXRAY 
10100 BOSCH BRAKE COMPONENTS LLC 
10725 BRAKE PARTS, INC. 
10730 BRAKE PARTS INTERNATIONAL/RANGER BRAKE CORP. 
10950 BREMBO S.P.A. 
11000 BREMSKERL NORTH AMERICA, INC. 
11125 BRIDGE BRAKE PRODUCTS 
12885 C&J MATERIAL CO., LTD. 
13680 CHANGZHOU GEEMA FRICTION MATERIALS CO., LTD. 
15450 CONI-SEAL CORPORATION 
16900 SAERON AUTOMOTIVE CORPORATION 
17125 DANAHER AUTO SPARE PARTS CO., LTD. 
17816 DEXTER AXLE 
18351 DONGWOO BRAKE 
18400 DONGYING XINYI AUTO FITTING CO. 
36176 DONGYING HAIY AUTO PARTS CO., LTD. 
36100 DUROLINE S.A. 
36337 EBC BRAKES USA 
36340 EBRA FRICTION TECHNOLOGIE 
37135 ELEMENTO DE FRENOS PARA AUTOMOCION S.A. DE C.V. 
37133 ELIM BRAKE 
37625 E.S. BRAKE CO. 
37730 EUROFREN SYSTEMS S.L. 
38416 FAIVELEY TRANSPORT GENNEVILLIERS 
38464 FDP VIRGINIA, INC. 
38500 FEDERAL MOGUL CORPORATION  
38506 FEDERAL MOGUL OPERATIONS ITALY S.R.L. 
38521 FEDERAL MOGUL MATERIALS DE FRICCAO LTD. 
38900 FEDERAL MOGUL FRICTION PRODUCTS, LTD. (UK) 
38930 FEDERAL-MOGUL S.A. 
40750 FRAS-LE S.A. 
40814 FRICCIONES TECNICAS Y MAQUINADOS S.A. DE C.V. 
40841 FRICTION OpCo 3 GmbH 
40853 FRI TECH S.R.L. 
40994 FUAN TONGTAI ELECTRIC MACHINE CO. LTD. 
40995 FUJIAN GUANLEAN AUTOMOTIVE PARTS INDUSTRY CO., LTD. 



COMPANY IDENTIFICATION NUMBERS FOR BRAKE FRICTION MATERIAL 
MANUFACTURERS 

 
May 2011 

ID Number Company 
40998 FUXIN SURER BRAKE PARTS 
41076 FUZHOU ASSURED BRAKE SYSTEM CO., LTD. 
42350 GIANT INDUSTRIAL CORPORATION 
42401 GOLDENSTAR BRAKE PARTS MANUFACTURING CO., LTD. 
44600 GRANTEX, S.A. 
45250 GUNG LUN ENTERPRISE CO., LTD. 
45661 HANGZHOU ANNAT INDUSTRY CO., LTD. 
45674 HANGZHOU UNITED FRICTION MATERIAL CO. LTD. 
46265 HB PERFORMANCE SYSTEMS 
46685 HINDUSTAN COMPOSITES LIMITED 
47200 HITACHI CHEMICAL CO., LTD. 
47210 HITACHI LTD. 
47400 HONEYWELL BREMSBELAG GMBH 
47500 HONGSUNG BRAKE CO., LTD. 
47650 HONG CHI CORPORATION 
47676 HONEYWELL FRICTION MATERIALS 
47677 HO-TAI LINING ENTERPRISE CO., LTD. 
48330 ICER BRAKE S.A. 
48575 IMPORTADA CALI, S.A. 
49401 INDUSTRIE TUNISIENNE DES COMPOSANTS DE VOITURES (ITCV) 
49960 ITT INDUSTRIES FRICTION, INC. 
50530 ITT MOTION TECHNOLOGIES 
50535 ITT ITALIA S.R.L. 
50580 TUNGALOY CORPORATION 
50901 J S  INTERNATIONAL CO., LTD. 
51150 JAPAN BRAKE INDUSTRIAL CO., LTD. 
51651 JIANGSU ANJIE AUTO PARTS CO., LTD. 
51655 JIANGSU POWERLOTUS FRICTION MATERIAL CO., LTD. 
51680   JINAN ANDA BRAKES CO, LTD. 
51801 JOYYOUNG FRICTION INDUSTRY CO., LTD. 
52235 KB AUTOSYS CO., LTD. 
52800 MK KASHIYAMA CORPORATION 
54650 LAIZHOU CAPCO MACHINERY CO. 
54700 LAIZHOU LUDA BRAKE FRICTION CO., LTD. 
56355 LONGKOU LONGJI ACCURATE BRAKE CO., LTD. 
73980 LONJI GROUP CO., LTD. 
57391 MARATHON HOLDINGS, INC 
60279 MULTI- BRAKES SUPPLY LLC 
57385 MULTIPLES DE FRICCION S.A. 
57399 MASU AUTO INDUSTRIES PVT. 
58150 METO FRITCTION INC. 
58551 MITTI CORPORATION 
58730 MINTYE INDUSTRIES BHD. 
61965 NINGGUO FEIYING AUTO PARTS CO, LTD. 
62250 NISSIN KOGYO CO., LTD. 
62300 NISSHINBO AUTOMOTIVE CORP. 
62325 NISSHINBO INDUSTRIES, INC. 
62950 NEW WORLD FRICTION 
65480 PERFORMANCE FRICTION CORP. 
66851 POWER STOP LLC. 
64325 P.T. INDOPRIMA GEMILANG 
67551 PUJIANG WINSAFE FRICTION MATERIAL CO., LTD. 
67620 OE QUALITY FRICTION, INC. 
67630 RAICAM SPA 



COMPANY IDENTIFICATION NUMBERS FOR BRAKE FRICTION MATERIAL 
MANUFACTURERS 

 
May 2011 

ID Number Company 
67850 RANE BRAKE LININGS, LTD. 
69110 REMSA OF AMERICA 
69425 RIZHAO ZHONGWEI AUTOMOBILE PART CO, LTD. 
69675 ROULUNDS BRAKING ApS  
70401 RUIYANG AUTOMOTIVE MATERIALS CO., LTD 
71055 SAERON AUTOMOTIVE CO. LTD 
72425 SANGSIN BRAKE 
72625 SATISFIED BRAKE PRODUCTS, INC. 
72481 SAXID GmbH 
73960 SHANDONG GOLD PHOENIX GROUP CO., LTD. 
73975 SHANDONG DOUBLE LINK BRAKE MATERIAL CO., LTD 
73976 SHANDONG REGAL FRICTION CO., LTD. 
73981 SHANDONG JINSHAN AUTOPARTS 
74725 SIMER S.R.L. 
78250 SUNDARAM BRAKE LININGS LTD. 
79730 TAIWAN BRAKE TECHNOLOGY CO., LTD. 
80000 WARRINGTON SOURCES, INC. 
80025 TEK-MOTIVE, INC.  
80500 TMD FRICTION GmbH 
80525 THAEE TRADING CO., LTD. 
80870 TMD FRICTION, INC. 
80890 TMD FRICTION SERVICES GmbH 
80895 TMD FRICTION EsCo GmbH 
81010 TBK CO., LTD. 
81400 TOKAI CARBON CO., LTD. 
81810 TRANS-PAC INTERNATIONAL, INC. 
81505 TRAX MECHANICAL SYSTEMS LLC 
87625 WELLMAN PRODUCTS GROUP 
88801 XTENDER AUTOMOTIVE CROP.. 
89001 WUHAN XIANGLONG FRICTION MATERIAL CO., LTD. 
89025   YANCHENG SANYOU AUTO PARTS CO. LTD. 
89867 ZOR SPARE PARTS LTD. 
89880  ZHONGSHAN SAFETY AUTO SPARE PARTS CO., LTD.



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
090965 01 13 67620 106 AC FF     
100385 07 13 01100 AAG 100 EE     
100743 01 14 38500 ABB 2045 EE     
100217 07 13 38500 ABB 2063 GG     
100743 01 14 38500 ABEX 6051 EE     
100217 07 13 38500 ABEX 6068 GG     
100311 07 13 38500 ABEX 6091 EE     
100115 07 13 38500 ABEX 6103 EE     
091118 01 13 38500 ABEX 6121 EE     
100114 07 13 38500 ABEX 6126 EE     
100218 07 13 38500 ABEX 6127 EE     
100744 01 14 38500 ABEX 6135 EE     
091119 01 13 38500 ABEX 6145 FF     
100124 07 13 38500 ABEX 6150 FF     
090114 07 12 38500 ABEX 6152 FE     
100746 01 14 38500 ABEX 6167 FF     
091120 01 13 38500 ABEX 6171 FF     
100745 01 14 38500 ABEX 6175 FE     
081175 01 12 51150 ABEX 6178 FF     
090790 01 13 51150 ABEX 6179 FF     
100743 01 14 38500 ABEX 6185 EE     
081179 01 12 38500 ABEX 6191 FF     
090045 07 12 38500 ABEX 6193 FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 
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Compliance 

Number 
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ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
091121 01 13 38500 ABEX 6194 FF     
110089 07 14 38500 ABEX 6204 FE     
081178 01 12 38500 ABEX 6222 FE     
090115 07 12 38500 ABEX 6241 EE     
080878 01 12 38500 ABEX 6261 FE     
090495 01 12 38500 ABEX 6263 FF     
090046 07 12 38500 ABEX 6264 FF     
090311 07 12 38500 ABEX 6265 EE     
100280 07 13 38500 ABEX 6266 FF     
100359 07 13 38500 ABEX 6267 FG     
100655 01 14 38500 ABEX 6268 FF     
101276 01 14 38500 ABEX 6269 FE     
101274 01 14 38500 ABEX 6270 FG     
101275 01 14 38500 ABEX 6271 FF     
101277 01 14 38500 ABEX 6272 FE     
100743 01 14 38500 ABEX 911EP1 EE     
100385 07 13 01100 ABM 987 EE     
100385 07 13 01100 ABS 199 EE     
100385 07 13 01100 ABS 996 EE     
100110 07 13 01100 ABS CF10 HH     
080560 07 11 01100 ABS NA10 FE     
090313 07 12 56355 ACB FF 001 FF     
090314 07 12 73980 ACB FF 001 FF     
100568 07 13 10725 ACD 1200 FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
100569 07 13 10725 ACD 1800 EE     
100570 07 13 10725 ACD 2010 FF     
100571 07 13 10725 ACD 2200 FF     
100572 07 13 10725 ACD 2600 FF     
100573 07 13 10725 ACD 3000 FF     
100584 07 13 10725 ACD 3000 FF     
100574 07 13 10725 ACD 3400 FF     
110124 07 14 10725 ACD 3800 FF     
091180 01 13 10725 ACD 412 EE     
081211 01 12 10725 ACD 413 EE     
100575 07 13 10725 ACD 5000 FF     
110125 07 14 10725 ACD 5300 FF     
100585 07 13 10725 ACD 6000 FF     
100898 01 14 10725 ACD 612 EE     
101076 01 14 10725 ACD 709 FF     
080356 07 11 10725 ACD 810 FF     
100422 07 13 02100 ACT B206 FF     
100406 07 13 02100 ACT B209 FF     
100703 07 13 02100 ACT B216 FF     
100404 07 13 02100 ACT B218 FF     
091073 01 13 72625 AD 5501 FF     
091073 01 13 72625 AD 7801 FF     
091073 01 13 72625 AD 9901 FF     
080564 07 11 05575 ADB CM GF     
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AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
080565 07 11 05575 ADB PM EE     
090495 01 12 38500 ADU 67 FF     
080073 07 11 02050 ADVICS  M9272  FF     
100925 01 14 02050 ADVICS M9002K FF     
110214 01 14 02050 ADVICS M9018 FE     
110215 07 13 02050 ADVICS M9202H EE     
110216 07 13 02050 ADVICS M9212H FE     
101146 01 14 02050 ADVICS M9223 FF     
100137 01 13 02050 ADVICS M9229 FF     
100133 01 13 02050 ADVICS M9229H FF     
100129 01 13 02050 ADVICS M9231H FF     
100130 01 13 02050 ADVICS M9236 FF     
101023 01 14 02050 ADVICS M9249 FF     
080072 07 11 02050 ADVICS M9271 FF0      
080074 07 11 02050 ADVICS M9273 FF     
100131 01 13 02050 ADVICS M9283 FF     
100872 01 14 02050 ADVICS M9296 FF     
081024 01 12 02050 ADVICS M9297 EE     
080822 01 12 02050 ADVICS M9298 FF     
100128 07 13 02050 ADVICS PC513 GG     
090231 07 12 02050 ADVICS PC518 GG     
100219 07 13 02050 ADVICS PC519 FF     
101023 01 14 02050 ADVICS PC543 EF     
091068 01 13 02050 ADVICS PC553H GH     
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AMECA 
Notice of 
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Number 

Expiration 
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ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
090176 07 12 02050 ADVICS PC554 EF     
100221 07 13 02050 ADVICS PS506H EE     
100132 01 13 02050 ADVICS PS509 FE     
100135 01 13 02050 ADVICS PS509H FE     
080823 01 12 02050 ADVICS PS522H FF     
100149 01 13 02050 ADVICS PS530 FF     
081023 01 12 02050 ADVICS PS549 EE     
100324 07 13 02050 ADVICS PS558 FF     
100374 01 13 020850 ADVICS PV565 FG     
100375 01 13 02050 ADVICS PV565H FG     
081022 01 12 02050 ADVICS SJ06A FF     
091064 01 13 02050 ADVICS VC001 EF     
091065 01 13 02050 ADVICS VC002 EF     
080819 01 12 02050 ADVICS VC003 FG     
100407 07 13 01525 ADVICS VC004 FG     
100325 07 13 02050 ADVICS VC005H FF     
090177 07 12 02050 ADVICS VC007 FF     
100148 01 13 02050 ADVICS VC009 FF     
100376 01 13 020850 ADVICS VC011H FG     
091066 01 13 02050 ADVICS VC012H GH     
100136 01 13 02050 ADVICS VC013H FF     
100331 01 13 02050 ADVICS VC019 FF     
100326 07 13 02050 ADVICS VC020 FF     
100327 07 13 02050 ADVICS VC021 EE     
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AMECA 
Notice of 
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ID 

AMECA Edge CodeTM  
Markings 
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Fiber Free 
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For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
100926 01 14 02050 ADVICS VC022 FF     
100134 01 13 02050 ADVICS VC026 FF     
080071 07 11 02050 ADVICS VC029 FF     
080129 07 11 02050 ADVICS VC030H FF     
080130 07 11 02050 ADVICS VC031H FF     
100328 07 13 02050 ADVICS VC032 FE     
080131 07 11 02050 ADVICS VC034 FF     
080820 01 12 02050 ADVICS VC035 FF     
080820 01 12 02050 ADVICS VC035H FF     
080821 01 12 02050 ADVICS VC036 FF     
080821 01 12 02050 ADVICS VC036H FF     
100329 07 13 02050 ADVICS VC040 FF     
100330 07 13 02050 ADVICS VC053 FF     
090139 07 12 02050 ADVICS VC060H FF     
091067 01 13 02050 ADVICS VC063 EF     
100923 01 14 02050 ADVICSM9293 FF     
100924 01 14 02050 ADVICSS M9010 FE     
100896 01 14 10725 AE 102 EE     
080267 07 11 80025 AE 105 EE     
100115 07 13 38500 AE 1185 EE     
100743 01 14 38500 AE 1200 EE     
100905 01 14 10725 AE 122 FF     
090534 07 12 10725 AE 136Y FF     
100217 07 13 38500 AE 1555 GG     
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ID 
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For Materials 
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Weight Percent 
as Determined by 
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Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
100743 01 14 38500 AE 1570 EE     
091172 01 13 10725 AE 210 FF     
080578 07 11 47676 AE 2160 EE     
080579 07 11 47676 AE 2350 FF     
091173 01 13 10725 AE 327 FF     
110184 07 14 62950 AE 3900 EE     
081183 01 12 10725 AE 40X EE     
091118 01 13 38500 AE 4190 EE     
090532 07 12 10725 AE 42 FF     
100114 07 13 38500 AE 4280 EE     
100218 07 13 38500 AE 4290 EE     
100744 01 14 38500 AE 4401 EE     
100611 07 13 10725 AE 45 EE     
110089 07 14 38500 AE 4510 FE     
100612 07 13 10725 AE 46 FF     
091121 01 13 38500 AE 4650 FF     
100615 07 13 10725 AE 475 FF     
101111 01 14 10725 AE 48 FF      
100616 07 13 10725 AE 482 FE     
100613 07 13 10725 AE 49 EE     
100617 07 13 10725 AE 495 FE     
110015 01 14 10725 AE 497 GG     
100743 01 14 38500 AE 50 EE     
100901 01 14 10725 AE 507 FF     
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Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
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Weight Percent 
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Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
100901 01 14 10725 AE 510 FF     
091171 01 13 10725 AE 52 FF     
100614 07 13 10725 AE 53 EE     
080502 07 11 10725 AE 55A FF     

s 07 11 10725 AE 57 EE     
090533 07 12 10725 AE 58 FF     
091179 01 13 10725 AE 60 FF     
081184 01 12 10725 AE 70 FF     
100618 07 13 10725 AE 766 FE     
091178 01 13 10725 AE 767 FF     
100619 07 13 10725 AE 785 FF     
081193 01 12 10725 AE 88 FF     
080144 07 11 80870 AE 9006 FF     
080145 07 11 80870 AE 9050 FF     
090705 07 12 40750 AF 557 FF     
100982 01 14 40750 AF 600 FF     
090223 07 12 40750 AF 645 GG     
090706 07 12 40750 AF 700 FF     
110102 07 14 40750 AF 787-T GF     
100989 01 14 37135 AFE 757 FE     
091174 01 13 10725 AGB 20 GF     
091175 01 13 10725 AGB 23 GF     
080659 07 11 02150 AHP 786H GG     
080659 07 11 02150 AHP 786H-2 GG     
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Weight Percent 
as Determined by 
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Denoted by: 
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Under 5 Weight 

Percent as 
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For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
091180 01 13 10725 AIM 120 EE     
091188 01 13 10725 AIM 121 FF     
090539 07 12 10725 AIM 123 FF     
080503 07 11 10725 AIM 124 EE     
081211 01 12 10725 AIM 125 EE     
090541 07 12 10725 AIM 171 EE     
081192 01 12 10725 AIM 178 EE     
100899 01 14 10725 AIM 201 EE     
081191 01 12 10725 AIM 202 EE     
091179 01 13 10725 AIM 213 FF     
090540 07 12 10725 AIM 214 FF     
090540 07 12 10725 AIM 214 FF     
100904 01 14 10725 AIM 222 FF     
100902 01 14 10725 AIM 224 EE     
101076 01 14 10725 AIM 301 FF     
090536 07 12 10725 AIM 305 GF     
091186 01 13 10725 AIM 311 FF     
091183 01 13 10725 AIM 317 FF     
100900 01 14 10725 AIM 321 FF     
100904 01 14 10725 AIM 332 FF     
100904 01 14 10725 AIM 350 FF     
090544 07 12 10725 AIM 375 EE     
090544 07 12 10725 AIM 375 EE     
080499 07 11 10725 AIM 378 EE     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
090544 07 12 10725 AIM 380 EE     
090544 07 12 10725 AIM 380 EE     
100903 01 14 10725 AIM 388 FF     
081194 01 12 10725 AIM 422 FF     
100608 07 13 10725 AIM 433 FF     
100605 07 13 10725 AIM 472 FF     
080502 07 11 10725 AIM 501A FF     
100918 01 14 10725 AIM 512 FF     
080595 07 11 67620 AIPMCT CERAMIC FF       
100128 07 13 02050 AISIN PC513 GG     
090231 07 12 02050 AISIN PC518 GG     
100219 07 13 02050 AISIN PC519 FF     
091068 01 13 02050 AISIN PC553H GH     
090176 07 12 02050 AISIN PC554 EF     
091064 01 13 02050 AISIN VC001 EF     
091065 01 13 02050 AISIN VC002 EF     
090670 01 13 51651 AJ COB EE     
090671 01 13 51651 AJ SMOA EE     
090173 07 12 02100 AK 225H FF     
090173 07 12 02100 AK ACT B205 FF     
080600 07 11 02150 AK ACT B208 FF     
090676 07 12 02150 AK ACT B222 FF     
090676 07 12 02150 AK ACT B223 FF     
090676 07 12 02150 AK ACT B224 FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
090899 01 13 02100 AK ACT B229 FF     
100154 01 13 02100 AK ACT B331 GG     
090676 07 12 02150 AK ACT343H FF     
090676 07 12 02150 AK ACT560 FF     
090676 07 12 02150 AK ACT560H FF FF     
090676 07 12 02150 AK ACT562 FF     
090676 07 12 02150 AK ACT562H FF     
090676 07 12 02150 AK ACT564 FF     
090676 07 12 02150 AK ACT564H FF     
090676 07 12 02150 AK ACT570 FF     
090676 07 12 02150 AK ACT570H FF     
090676 07 12 02150 AK ACT572 FF     
090676 07 12 02150 AK ACT572H FF     
090676 07 12 02150 AK ACT574 FF     
090676 07 12 02150 AK ACT574H FF     
090744 01 13 02150 AK ACT584 FG     
080659 07 11 02150 AK AHP786 GG     
080659 07 11 02150 AK AHP786H GG     
080659 07 11 02150 AK AHP786H-1 GG     
080659 07 11 02150 AK AHP786H-2 GG     
080581 07 11 02150 AK AP30FF     
080581 07 11 02150 AK AP30H FF     
080582 07 11 02150 AK AP31 FF     
080582 07 11 02150 AK AP31H FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
100422 07 13 02100 AK AP55 FF     
100422 07 13 02100 AK AP55H FF     
091060 01 13 02100 AK AP58 FF     
091060 01 13 02100 AK AP58H FF     
091060 01 13 02100 AK AP58HA FF     
091059 01 13 02100 AK AP59 FF     
091059 01 13 02100 AK AP59H FF     
080139 07 11 02150 AK AP62 FF     
080139 07 11 02150 AK AP62H FF     
090285 01 12 02150 AK AP63 FF     
090285 01 12 02150 AK AP63H FF     
100373 07 13 02100 AK AP64 FF     
100373 07 13 02100 AK AP64H FF     
090172 07 12 02100 AK AS138 EE     
090172 07 12 02100 AK AS138H EE     
090173 07 12 02100 AK AS225 FF     
100422 07 13 02100 AK AS226 FF     
100422 07 13 02100 AK AS226H FF     
090487 07 12 02150 AK AS234 FF     
090487 07 12 02150 AK AS234H FF     
080802 01 12 02150 AK AS245 FF     
080802 01 12 02150 AK AS245H FF     
080600 07 11 02150 AK AS246 FF     
080600 07 11 02150 AK AS246H FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
100406 07 13 02100 AK AS255 FF     
100406 07 13 02100 AK AS255H FF     
090487 07 12 02150 AK AS264 FF     
090487 07 12 02150 AK AS264H FF     
090676 07 12 02150 AK AS270 FF     
100154 01 13 02100 AK AS274 GG     
100154 01 13 02100 AK AS274H GG     
100703 07 13 02100 AK AS329 FF     
100703 07 13 02100 AK AS329H FF     
100404 07 13 02100 AK AS332 FF     
100404 07 13 02100 AK AS332H FF     
090899 01 13 02100 AK AS336 FF     
090899 01 13 02100 AK AS336H FF     
090744 01 13 02150 AK AS346 FG     
090744 01 13 02150 AK AS346H FG     
101047 01 14 02100 AK AS357 FF     
101047 01 14 02100 AK AS357H FF     
090116 07 12 02150 AK AS361 GG     
090116 07 12 02150 AK AS361H GG     
090744 01 13 02150 AK AS386H FG     
080141 07 11 02150 AK AS521 FF     
080141 07 11 02150 AK AS521H FF     
080141 07 11 02150 AK AS533 FF     
080141 07 11 02150 AK AS533H FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
081157 01 12 02150 AK L363 EE     
100762 07 13 02100 AK L609 EE     
090171 07 12 02100 AK L610 FF     
091058 01 13 02100 AK L707 FF     
100127 01 13 02100 AK L7102 FF     
101046 01 14 02100 AK L772 FF     
100147 01 13 02100 AK L802 FF     
100762 07 13 02100 AK LA509 EE     
100762 07 13 02100 AK LA509A EE     
081157 01 12 02150 AK LA527 EE     
090172 07 12 02100 AK NS121 EE     
090172 07 12 02100 AK NS121H EE     
090127 01 12 02100 AK NS131 EE     
090127 01 12 02100 AK NS131H EE     
090214 07 12 02150 AK NS139 FF     
090214 07 12 02150 AK NS139H FF     
090116 07 12 02150 AK NS140 GG     
090118 07 12 02150 AK NS145 FF     
090118 07 12 02150 AK NS145H FF     
090215 07 12 02150 AK NS153 FF     
090215 07 12 02150 AK NS153H FF     
100761 07 13 02100 AK NS163 EE     
100761 07 13 02100 AK NS163H EE     
100422 07 13 02100 AK NS166 FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
100422 07 13 02100 AK NS166H FF     
080802 01 12 02150 AK NS171H FF      
091062 01 13 02100 AK NS175 EF     
091062 01 13 02100 AK NS175H EF     
090173 07 12 02100 AK NS177 FF     
090173 07 12 02100 AK NS177H FF     
080660 07 11 02150 AK NS196 FF     
080600 07 11 02150 AK NS196H FF     
091060 01 13 02100 AK NS209 FF     
091060 01 13 02100 AK NS209H FF     
100763 07 13 02100 AK NS213H FF     
100406 07 13 02100 AK NS217 FF     
100406 07 13 02100 AK NS217H FF     
091059 01 13 02100 AK NS227 FF     
091059 01 13 02100 AK NS227H FF     
100763 07 13 02100 AK NS231 FF     
090487 07 12 02150 AK NS249 FF     
090487 07 12 02150 AK NS249H FF     
091059 01 13 02100 AK NS254 FF     
091059 01 13 02100 AK NS254H FF     
080139 07 11 02150 AK NS278 FF     
080139 07 11 02150 AK NS278H FF     
080669 01 12 02150 AK NS279 FF     
080669 01 12 02150 AK NS279 FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
090285 01 12 02150 AK NS282 FF     
090285 01 12 02150 AK NS282H FF     
090899 01 13 02100 AK NS283 FF     
090899 01 13 02100 AK NS283H FF     
100404 07 13 02100 AK NS285 FF     
100404 07 13 02100 AK NS285H FF     
100759 07 13 02100 AK NS296 FF     
100759 07 13 02100 AK NS296H FF     
100600 07 13 02100 AK NS304 FF     
100600 07 13 02100 AK NS304H FF     
101044 01 14 02100 AK NS306 FF     
101044 01 14 02100 AK NS306H FF     
100703 07 13 02100 AK NS307 FF     
100703 07 13 02100 AK NS307H FF     
101047 01 14 02100 AK NS308 FF     
100601 07 13 02100 AK NS309 FF     
100601 07 13 02100 AK NS309H FF     
100760 07 13 02100 AK NS310 FF     
100760 07 13 02100 AK NS310H FF     
091061 01 13 02100 AK NS317 FF     
091061 01 13 02100 AK NS317H FF     
090128 07 12 02100 AK NS334 FF     
090128 07 12 02100 AK NS334H FF     
081243 01 12 02150 AK NS335 GF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
081243 01 12 02150 AK NS335H GF     
080140 07 11 02150 AK NS344 FF     
080140 07 11 02150 AK NS344H FF     
100405 07 13 02100 AK NS356 FF     
100405 07 13 02100 AK NS356H FF     
100602 07 13 02100 AK NS378 GF     
100602 07 13 02100 AK NS378H GF     
090126 07 12 02100 AK NS380 FF     
090126 07 12 02100 AK NS380H FF     
080406 07 11 02150 AK NS380H GF     
080406 07 11 02150 AK NS380HGF     
080581 07 11 02150 AK NS383 FF     
080581 07 11 02150 AK NS383H FF     
080140 07 11 02150 AK NS389 FF     
090288 07 12 02150 AK NS389 FF     
080140 07 11 02150 AK NS389H FF     
090288 07 12 02150 AK NS389H FF     
080997 01 12 02150 AK NS391 FG     
080997 01 12 02150 AK NS391H FG     
080140 07 11 02150 AK NS396 FF     
080140 07 11 02150 AK NS396H FF     
090594 07 12 02150 AK NS401 FG     
090594 07 12 02150 AK NS401H FG     
100757 07 13 02100 AK NS403 FG     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
100757 07 13 02100 AK NS403H FG     
100403 07 13 02100 AK NS404 FG     
100403 07 13 02100 AK NS404H FG     
100373 07 13 02100 AK NS405 FF     
100373 07 13 02100 AK NS405H FF     
080141 07 11 02150 AK NS501 FF     
080141 07 11 02150 AK NS501H FF     
081158 01 12 02150 AK NS505 EE     
081158 01 12 02150 AK NS505H EE     
100758 07 13 02100 AK NS525 EE     
100758 07 13 02100 AK NS525H EE     
101045 01 14 02100 AK NS530 FF     
101045 01 14 02100 AK NS530H FF     
080674 01 12 02150 AK NS535 EE     
080674 01 12 02150 AK NS535H EE     
080582 07 11 02150 AK NS552 FF     
080582 07 11 02150 AK NS552H FF     
081158 01 12 02150 AK PA511 EE     
081158 01 12 02150 AK PA511H EE     
100761 07 13 02100 AK PA533 EE     
100761 07 13 02100 AK PA533H EE     
100758 07 13 02100 AK PA544 EE     
100758 07 13 02100 AK PA544H EE     
080674 01 12 02150 AK PA561H  EE     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
100760 07 13 02100 AK PA563 FF     
100760 07 13 02100 AK PA563H FF     
090285 01 12 02150 AK SC20A FF     
080804 01 12 02150 AK V 2525 GG     
080803 01 12 02150 AK V2518 GG     
091069 01 13 02100 AK V2523 FF     
091070 01 13 02100 AK V2524 FF     
091063 01 13 02100 AK V2529 FF     
100404 07 13 02100 AKBONO NS285H FF     
080659 07 11 02150 AKEBOBO AHP786H-2 GG     
090676 07 12 02150 AKEBONIO ACT572     
090676 07 12 02150 AKEBONIO ACT574     
090676 07 12 02150 AKEBONO AC343H FF     
090173 07 12 02100 AKEBONO ACT B205 FF     
080600 07 11 02150 AKEBONO ACT B208 FF     
090676 07 12 02150 AKEBONO ACT B212 FF     
090676 07 12 02150 AKEBONO ACT B222 FF     
090676 07 12 02150 AKEBONO ACT B223 FF     
090676 07 12 02150 AKEBONO ACT B224 FF     
090899 01 13 02100 AKEBONO ACT B229 FF     
100154 01 13 02100 AKEBONO ACT B331 GG     
090676 07 12 02150 AKEBONO ACT560H FF FF     
090676 07 12 02150 AKEBONO ACT562 FF     
090676 07 12 02150 AKEBONO ACT562H FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
090676 07 12 02150 AKEBONO ACT564 FF     
090676 07 12 02150 AKEBONO ACT564H FF     
090676 07 12 02150 AKEBONO ACT570 FF     
090676 07 12 02150 AKEBONO ACT570H FF     
090676 07 12 02150 AKEBONO ACT572H FF     
090676 07 12 02150 AKEBONO ACT574H FF     
090744 01 13 02150 AKEBONO ACT582 FG     
090744 01 13 02150 AKEBONO ACT584 FG     
080659 07 11 02150 AKEBONO AHP786H GG     
080659 07 11 02150 AKEBONO AHP786H-1 GG     
080581 07 11 02150 AKEBONO AP30H FF     
080582 07 11 02150 AKEBONO AP31H FF     
100422 07 13 02100 AKEBONO AP55 FF     
100422 07 13 02100 AKEBONO AP55H FF     
091060 01 13 02100 AKEBONO AP58 FF     
091060 01 13 02100 AKEBONO AP58H FF     
091060 01 13 02100 AKEBONO AP58HA FF     
091059 01 13 02100 AKEBONO AP59 FF     
091059 01 13 02100 AKEBONO AP59H FF     
080139 07 11 02150 AKEBONO AP62 FF     
080139 07 11 02150 AKEBONO AP62H FF     
090285 01 12 02150 AKEBONO AP63 FF     
090285 01 12 02150 AKEBONO AP63H FF     
100373 07 13 02100 AKEBONO AP64 FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
100373 07 13 02100 AKEBONO AP64H FF     
090172 07 12 02100 AKEBONO AS138 EE     
090172 07 12 02100 AKEBONO AS138H EE     
090173 07 12 02100 AKEBONO AS225 FF     
090173 07 12 02100 AKEBONO AS225H FF     
100422 07 13 02100 AKEBONO AS226 FF     
100422 07 13 02100 AKEBONO AS226H FF     
090487 07 12 02150 AKEBONO AS234 FF     
090487 07 12 02150 AKEBONO AS234H FF     
080802 01 12 02150 AKEBONO AS245 FF     
080802 01 12 02150 AKEBONO AS245H FF     
080600 07 11 02150 AKEBONO AS246 FF     
080600 07 11 02150 AKEBONO AS246H FF     
100406 07 13 02100 AKEBONO AS255 FF     
100406 07 13 02100 AKEBONO AS255H FF     
090487 07 12 02150 AKEBONO AS264 FF     
090487 07 12 02150 AKEBONO AS264H FF     
090676 07 12 02150 AKEBONO AS270 FF     
090676 07 12 02150 AKEBONO AS270H FF FF     
100154 01 13 02100 AKEBONO AS274 GG     
100154 01 13 02100 AKEBONO AS274H GG     
100703 07 13 02100 AKEBONO AS329 FF     
100703 07 13 02100 AKEBONO AS329H FF     
100404 07 13 02100 AKEBONO AS332 FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
100404 07 13 02100 AKEBONO AS332H FF     
090899 01 13 02100 AKEBONO AS336 FF     
090899 01 13 02100 AKEBONO AS336H FF     
090744 01 13 02150 AKEBONO AS346 FG     
090744 01 13 02150 AKEBONO AS346H FG     
101047 01 14 02100 AKEBONO AS357 FF     
101047 01 14 02100 AKEBONO AS357H FF     
090116 07 12 02150 AKEBONO AS361 GG     
090116 07 12 02150 AKEBONO AS361H GG     
090744 01 13 02150 AKEBONO AS386 FG     
080141 07 11 02150 AKEBONO AS521 FF     
080141 07 11 02150 AKEBONO AS521H FF     
080141 07 11 02150 AKEBONO AS533 FF     
080141 07 11 02150 AKEBONO AS533H FF     
080600 07 11 02150 AKEBONO FA216 FF     
100762 07 13 02100 AKEBONO L609 EE     
090171 07 12 02100 AKEBONO L610 FF     
081157 01 12 02150 AKEBONO L636 EE     
091058 01 13 02100 AKEBONO L707 FF     
100127 01 13 02100 AKEBONO L7102 FF     
101046 01 14 02100 AKEBONO L772 FF     
100147 01 13 02100 AKEBONO L802 FF     
100762 07 13 02100 AKEBONO LA509 EE     
100762 07 13 02100 AKEBONO LA509A EE     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
090172 07 12 02100 AKEBONO NS121 EE     
090172 07 12 02100 AKEBONO NS121H EE     
090127 01 12 02100 AKEBONO NS131 EE     
090127 01 12 02100 AKEBONO NS131H EE     
090214 07 12 02150 AKEBONO NS139 FF     
090214 07 12 02150 AKEBONO NS139H FF     
090116 07 12 02150 AKEBONO NS140 GG     
090118 07 12 02150 AKEBONO NS145 FF     
090118 07 12 02150 AKEBONO NS145H FF     
090215 07 12 02150 AKEBONO NS153 FF     
090215 07 12 02150 AKEBONO NS153H FF     
100761 07 13 02100 AKEBONO NS163 EE     
100761 07 13 02100 AKEBONO NS163H EE     
100422 07 13 02100 AKEBONO NS166 FF     
100422 07 13 02100 AKEBONO NS166H FF     
080802 01 12 02150 AKEBONO NS171 FF     
080802 01 12 02150 AKEBONO NS171H FF     
091062 01 13 02100 AKEBONO NS175 EF     
091062 01 13 02100 AKEBONO NS175H EF     
090173 07 12 02100 AKEBONO NS177 FF     
090173 07 12 02100 AKEBONO NS177H FF     
080600 07 11 02150 AKEBONO NS196H FF     
091060 01 13 02100 AKEBONO NS209 FF     
091060 01 13 02100 AKEBONO NS209H FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
100406 07 13 02100 AKEBONO NS217 FF     
100406 07 13 02100 AKEBONO NS217H FF     
091059 01 13 02100 AKEBONO NS227 FF     
091059 01 13 02100 AKEBONO NS227H FF     
100763 07 13 02100 AKEBONO NS231 FF     
100763 07 13 02100 AKEBONO NS231H FF     
090487 07 12 02150 AKEBONO NS249 FF     
090487 07 12 02150 AKEBONO NS249 H FF     
091059 01 13 02100 AKEBONO NS254 FF     
091059 01 13 02100 AKEBONO NS254H FF     
080139 07 11 02150 AKEBONO NS278 FF     
080139 07 11 02150 AKEBONO NS278H FF     
080669 01 12 02150 AKEBONO NS279 FF     
080669 01 12 02150 AKEBONO NS279H FF     
090285 01 12 02150 AKEBONO NS282 FF     
090285 01 12 02150 AKEBONO NS282H FF     
090899 01 13 02100 AKEBONO NS283 FF     
090899 01 13 02100 AKEBONO NS283H FF     
100404 07 13 02100 AKEBONO NS285 FF     
100759 07 13 02100 AKEBONO NS296 FF     
100759 07 13 02100 AKEBONO NS296H FF     
100600 07 13 02100 AKEBONO NS304 FF     
100600 07 13 02100 AKEBONO NS304H FF     
101044 01 14 02100 AKEBONO NS306 FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 
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Metals as 
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Legislation. 
Denoted by: 

 
101044 01 14 02100 AKEBONO NS306H FF     
100703 07 13 02100 AKEBONO NS307 FF     
100703 07 13 02100 AKEBONO NS307H FF     
101047 01 14 02100 AKEBONO NS308 FF     
101047 01 14 02100 AKEBONO NS308H FF     
100601 07 13 02100 AKEBONO NS309 FF     
100601 07 13 02100 AKEBONO NS309H FF     
100760 07 13 02100 AKEBONO NS310 FF     
100760 07 13 02100 AKEBONO NS310H FF       
091061 01 13 02100 AKEBONO NS317 FF     
091061 01 13 02100 AKEBONO NS317H FF     
090128 07 12 02100 AKEBONO NS334 FF     
090128 07 12 02100 AKEBONO NS334H FF     
081243 01 12 02150 AKEBONO NS335 GF     
081243 01 12 02150 AKEBONO NS335H GF     
080140 07 11 02150 AKEBONO NS344 FF     
090288 07 12 02150 AKEBONO NS344 FF     
080140 07 11 02150 AKEBONO NS344H FF     
100405 07 13 02100 AKEBONO NS356 FF     
100405 07 13 02100 AKEBONO NS356H FF     
100602 07 13 02100 AKEBONO NS378 GF     
100602 07 13 02100 AKEBONO NS378H GF     
090126 07 12 02100 AKEBONO NS380 FF     
090126 07 12 02100 AKEBONO NS380H FF     
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Legislation. 
Denoted by: 

 
080406 07 11 02150 AKEBONO NS380H GF     
080581 07 11 02150 AKEBONO NS383 FF     
080581 07 11 02150 AKEBONO NS383H FF     
080140 07 11 02150 AKEBONO NS389 FF     
090288 07 12 02150 AKEBONO NS389 FF     
080140 07 11 02150 AKEBONO NS389H FF     
090288 07 12 02150 AKEBONO NS389H FF     
080997 01 12 02150 AKEBONO NS391H FG     
080140 07 11 02150 AKEBONO NS396 FF     
080140 07 11 02150 AKEBONO NS396H FF     
090594 07 12 02150 AKEBONO NS401 FG     
100757 07 13 02100 AKEBONO NS403 FG     
100757 07 13 02100 AKEBONO NS403H FG     
100403 07 13 02100 AKEBONO NS404 FG     
100403 07 13 02100 AKEBONO NS404H FG     
100373 07 13 02100 AKEBONO NS405 FF     
100373 07 13 02100 AKEBONO NS405H FF     
080141 07 11 02150 AKEBONO NS501 FF     
080141 07 11 02150 AKEBONO NS501H FF     
081158 01 12 02150 AKEBONO NS505 EE     
081158 01 12 02150 AKEBONO NS505H EE     
100758 07 13 02100 AKEBONO NS525 EE     
100758 07 13 02100 AKEBONO NS525H EE     
101045 01 14 02100 AKEBONO NS530 FF     
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101045 01 14 02100 AKEBONO NS530H FF     
080674 01 12 02150 AKEBONO NS535 EE     
080582 07 11 02150 AKEBONO NS552 FF     
080582 07 11 02150 AKEBONO NS552H FF     
081158 01 12 02150 AKEBONO PA511 EE     
081158 01 12 02150 AKEBONO PA511H EE     
100761 07 13 02100 AKEBONO PA533 EE     
100761 07 13 02100 AKEBONO PA533H EE     
100758 07 13 02100 AKEBONO PA544 EE     
100758 07 13 02100 AKEBONO PA544H EE     
080674 01 12 02150 AKEBONO PA561 EE     
100760 07 13 02100 AKEBONO PA563 FF     
100760 07 13 02100 AKEBONO PA563H FF     
090285 01 12 02150 AKEBONO SC20A FF     
080803 01 12 02150 AKEBONO V2518 GG     
091069 01 13 02100 AKEBONO V2523 FF     
091070 01 13 02100 AKEBONO V2524 FF     
080804 01 12 02150 AKEBONO V2525 GG     
091063 01 13 02100 AKEBONO V2529 FF     
090594 07 12 02150 AKEBONOE NS401H FG     
100385 07 13 01100 ALSE 02 EE      
100385 07 13 01100 ALT 996 EE     
100656 07 13 78250 AMF 3085 FF     
100362 07 13 78250 AMF 4008 FF     
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100155 07 13 45661 ANNAT LC-B003 FF     
100155 07 13 45661 ANNAT LD FF     
100155 07 13 45661 ANNAT LD-B002 FF     
100155 07 13 45661 ANNAT LD-PC03 FF     
100155 07 13 45661 ANNAT LD-PC04 FF     
100156 07 13 45661 ANNAT MD HG     
100156 07 13 45661 ANNAT MD-CK003 HG     
100156 07 13 45661 ANNAT MD-CK004 HG     
080818 07 11 67620 API MET EE     
110015 01 14 10725 ARH 1042 GG     
091195 01 13 10725 ARH 20 FF     
100610 07 13 10725 ARH 310 FF     
100608 07 13 10725 ARH 400 FF     
090545 07 12 10725 ARH 4084-2 EE     
091180 01 13 10725 ARH 412 EE     
081211 01 12 10725 ARH 413 EE     
091183 01 13 10725 ARH 414 FF     
091183 01 13 10725 ARH 454 FF     
090677 07 12 02150 ARH 470 FF     
081201 01 12 10725 ARH 510 FF     
081208 01 12 10725 ARH 523 FF     
081207 01 12 10725 ARH 531 FF     
100900 01 14 10725 ARH 620 FF     
080360 07 11 10725 ARH 660 FF     
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100910 01 14 10725 ARH AI FF     
080899 01 12 10725 ARH BS FF     
090548 07 12 10725 ARH CGD FF     
090866 01 13 10725 ARH CVG FF     
100608 07 13 10725 ARH DA FF     
080362 07 11 10725 ARH DE FF     
091179 01 13 10725 ARH DF FF     
080502 07 11 10725 ARH DLA FF     
091179 01 13 10725 ARH DM FF     
091180 01 13 10725 ARH DZ EE     
091181 01 13 10725 ARH EC FF     
091176 01 13 10725 ARH ED FF     
091176 01 13 10725 ARH FP FF     
091188 01 13 10725 ARH FPX5 FF     
090545 07 12 10725 ARH GA EE     
101112 01 14 10725 ARH GH FE     
090541 07 12 10725 ARH GO EE     
101110 01 14 10725 ARH HS GF     
090545 07 12 10725 ARH HX EE     
101113 01 14 10725 ARH HZ FF     
100910 01 14 10725 ARH JH FF     
100903 01 14 10725 ARH KB FF     
100605 07 13 10725 ARH KM FF     
091180 01 13 10725 ARH KU EE     
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091182 01 13 10725 ARH LK FF     
100621 07 13 10725 ARH LM FF     
101114 01 14 10725 ARH LR FE     
100607 07 13 10725 ARH MF FF     
081188 01 12 10725 ARH MK FF     
091185 01 13 10725 ARH MO FF     
101076 01 14 10725 ARH MY FF     
090538 07 12 10725 ARH NG FF     
080741 07 11 10725 ARH NH FF     
090540 07 12 10725 ARH NP FF     
100898 01 14 10725 ARH NS EE     
091176 01 13 10725 ARH NT FF     
100898 01 14 10725 ARH OC EE     
090550 07 12 10725 ARH OK EE     
081189 01 12 10725 ARH OR EE     
090540 07 12 10725 ARH OR FF     
080741 07 11 10725 ARH OS FF     
080503 07 11 10725 ARH OT EE     
100609 07 13 10725 ARH PE FF     
100901 01 14 10725 ARH PI FF     
091186 01 13 10725 ARH PM FF     
090544 07 12 10725 ARH PP EE     
090535 07 12 10725 ARH PT GF     
080267 07 11 80025 ARH PY EE     
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090550 07 12 10725 ARH RA EE     
090535 07 12 10725 ARH RI GF     
090550 07 12 10725 ARH RL EE     
090536 07 12 10725 ARH RR GF     
080361 07 11 10725 ARH RS FF     
090543 07 12 10725 ARH SHD FF     
091178 01 13 10725 ARH ST FF     
091187 01 13 10725 ARH SV EF     
100901 01 14 10725 ARH SX FF     
091184 01 13 10725 ARH TB FF     
100606 07 13 10725 ARH TD EE     
091184 01 13 10725 ARH TE FF     
091184 01 13 10725 ARH TG FF     
080359 07 11 10725 ARH TG FF     
080499 07 11 10725 ARH TI EE     
081205 01 12 10725 ARH TM EE     
090864 01 13 10725 ARH TPA FF     
100910 01 14 10725 ARH TS FF     
081211 01 12 10725 ARH TU EE     
080499 07 11 10725 ARH TV EE     
080499 07 11 10725 ARH UA EE     
100606 07 13 10725 ARH UB EE     
090544 07 12 10725 ARH UD EE     
100896 01 14 10725 ARH UE EE     
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081211 01 12 10725 ARH UI EE     
081205 01 12 10725 ARH UK EE     
081192 01 12 10725 ARH UM EE     
090533 07 12 10725 ARH UN FF     
090544 07 12 10725 ARH US EE     
081194 01 12 10725 ARH WA FF     
091177 01 13 10725 ARH WC EE     
081193 01 12 10725 ARH WI FF     
091177 01 13 10725 ARH ZB EE     
091177 01 13 10725 ARH ZY EE     
080357 07 11 10725 ARH686 FF     
090540 07 12 10725 ARO ON FF     
080267 07 11 80025 AS 9009 EE     
090886 01 13 38464 ASA 350 FF     
090889 01 13 38464 ASA 450 EE     
080146 07 11 38464 ASA 588 HG     
081185 01 12 10725 ASA 599 FF     
081186 01 12 10725 ASA 610 EE     
081187 01 12 10725 ASA 640 FF     
090044 07 12 41076 ASBS H10 GF     
090213 07 12 41076 ASBS SN73 GG     
090213 07 12 41076 ASBS SN78 GG     
090213 07 12 41076 ASBS SN88 GG     
090315 07 12 41076 ASBS SS20 FF     
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090315 07 12 41076 ASBS SS25 FF     
090315 07 12 41076 ASBS SS30 FF     
100142 01 13 05100 ASK SF1 FF     
110015 01 14 05100 ASK SF11 GG     
110015 01 14 05100 ASK SF12 GG     
100873 01 14 05100 ASK SF14 FF     
100873 01 14 05100 ASK SF15 FF     
100142 01 13 05100 ASK SF2 FF     
080929 01 12 05100 ASK SF20 EE     
080929 01 12 05100 ASK SF21 EE     
080675 07 11 05100 ASK SF23 FF     
080675 07 11 05100 ASK SF24 FF     
100123 01 13 05100 ASK SF3 FF     
100333 07 13 05100 ASK SF8 FF     
101019 01 14 05100 ASK UP-B FF     
080408 07 11 05100 ASK UP-P FF     
080675 07 11 05100 ASK UP-P FF     
101020 01 14 05100 ASK UP-R GG     
100122 01 13 05100 ASK UP-U FF     
100123 01 13 05100 ASK UP-W FF     
101020 01 14 05100 ASK UP-Y GG     
100334 07 13 05100 ASK UP-Z FF     
100385 07 13 01100 ASL 02 EE      
100385 07 13 01100 ASPS 02 EE     
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Weight Percent 
as Determined by 
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081073 01 12 69675 ATE 305 FE     
110019 07 14 69675 ATE 307 GG     
081071 01 12 69675 ATE 313 FF     
080672 01 12 69675 ATE 318 FF     
081072 01 12 69675 ATE 319 GF     
100945 01 14 69675 ATE 351 FF     
070180 09 10 69675 ATE 351 FF     
101197 01 14 69675 ATE 352 FF     
090283 07 12 36340 ATE 506 FF     
100282 07 13 50535 ATE 510 FG     
110018 07 14 69675 ATE 530 FF     
110066 07 14 57391 ATE 531 FF     
110066 07 14 57391 ATE 532 FF     
100385 07 13 01100 AZD 996 EE     
090495 01 12 38500 AZG 60 FF     
090538 07 12 10725 BAW 072 FF     
101113 01 14 10725 BAW 70 AF FF     
090048 07 12 02700 BB 406 FF     
090049 07 12 02700 BB 410 FF     
090125 07 12 02700 BB 411 GF     
090217 07 12 02700 BB 412 GG     
100111 01 13 02700 BB 414 GF     
100361 07 13 02700 BB 415 EE     
080578 07 11 47676 BB 510 EE     
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100111 07 13 02700 BB CQ5 GF     
100670 01 14 02700 BB MG5 EE     
080267 07 11 80025 BBC FLT EE     
080262 07 11 101125 BBP 102 FF     
100743 01 14 38500 BBS 01 EE     
091118 01 13 38500 BBS 03 EE     
091120 01 13 38500 BBS 04 FF     
091121 01 13 38500 BBS 05 FF     
110089 07 14 38500 BBS 08 FE      
090045 07 12 38500 BBS 10 FF     
091119 01 13 38500 BBS 21 FF     
091119 01 13 38500 BBS 30 FF     
091121 01 13 38500 BBS 32 FF     
090495 01 12 38500 BBS 33 FF     
090490 07 12 70401 BCO FB8 FF     
080267 07 11 80025 BDI 100 EE     
080741 07 11 10725 BDX 107 FF     
081205 01 12 10725 BDX 215 EE     
091188 01 13 10725 BDX 47 FF     
090544 07 12 10725 BEC 024 EE     
090540 07 12 10725 BEC 088 FF     
090550 07 12 10725 BEC 090 EE     
080499 07 11 10725 BEC 092 EE     
090535 07 12 10725 BEC 097 GF     
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100606 07 13 10725 BEC 102 EE     
080359 07 11 10725 BEC 410 FF     
090676 07 12 02150 BEC 420C FF     
080600 07 11 02150 BEC 422C FF     
090744 01 13 02150 BEC 427C FG     
100621 07 13 10725 BEC 624 FF     
091178 01 13 10725 BEC 707 FF     
101110 01 14 10725 BEC 740 GF     
101112 01 14 10725 BEC 940 FE     
091180 01 13 10725 BEC SM12 EE     
081211 01 12 10725 BEC SM13 EE     
110122 07 14 10725 BENDIX BLU 20KB FF     
110121 07 14 10725 BENDIX BLU 20KB1 FF     
110120 07 14 10725 BENDIX RED 23K B FF     
110119 07 14 10725 BENDIX RED 23K B1 FF     
100402 07 13 40845 BERAL 1549 GG     
080741 07 11 10725 BEX 107 FF     
100385 07 13 01100 BFC 6000 EE     
100005 01 13 09326 BIX 101 HF     
100006 01 13 09326 BIX 107 FF     
100007 01 13 09326 BIX 108 GF     
101013 01 14 09326 BIX 110 FF     
090850 01 13 11000 BK 6540 FF     
090631 07 12 11776 BLA 405 FE     
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090632 07 12 11776 BLA ST FE     
090487 07 12 02150 BLC 609 FF     
090676 07 12 02150 BLC 610 FF     
100154 01 13 02100 BLC 611 GG     
090173 07 12 02100 BLC 616 FF     
080600 07 11 02150 BLC 617 FF     
090744 01 13 02150 BLC 621 FG     
090744 01 13 02150 BLC 622 FG     
080350 07 11 39950 BM 1382 EE     
091154 01 13 02700 BM 1488 FE     
091154 01 13 02700 BM-5003-FE     
080502 07 11 10725 BPI 0508A FF     
090538 07 12 10725 BPI 07 FF     
100896 01 14 10725 BPI 100 EE     
100587 07 13 10725 BPI 1010 EE     
110015 01 14 10725 BPI 1042 GG     
100607 07 13 10725 BPI 105 FF     
080361 07 11 10725 BPI 1215 FF     
091194 01 13 10725 BPI 1215A FF     
091178 01 13 10725 BPI 14 FF     
090539 07 12 10725 BPI 20 FF     
091187 01 13 10725 BPI 2001 EF     
100588 07 13 10725 BPI 2020 EE     
080504 07 11 10725 BPI 2076 EF     
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100904 01 14 10725 BPI 221 FF     
101216 01 14 10725 BPI 233 FF     
100292 07 13 10725 BPI 2900 GG     
091179 01 13 10725 BPI 312 FF     
081201 01 12 10725 BPI 321 FF     
090544 07 12 10725 BPI 3400-1 EE     
080169 07 11 10725 BPI 357 FF     
090552 07 12 10725 BPI 360 FF     
101110 01 14 10725 BPI 4007 GF     
101112 01 14 10725 BPI 4019 FE     
080500 07 11 10725 BPI 402 EE     
100608 07 13 10725 BPI 403 FF     
101113 01 14 10725 BPI 4070 FF     
090545 07 12 10725 BPI 4084-2 EE     
101114 01 14 10725 BPI 4090 FE     
091180 01 13 10725 BPI 412 EE     
081211 01 12 10725 BPI 413 EE     
091184 01 13 10725 BPI 414 FF     
081189 01 12 10725 BPI 431 EE     
091181 01 13 10725 BPI 434 FF     
081190 01 12 10725 BPI 444 EE     
090536 07 12 10725 BPI 453 GF     
090540 07 12 10725 BPI 471 FF     
090540 07 12 10725 BPI 471 FF     
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090864 01 13 10725 BPI 484 FF     
080501 07 11 10725 BPI 487 EE     
080501 07 11 10725 BPI 487 EE     
080358 07 11 10725 BPI 500 FF     
100904 01 14 10725 BPI 512 FF     
080899 0112 10725 BPI 528 FF     
100609 07 13 10725 BPI 537 FF     
100897 01 14 10725 BPI 593 FF     
100621 07 13 10725 BPI 600 FF     
100898 01 14 10725 BPI 612 EE     
080359 07 11 10725 BPI 614 FF     
100904 01 14 10725 BPI 620 FF     
081207 01 12 10725 BPI 621 FF     
081208 01 12 10725 BPI 623 FF     
081191 01 12 10725 BPI 628 EE     
100899 01 14 10725 BPI 630 EE     
091182 01 13 10725 BPI 642 FF     
091183 01 13 10725 BPI 701 FF     
090541 07 12 10725 BPI 704 EE     
081192 01 12 10725 BPI 708 EE     
101076 01 14 10725 BPI 709 FF     
080503 07 11 10725 BPI 710 EE     
100900 01 14 10725 BPI 732 FF     
091184 01 13 10725 BPI 741 FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
081193 01 12 10725 BPI 744 FF     
091188 01 13 10725 BPI 760 FF     
091185 01 13 10725 BPI 762 FF     
080360 07 11 10725 BPI 780 FF     
100606 07 13 10725 BPI 8 EE     
100901 01 14 10725 BPI 820 FF     
091186 01 13 10725 BPI 824 FF     
100610 07 13 10725 BPI 850 FF     
100902 01 14 10725 BPI 912 EE     
081194 01 12 10725 BPI 914 FF     
100903 01 14 10725 BPI 917 FF     
090543 07 12 10725 BPI 941 FF     
091180 01 13 10725 BPI DZ EE     
091188 01 13 10725 BPI FPX5 FF     
090545 07 12 10725 BPI GA EE     
101110 01 14 10725 BPI GB GF     
101114 01 14 10725 BPI GE FE     
101112 01 14 10725 BPI HK FE     
090541 07 12 10725 BPI HN EE     
101113 01 14 10725 BPI HO FF     
090545 07 12 10725 BPI HX EE     
091180 01 13 10725 BPI KU EE     
100904 01 14 10725 BPI LC FF     
080503 07 11 10725 BPI NY EE     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
080363 07 11 10725 BPI PB GG     
090536 07 12 10725 BPI PX GF     
090546 07 12 10725 BPI PY FF     
090545 07 12 10725 BPI SD EE     
080502 07 11 10725 BPI SFA FF     
080362 07 11 10725 BPI SM FF     
090547 07 12 10725 BPI SY FF     
081195 01 12 10725 BPI TK FF     
081192 01 12 10725 BPI TM EE     
081211 01 12 10725 BPI TU EE     
100896 01 14 10725 BPI TX EE     
091187 01 13 10725 BPI UA EF     
081211 01 12 10725 BPI UI EE     
100918 01 14 10725 BPI WA FF     
080363 07 11 10725 BPI XS GG     
090637 07 12 11776 BPS 401 FE     
090635 07 12 11776 BPS 520 FF     
090637 07 12 11776 BPS CF FE     
090731 07 12 10725 BRAKEPRO 724 GF     
090732 07 12 10725 BRAKEPRO 726 FF     
090733 07 12 10725 BRAKEPRO 734 GF     
090734 07 12 10725 BRAKEPRO 736 GG     
090937 01 13 10725 BRAKEPRO 738 GG     
090938 01 13 10725 BRAKEPRO 739 GG     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
091189 01 13 10725 BRAKEPRO CM21A GG     
090937 01 13 10725 BRAKEPRO CMB42 GG     
090938 01 13 10725 BRAKEPRO CMB46A GG     
091190 01 13 10725 BRAKEPRO CMT21A FF     
091183 01 13 10725 BRE 100 FF     
081190 01 12 10725 BRE 125 EE     
080773 01 12 81450 BREMBO B10A HH     
080262 07 11 11125 BRIDGE 102 FF     
080262 07 11 11125 BRIDGE BBP102 FF     
100216 07 13 10950 BRM 0003 FG     
101254 01 14 10950 BRM 0004 GG     
081245 01 12 81400 BRM 11A HH     
110113 07 14 81400 BRM 11D HH     
090384 07 12 10950 BRM C001 GG     
090068 01 12 10100 BRMB 1010 FF     
090631 07 12 11776 BRMB 205 FE     
090632 07 12 11776 BRMB 210 FE     
090636 07 11 11776 BRMB 211 GF     
090064 01 12 10100 BRMB 310 EE     
090069 07 12 10100 BRMB 410 FF     
090063 07 11 10100 BRMB 510 FF     
090633 07 11 11776 BRMB 710 FF     
090634 07 11 11776 BRMB 711 FF     
090065 01 12 10100 BRMB 810 FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
090066 07 11 10100 BRMB 910 GF     
100743 01 14 38500 BRSD 2002 EE     
091121 01 13 38500 BRSD 2003 FF     
110089 07 14 38500 BRSD 2004 FE     
091118 01 13 38500 BRSD 2005 EE     
090063 07 11 10100 BSC C10 FF     
080563 07 11 87625 BSFB BX108 FE     
090539 07 12 10725 BSI 20 FF     
091188 01 13 10725 BSI FPX5 FF     
080267 07 11 80025 BSI LK EE     
090544 07 12 10725 BWC 024 EE     
101076 01 14 10725 BWC 086 FF     
090539 07 12 10725 BWC 087 FF     
090540 07 12 10725 BWC 088 FF     
090550 07 12 10725 BWC 090 EE     
100606 07 13 10725 BWC 102 EE     
091178 01 13 10725 BWC 707 FF     
101110 01 14 10725 BWC 740 GF     
101112 01 14 10725 BWC 940 FE     
090535 07 12 10725 BWC PY GF     
091180 01 13 10725 BWC SM12 EE     
081211 01 12 10725 BWC SM13 EE     
100291 07 13 10725 BX 691 GF     
090111 07 12 02700 BX BR6 FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
090049 07 12 02700 BX CQ1 FF     
090125 07 12 02700 BX CQ3 GF     
090217 07 12 02700 BX CQ4 GG     
100669 01 14 02700 BX CQ6 FF     
080580 07 11 47676 BX CQHD FF     
090216 07 12 02700 BX CT3-1 GG     
100669 01 14 02700 BX CT3-3 FF     
080580 07 11 47676 BX CT3HD FF     
100669 01 14 02700 BX CT3HD-1 FF     
100360 07 13 02700 BX FE7 FF     
110067 01 14 47676 BX FE8 GG     
080578 07 11 47676 BX FM EE     
100361 07 13 02700 BX FM6 EE     
100940 01 14 47676 BX FM7 FF     
080578 07 11 47676 BX H3E EE          
100361 07 13 02700 BX H4 EE     
090886 01 13 38464 BX H9 FF     
090412 07 12 02700 BX H9 FF     
090888 01 13 38464 BX J6 EE     
090889 01 13 38464 BX JE EE     
090312 07 12 47676 BX JE EE     
090112 07 12 02700 BX JZ EE     
100360 07 13 02700 BX MD1 FF     
080579 07 11 47676 BX NDE FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
080146 07 11 38464 BX S7 HG     
081196 01 12 10725 BX S9 FF     
080578 07 11 47676 BX SUV EE     
090047 07 12 02700 BX TM1 EE     
090048 07 12 02700 BX TM2 FF     
081197 01 12 10725 BX U5 EE     
081198 01 12 10725 BX UF FF     
100670 01 14 02700 BX XB+ EE     
080670 07 11 39950 BX ZF GF      
080580 07 11 47676 BX ZP FF     
100385 07 13 01100 BZ 100 EE     
090921 01 13 12885 C&J#142 GG     
090922 01 13 12885 C&J#157 GG     
080818 07 11 67620 CANABRAKE 1000 EE     
080596 07 11 67620 CANBRAKE 8000 EE     
080824 01 12 54650 CAP SMM FF     
080741 07 11 10725 CAR P01 FF     
090550 07 12 10725 CAR SD1 EE     
081205 01 12 10725 CAR SM2 EE     
080578 07 11 47676 CBD 812E EE     
100607 07 13 10725 CBP 921 FF     
080075 07 11 10725 CCM 2425 GF     
080075 07 11 10725 CCMT 2429 GF     
080267 07 11 80025 CECO120 EE     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
100110 07 13 01100 CFMX 2010 GG     
100110 07 13 01100 CFMX 2010 HH     
100110 07 13 01100 CFQ10 HH     
091183 01 13 10725 CG 104 FF     
080361 07 11 10725 CG 222 FF     
080899 01 12 10725 CG 227FF     
081193 01 12 10725 CG 458 FF     
100620 07 13 10725 CG 500 FF     
081207 01 12 10725 CG 501 FF     
081208 01 12 10725 CG 503 FF     
100918 01 14 10725 CG 505 FF     
100910 01 14 10725 CG 521 FF     
100918 01 14 10725 CG 540 FF     
081201 01 12 10725 CG 565 FF     
100621 07 13 10725 CG 640 FF     
081199 01 12 10725 CG 645 FF     
080506 07 11 10725 CG 650 FF     
080505 07 11 10725 CG 651 EE     
080738 07 11 10725 CG 652 EE     
110015 01 14 10725 CG 655 GG     
091178 01 13 10725 CG 656 FF     
100901 01 14 10725 CG 657 FF     
100901 01 14 10725 CG 668 FF     
091184 01 13 10725 CG 681 FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 
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ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
110015 01 14 10725 CG 684 GG     
091184 01 13 10725 CG 688 FF     
100910 01 14 10725 CG 690 FF     
080359 07 11 10725 CG 730 FF     
080507 07 11 10725 CG 749 EE     
100606 07 13 10725 CG 750 EE     
080508 07 11 10725 CG 751 FF     
080509 07 11 10725 CG 752 EE     
080510 07 11 10725 CG 753 EE     
080364 07 11 10725 CG 754 FF     
080736 07 11 10725 CG 755 FF     
080365 07 11 10725 CG 756 FE     
080267 07 11 80025 CG 757 EE     
080502 07 11 10725 CG 758CA FF     
081200 01 12 10725 CG 759 EE     
100896 01 14 10725 CG 759 EE     
080511 07 11 10725 CG 760 EE     
081200 01 12 10725 CG 789 EE     
081200 01 12 10725 CG 833 EE     
100622 07 13 10725 CG 836 EE     
080267 07 11 80025 CG 842 EE     
100896 01 14 10725 CG 848 EE     
100896 01 14 10725 CG 858 EE     
090543 07 12 10725 CG 939 FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
100910 01 14 10725 CG LM FF     
080363 07 11 10725 CG P13 GG     
080363 07 11 10725 CG XS GG     
101076 01 14 10725 CHAL 06 FF     
100909 01 14 10725 CHAL 06 FF     
090858 01 13 38416 CLB5+ TG1B3 FF     
110123 07 14 10725 CM 16A1 FF     
080512 07 11 10725 CM 18A FF     
080076 07 11 10725 CM 22A1 FF     
100289 01 13 10725 CMD 785 EE     
080076 07 11 10725 CMT 22A1 FF     
081201 01 12 10725 CMX 0465 FF     
080580 07 11 47676 CMX 2530 FF     
091183 01 13 10725 CMX 42     
100900 01 14 10725 CMX 48 FF     
080502 07 11 10725 CMX 55A FF     
080816 01 12 02150 CMX 703 FF     
080772 07 11 02150 CMX 709 FF     
081160 01 12 02150 CMX 710 EE     
100217 07 13 38500 COM 3048 GG     
100743 01 14 38500 COM 4004 EE     
090780 01 13 40994 COMTEC FT01CT FF     
090780 01 13 40994 COMTEC FT01TC FF     
090780 01 13 40994 COMTEC FT02CT FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
090780 01 13 40994 COMTEC FT02TC FF     
090780 01 13 40994 COMTEC FT03CT FF     
090780 01 13 40994 COMTEC FT03TC FF     
090780 01 13 40994 COMTEC FT04CT FF     
090780 01 13 40994 COMTEC FT04TC FF     
100743 01 14 38500 COP 2200 EE     
090548 07 12 10725 CPB 139 FF     
091179 01 13 10725 CPB 212 FF     
081202 01 12 10725 CPB 241 FF     
080502 07 11 10725 CPB 310 FF     
100628 07 13 10725 CPB 314 FF     
090533 07 12 10725 CPB 411 FF     
080366 07 11 10725 CPB 415 FF     
081193 01 12 10725 CPB 488 FF     
091186 01 13 10725 CPB 504 FF     
080367 07 11 10725 CPB 524 FF     
090549 07 12 10725 CPB 627 FF     
080363 07 11 10725 CPB 655 GG     
080513 07 11 10725 CPB 671 GF     
080514 07 11 10725 CPB 672 EE     
080737 07 11 10725 CPB 673 FE     
100901 01 14 10725 CPB 674 FF     
100610 07 13 10725 CPB 685 FF     
110015 01 14 10725 CPB 690 GG     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 
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Compliance 

Number 
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Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
091178 01 13 10725 CPB 691 FF     
091184 01 13 10725 CPB 692 FF     
090635 07 12 11776 CPB 695 FF     
100910 01 14 10725 CPB 700 FF     
080515 07 11 10725 CPB 787 FF     
080516 07 11 10725 CPB 788 EE     
080517 07 11 10725 CPB 789 EE     
080368 07 11 10725 CPB 790 FF     
080739 07 11 10725 CPB 791 FF     
080365 07 11 10725 CPB 792 FE     
081210 01 12 10725 CPB 792 FF     
080267 07 11 80025 CPB 793 EE     
100896 01 14 10725 CPB 795 EE     
081203 01 12 10725 CPB 796 EE     
081204 01 12 10725 CPB 798 EE     
100606 07 13 10725 CPB 901 EE     
080267 07 11 80025 CQ TRM 523 EE     
080267 07 11 80025 CQBM 34 EE     
080267 07 11 80025 CQGM C2 EE     
080267 07 11 80025 CQRM C3 EE     
091177 01 13 10725 CR 272 EE     
080369 07 11 10725 CR 320 FF     
091191 01 13 10725 CR 333 FF     
091176 01 13 10725 CR 344 FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 
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ID 

AMECA Edge CodeTM  
Markings 
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Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
081188 01 12 10725 CR 364 FF     
101077 01 14 10725 CR 400 FF     
081229 01 12 10725 CR 420 EE     
091192 01 13 10725 CR 424 FF     
091193 01 13 10725 CR 535 FF     
090549 07 12 10725 CR 614 FF     
100901 01 14 10725 CR 632 FF     
110015 01 14 10725 CR 635 GG     
090533 07 12 10725 CR 638 FF     
090635 07 12 11776 CR 639 FF     
080518 07 11 10725 CR 676 FF     
080519 07 11 10725 CR 679 FF     
080363 07 11 10725 CR 680 GG     
091178 01 13 10725 CR 681 FF     
080362 07 11 10725 CR 696 FF     
080381 07 11 10725 CR 740 EF     
090865 01 13 10725 CR 745 FF     
080520 07 11 10725 CR 835 FF     
080521 07 11 10725 CR 836 EE     
080368 07 11 10725 CR 838 FF     
080740 07 11 10725 CR 839 FF     
080365 07 11 10725 CR 840 FE     
081210 01 12 10725 CR 840 FF     
080267 07 11 80025 CR 843 EE     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 
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Date 
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ID 

AMECA Edge CodeTM  
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Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
100896 01 14 10725 CR 847 EE     
081206 01 12 10725 CR 849 EE     
101078 01 14 10725 CR 900 FF     
090871 01 13 36100 CREST XL GF     
100110 07 13 01100 CRM CF10 HH     
090539 07 12 10725 CT 120 FF     
091176 01 13 10725 CT 122 FF     
100621 07 13 10725 CT 123 FF     
100610 07 13 10725 CT 130 FF     
080499 07 11 10725 CT 131 EE     
080503 07 11 10725 CT 132 EE     
081205 01 12 10725 CT 136 EE     
091177 01 13 10725 CT 138 EE     
091182 01 13 10725 CT 140 FF     
080357 07 11 10725 CT 142 FF     
081188 01 12 10725 CT 222 FF     
100385 07 13 01100 CTC 6000 EE     
091176 01 13 10725 CTJ 126 FF     
090539 07 12 10725 CTJ 20 FF     
091179 01 13 10725 CTJ 221 FF     
100608 07 13 10725 CTJ 300 FF     
081208 01 12 10725 CTJ 323 FF     
081207 01 12 10725 CTJ 331 FF     
090866 01 13 10725 CTJ 405 FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
090545 07 12 10725 CTJ 4084-2 EE     
091180 01 13 10725 CTJ 412 EE     
081211 01 12 10725 CTJ 413 EE     
100608 07 13 10725 CTJ 430 FF     
100610 07 13 10725 CTJ 450 FF     
100900 01 14 10725 CTJ 522 FF     
090864 01 13 10725 CTJ 541 FF     
100621 07 13 10725 CTJ 624 FF     
080267 07 11 80025 CTJ 646 EE     
100896 01 14 10725 CTJ 700 EE     
091177 01 13 10725 CTJ 800 EE     
090548 07 12 10725 CTJ 860 FF     
091176 01 13 10725 CTJ 900 FF     
080361 07 11 10725 CTJ 905 FF     
080360 07 11 10725 CTJ AH FF     
081194 01 12 10725 CTJ AK FF     
101112 01 14 10725 CTJ AZ FE     
100910 01 14 10725 CTJ CA FF     
100903 01 14 10725 CTJ CD FF     
100290 01 13 10725 CTJ CER GG     
091176 01 13 10725 CTJ CM FF     
091179 01 13 10725 CTJ DA FF     
091181 01 13 10725 CTJ DC FF     
091177 01 13 10725 CTJ DN EE     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
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AMECA 
Notice of 
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Compliance 
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ID 

AMECA Edge CodeTM  
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Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
091180 01 13 10725 CTJ DZ EE     
100605 07 13 10725 CTJ EM FF     
091182 01 13 10725 CTJ FA FF     
100900 01 14 10725 CTJ FM FF     
091188 01 13 10725 CTJ FPX5 FF     
090545 07 12 10725 CTJ GA EE     
101113 01 14 10725 CTJ GS FF     
091185 01 13 10725 CTJ GT FF     
090543 07 12 10725 CTJ HDS FF     
091177 01 13 10725 CTJ HT EE     
091180 01 13 10725 CTJ HU EE     
090545 07 12 10725 CTJ HX EE     
080899 01 12 10725 CTJ IV FF     
081193 01 12 10725 CTJ KC FF     
080357 07 11 10725 CTJ KG FF     
081191 01 12 10725 CTJ KU EE     
081193 01 12 10725 CTJ LC FF     
101076 01 14 10725 CTJ LO FF     
080741 07 11 10725 CTJ LO FF     
090541 07 12 10725 CTJ LY EE     
101110 01 14 10725 CTJ MV GF     
101114 01 14 10725 CTJ MW FE     
091188 01 13 10725 CTJ MZ FF     
100898 01 14 10725 CTJ NA EE     
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ID 
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Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
100607 07 13 10725 CTJ NC FF     
080741 07 11 10725 CTJ NH FF     
080503 07 11 10725 CTJ NJ EE     
090540 07 12 10725 CTJ NP FF     
100910 01 14 10725 CTJ NV FF     
100910 01 14 10725 CTJ NY FF     
090536 07 12 10725 CTJ OD GF     
100901 01 14 10725 CTJ OE FF     
090550 07 12 10725 CTJ OK EE     
080741 07 11 10725 CTJ OS FF     
100898 01 14 10725 CTJ OZ EE     
080363 07 11 10725 CTJ PB GG     
090540 07 12 10725 CTJ PH FF     
081201 01 12 10725 CTJ PS FF     
080267 07 11 80025 CTJ PW EE     
090535 07 12 10725 CTJ PY GF     
100609 07 13 10725 CTJ QT FF     
090550 07 12 10725 CTJ RA EE     
080267 07 11 80025 CTJ RB EE      
090535 07 12 10725 CTJ RI GF     
080522 07 11 10725 CTJ RQ EE     
090544 07 12 10725 CTJ RS EE     
090538 07 12 10725 CTJ SN FF     
091184 01 13 10725 CTJ SU FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
100606 07 13 10725 CTJ SW EE     
090551 07 12 10725 CTJ SY FF     
100896 01 14 10725 CTJ SZ EE     
091178 01 13 10725 CTJ TA FF     
091187 01 13 10725 CTJ TC EF     
081192 01 12 10725 CTJ TL EE     
081205 01 12 10725 CTJ TM EE     
081195 01 12 10725 CTJ TO FF     
080501 07 11 10725 CTJ TS EE     
081211 01 12 10725 CTJ TU EE     
080499 07 11 10725 CTJ TV EE     
081195 01 12 10725 CTJ TW FF     
080501 07 11 10725 CTJ TZ EE     
080500 07 11 10725 CTJ UB EE     
100610 07 13 10725 CTJ UG FF     
081195 01 12 10725 CTJ UH FF     
081211 01 12 10725 CTJ UI EE     
081205 01 12 10725 CTJ UK EE     
081195 01 12 10725 CTJ VC FF     
090533 07 12 10725 CTJ VC FF     
100743 01 14 38500 CWA 6061 EE     
080595 07 11 67620 CWD C55 FF     
080267 07 11 80025 CXS 10 EE     
100385 07 13 01100 CXS1 996 EE     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
080673 01 12 69675 DB 7004 HH     
100945 01 14 69675 DB 757 FF     
070180 09 10 69675 DB 757 FF     
100945 01 14 69675 DB 767 FF     
070180 09 10 69675 DB 767 FF     
101197 01 14 69675 DB 777 FF     
110016 01 14 69675 DB 778 EE     
080672 01 12 69675 DB 811 FF     
110018 07 14 69675 DB 8127 FF     
090602 07 12 69675 DB 813 FF     
090603 07 12 69675 DB 814 FF     
080672 01 12 69675 DB 8201 FF     
080672 01 12 69675 DB 8203 FF     
080672 01 12 69675 DB 8207 FF     
080672 01 12 69675 DB 8209 FF     
080672 01 12 69675 DB 821 FF     
110017 07 14 69675 DB 8210 FF     
080672 01 12 69675 DB 8211 FF     
080672 01 12 69675 DB 8213 FF     
080672 01 12 69675 DB 8221 FF     
080672 01 12 69675 DB 823 FF     
081072 01 12 69675 DB 825 GF     
110018 07 14 69675 DB 827 FF     
110017 07 14 69675 DB 828 FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
110018 07 14 69675 DB 829 FF     
110018 07 14 69675 DB 830 FF     
110017 07 14 69675 DB 844 FF     
081073 01 12 69675 DB 8991 FE     
081072 01 12 69675 DB 8995 GF     
110018 07 14 69675 DB 8997 FF     
081071 01 12 69675 DB 9002 FF     
100364 07 13 69675 DB 9008 FE     
100364 07 13 69675 DB 9008 FE     
080137 07 11 69675 DB 9012 FE     
100364 07 13 69675 DB 908 FE     
100683 07 13 69675 DB 9117 FF     
100684 07 13 69675 DB 9118 FF     
090605 07 12 69675 DB 913 FE     
090224 07 12 69675 DB 915 FF     
090225 07 12 69675 DB 916 FF     
100683 07 13 69675 DB 917 FF     
100684 07 13 69675 DB 918 FF     
100657 07 13 69675 DB 9251 FE     
100658 07 13 69675 DB 9252 FE     
090224 07 12 69675 DB 9253 FF     
090225 07 12 69675 DB 9254 FF     
090597 07 12 69675 DB 927 FF     
090598 07 12 69675 DB 928 FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
110066 07 14 57391 DB 9307 FF     
110066 07 14 57391 DB 9308 FF     
110066 07 14 57391 DB 9317 FF     
110066 07 14 57391 DB 9318 FF     
090606 07 12 69675 DB 9355 FE     
090607 07 12 69675 DB 9356 EE     
081071 01 12 69675 DB 952 FF     
090224 07 12 69675 DB 953 FF     
090225 07 12 69675 DB 954 FF     
090224 07 12 69675 DB 955 FF     
090225 07 12 69675 DB 956 FF     
090492 07 12 69675 DB 964 FE     
090492 07 12 69675 DB 965 FE     
090599 07 12 69675 DB 966 FF     
090596 07 12 69675 DB 967 FF     
090600 07 12 69675 DB 977 FF     
090601 07 12 69675 DB 978 FF     
110019 07 14 69675 DB 979 GG     
100364 07 13 69675 DB 988 FE     
081073 01 12 69675 DB 989 FE     
081073 01 12 69675 DB 991 FE     
080137 07 11 69675 DB 992 FE     
100120 07 13 69675 DB 9933 GG     
100120 07 13 69675 DB 9937 GG     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
100120 07 13 69675 DB 9938 GG     
100120 07 13 69675 DB 9934 GG     
090413 07 12 69675 DB 9947 FF     
090413 07 12 69675 DB 9948 FF     
080147 07 11 38464 DBTL 11 HG     
081207 01 12 10725 DEL 221 FF     
080361 07 11 10725 DEL 222 FF     
081208 01 12 10725 DEL 223 FF     
100906 01 14  10725 DEL 283 FF     
080900 01 12 10725 DEL 292 FF     
100608 07 13 10725 DEL 310 FF     
091179 01 13 10725 DEL 312 FF     
100623 07 13 10725 DEL 350 FF     
091180 01 13 10725 DEL 412 EE     
081211 01 12 10725 DEL 413 EE     
091184 01 13 10725 DEL 414 FF     
080523 07 11 10725 DEL 416 EE     
091194 01 13 10725 DEL 427 FF     
081209 01 12 10725 DEL 444 FF     
100898 01 14 10725 DEL 612 EE     
101076 01 14 10725 DEL 709 FF     
091188 01 13 10725 DEL 714 FF     
081210 01 12 10725 DEL 731 FF     
091183 01 13 10725 DEL 741 FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
090544 07 12 10725 DEL 75 EE     
091187 01 13 10725 DEL 9802 EF     
080502 07 11 10725 DEL 9805A FF     
090553 07 12 10725 DEL GC FF     
090538 07 12 10725 DEL GG FF     
100901 01 14 10725 DEL GL FF     
090537 07 12 10725 DEL HDT GG     
090540 07 12 10725 DEL HP FF     
090554 07 12 10725 DEL LCT GG     
100904 01 14 10725 DEL MD FF     
090545 07 12 10725 DEL ND EE     
101114 01 14 10725 DEL OM FE     
080363 07 11 10725 DEL PB GG     
101113 01 14 10725 DEL PC FF     
090555 07 12 10725 DEL PY FF     
090545 07 12 10725 DEL RP EE     
101110 01 14 10725 DEL SA GF     
101112 01 14 10725 DEL SB FE     
100901 01 14 10725 DEL SI FF     
091178 01 13 10725 DEL SS FF     
081189 01 12 10725 DEL TJ EE     
080370 07 11 10725 DEL TK FF     
080363 07 11 10725 DEL XS GG     
080138 07 11 81810 DELPHI 711 GF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
100385 07 13 01100 DESA 92 EE     
090636 07 11 11776 DF 110 GF     
090634 07 11 11776 DF 150 FF     
090632 07 12 11776 DF 210 FE     
090064 01 12 10100 DF 310 EE     
090064 01 12 10100 DF 31100 EE     
090069 07 12 10100 DF 410 FF     
090069 07 12 10100 DF 4401 FF     
090631 07 12 11776 DF 450 FE     
090069 07 12 10100 DF 510 FF     
090063 07 11 10100 DF 610 FF     
090068 01 12 10100 DF 710 FF     
090068 01 12 10100 DF 7110 FF     
090064 01 12 10100 DFS 310 EE     
090069 07 12 10100 DFS 410 FF     
090631 07 12 11776 DFS 450 FE     
090068 01 12 10100 DFS 710 FF     
110211 07 14 10100 DG AB FF     
110210 07 14 10100 DG AJ FF     
110212 07 14 10100 DG AM FF     
110213 07 14 10100  DG AP FE     
090068 01 12 10100 DG01 1001 FF     
090636 07 11 11776 DG01 1101 GF     
090633 07 11 11776 DG01 1401 FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
090634 07 11 11776 DG01 1501 GF     
090065 01 12 10100 DG01 2001 FF     
090069 07 12 10100 DG01 3001 FF     
090069 07 12 10100 DG01 4001 FF     
090631 07 12 11776 DG01 4005 FE     
090063 07 11 10100 DG01 5001 FF     
090066 07 11 10100 DG01 6001 GF     
090068 01 12 10100 DG02 1001 FF     
090065 01 12 10100 DG02 2001 FF     
090069 07 12 10100 DG02 3001 FF     
090069 07 12 10100 DG02 4001 FF     
090063 07 11 10100 DG02 5001 FF     
090066 07 11 10100 DG02 6001 GF     
090633 07 11 11776 DGF 140 FF     
091118 01 13 38500 DJ 200BD EE     
100743 01 14 38500 DJ 202BD EE     
091119 01 13 38500 DJ 204BD FF     
091119 01 13 38500 DJ 205BD FF     
091121 01 13 38500 DJ 211BD FF     
091120 01 13 38500 DJ 212BD FF     
110089 07 14 38500 DJ 213BD FE     
090045 07 12 38500 DJ 214BD FF     
091121 01 13 38500 DJ 220BD FF     
100744 01 14 38500 DJ 300BDS EE     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
100744 01 14 38500 DJ 301BDS EE     
100218 07 13 38500 DJ 305BDS EE     
100114 07 13 38500 DJ 307BDS EE     
100124 07 13 38500 DJ 309BDS FF     
110090 07 14 73975 DLB 040 FF     
110090 07 14 73975 DLB 721 FF     
110090 07 14 73975 DLB 722 FF     
100385 07 13 01100 DLINE 996 EE     
100385 07 13 01100 DLT 6000 EE     
100681 07 13 69675 DMJ 1R910 FF     
090499 07 12 69675 DMJ 1R920 FF     
100681 07 13 69675 DMJ 1R920 FF     
100682 07 13 69675 DMJ 1R930 FF      
090499 07 12 69675 DMJ 1R940 FF     
100681 07 13 69675 DMJ 1R940 FF     
100682 07 13 69675 DMJ 1R950 FF     
090117 07 12 02150 DMJ 358 GG     
080341 07 11 61761 DMJ 4850 FF     
090270 07 12 02150 DMJ 701 FF     
100700 07 13 02100 DMJ 702 FF     
080817 01 12 02150 DMJ 703 FF     
100702 07 13 02100 DMJ 705 FF     
090174 07 12 02100 DMJ 708 FF     
080774 07 11 02150 DMJ 709 FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
081159 01 12 02150 DMJ 719 EE     
090678 07 12 02150 DMJ 720 FF     
090679 07 12 02150 DMJ 722 FF     
090680 07 12 02150 DMJ 724 FF     
090681 07 12 02150 DMJ 726 FF     
100701 07 13 02100 DMJ 752 FF     
100704 07 13 02100 DMJ 756 FF     
090900 01 13 02100 DMJ 761 FF     
101048 01 14 02100 DMJ 763 FF     
090852 01 13 36100 DNA 10 GG     
090853 01 13 36100 DNA 11 GG     
100980 01 14 36100 DNA 38 FF     
080136 07 11 36100 DNA 48 FF     
090953 01 13 36100 DNA 68 GG     
080561 07 11 36100 DNA 88 GF      
090954 01 13 36100 DNA 88 GG      
090954 01 13 36100 DNA 88 GG     
090957 01 13 36100 DNA 98 GF––COMBO       
090957 01 13 36100 DNA 98 GF—COMBO     
100385 07 13 01100 DNX 6000 EE     
100147 07 13 18351 DONGWOO DL401 FF     
100225 07 13 18351 DONGWOO DL601 FF     
100145 07 13 18351 DONGWOO DN201 FF     
100143 07 13 18351 DONGWOO DP101 FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
100224 07 13 18351 DONGWOO DP101M GG     
100144 07 13 18351 DONGWOO DP101P FG     
080267 07 11 80025 DPI 100 EE     
080267 07 11 80025 DPI 134 EE     
100743 01 14 38500 DSM 1003 EE     
091118 01 13 38500 DSM 1007 EE     
091119 01 13 38500 DSM 1009 FF     
091119 01 13 38500 DSM 1010 FF     
091180 01 13 10725 DSX SM12 EE     
081211 01 12 10725 DSX SM13 EE     
100385 07 13 01100 DURA M597 EE     
100656 07 13 78250 DWT 23 FF     
090044 07 12 41076 EAC H10 GF     
100365 07 13 03250 EBC 10 HH     
100447 07 13 36337 EBC 20 HH     
100448 07 13 36337 EBC 30 HH     
100481 07 13 36337 EBC 40 HH     
100991 01 14 36337 EBC E342 GF     
100992 01 14 36337 EBC E344 FF     
100993 01 14 36337 EBC E365 FF     
100994 01 14 36337 EBC E366 FF     
100995 01 14 36337 EBC E388 FF     
100999 01 14 36337 EBC E393 FF     
100110 07 13 01100 EFB 2010 HH     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
100110 07 13 01100 EFB 2010 HH     
100110 07 13 01100 EFB 2020 HH     
100110 07 13 01100 EFB 2020 HH     
080267 07 11 80025 EIS 1001 EE     
080267 07 11 80025 EIS 1111 EE     
080267 07 11 80025 EIS TMS162 EE     
080279 07 11 37133 ELIM EL101 GF     
080594 07 11 67620 EM 2000 EE     
080596 07 11 67620 EM 8000 EE     
100110 07 13 01100 ENVIRO 10 HH     
100385 07 13 01100 ENVIRO 100 EE     
100385 07 13 01100 EQL 6000 EE     
100624 07 13 10725 ETC 3001 FF      
100625 07 13 10725 ETC 3002 FF     
100626 07 13 10725 ETC 3003 FF     
100627 07 13 10725 ETC 3004 FF     
100907 01 14 10725 ETC 3005 FF     
100908 01 14 10725 ETC 3006 FF     
080069 0111 10725 ETC 3006 FF     
080371 07 11 10725 ETC 3007 FF     
100630 07 13 10725 ETM 4001 FF     
100631 07 13 10725 ETM 4002 EE     
100632 07 13 10725 ETM 4003 EE     
100633 07 13 10725 ETM 4004 EE     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
100634 07 13 10725 ETM 4005 FF     
100635 07 13 10725 ETM 4006 FF     
100629 07 13 10725 ETP 8000 FF     
100110 07 13 01100 EURO CF10 HH     
080930 01 12 74725 EUROGOLD FSA 202 FF     
100215 07 13 38930 F 139-23 FF     
100278 07 13 38930 F 195(35) HH     
100279 07 13 38930 F 196 HH     
091242 01 12 38500 F 4273 FF     
110069 07 14 38900 F 4550 GG     
090114 07 12 38500 FA 003 FE     
100743 01 14 38500 FA 2186 EE     
091118 01 13 38500 FA 4001 EE     
091118 01 13 38500 FA 4001-NJAID1 EE     
091120 01 13 38500 FA 4003 FF     
110089 07 14 38500 FA 4004 FE      
090115 07 12 38500 FA 4005 EE     
091118 01 13 38500 FA 4011 EE     
091120 01 13 38500 FA 403 FF     
110089 07 14 38500 FA 404 FE      
091119 01 13 38500 FA 5003 FF     
090045 07 12 38500 FA 5004 FF     
091121 01 13 38500 FA 5005 FF     
090495 01 12 38500 FA 5007     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 
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ID 
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Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
091119 01 13 38500 FA 5013 FF     
091119 01 13 38500 FA 503 FF     
101274 01 14 38500 FA 508 FG     
100743 01 14 38500 FA 6001 EE     
100124 07 13 38500 FA 903 FF     
100218 07 13 38500 FA 904 EE     
100114 07 13 38500 FA 908 EE     
100744 01 14 38500 FA 910 EE     
100744 01 14 38500 FA 912 EE     
080267 07 11 80025 FA G20 EE     
080569 07 11 51150 FA NF73 FF     
080943 01 12 38900 FCV 1043 EE     
100742 01 14 38521 FCV 1043 GG     
080943 01 12 38900 FCV 1102 EE     
100742 01 14 38521 FCV 1102 GG     
101252 01 14 38464 FDP 04A FF     
101252 01 14 38464 FDP 04D FF     
101252 01 14 38464 FDP 11 FF     
100211 07 13 38464 FDP 2010 HH     
090947 01 13 38464 FDP ECO2 GG     
090887 01 13 38464 FDP SM98 EE     
090885 01 13 38464 FDP X19 FF     
080147 07 11 38464 FDP X4F HG     
110164 07 14 38900 FER 3629 FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
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AMECA 
Notice of 
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ID 
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For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
110068 07 14 38900 FER 3629 FF     
110164 07 14 38900 FER 3629/2 FF     
100655 01 14 38500 FER 4150 FF     
100659 01 14 38900 FER 4207F FF     
100659 01 14 38900 FER 4209 FF     
100659 01 14 38900 FER 4209F FF     
091242 01 12 38500 FER 4273 FF     
100660 01 14 38900 FER 4297 FF     
100659 01 14 38900 FER 4454 FF     
100659 01 14 38900 FER 4454F FF     
110219 07 14 38506 FER 4487 GG     
101275 01 14 38500 FER 4500 FF     
110069 07 14 38900 FER 4550 GG     
110069 07 14 38900 FER 4555 GG     
100659 01 14 38900 FER F4209 FF     
100659 01 14 38900 FER F4209/2 FF     
100660 01 14 38900 FER F4297 FF     
091118 01 13 38500 FERODO 3070 EE     
100114 07 13 38500 FERODO 3075 EE     
100218 07 13 38500 FERODO 3076 EE     
100744 01 14 38500 FERODO 3087 EE     
091119 01 13 38500 FERODO 3097 FF     
100311 07 13 38500 FERODO 3100 EE     
100124 07 13 38500 FERODO 3102 FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
090114 07 12 38500 FERODO 3104 FE     
100746 01 14 38500 FERODO 3120 FF     
100115 07 13 38500 FERODO 3137 EE     
091120 01 13 38500 FERODO 3140 FF     
100745 01 14 38500 FERODO 3144 FE     
081175 01 12 51150 FERODO 3147 FF     
090790 01 13 51150 FERODO 3148 FF     
090790 01 13 51150 FERODO 3148 FF     
081179 01 12 38500 FERODO 3160 FF     
090045 07 12 38500 FERODO 3162 FF     
091121 01 13 38500 FERODO 3175 FF     
100217 07 13 38500 FERODO 3186 GG     
110089 07 14 38500 FERODO 3196 FE     
081178 01 12 38500 FERODO 3216 FE     
080878 01 12 38500 FERODO 3256 FE     
100743 01 14 38500 FERODO 4004 EE     
110069 07 14 38900 FERODO 4550 GG     
090857 01 13 47200 FH 230 FF     
090857 01 13 47200 FH 231 FF     
090856 01 13 47200 FH 330 FF     
090188 07 12 51150 FJB CB960 FF     
090188 07 12 51150 FJB NL91 FF     
100743 01 14 38500 FM 2045 EE     
091118 01 13 38500 FM 2083 EE     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
100114 07 13 38500 FM 2089 EE     
100218 07 13 38500 FM 2090 EE     
100744 01 14 38500 FM 2100 EE     
091119 01 13 38500 FM 2110 FF     
100311 07 13 38500 FM 2113 EE     
100124 07 13 38500 FM 2116 FF     
090114 07 12 38500 FM 2118 FE     
091119 01 13 38500 FM 2135 FF     
100125 01 13 38500 FM 2136 FF     
100746 01 14 38500 FM 2136 FF     
100746 01 14 38500 FM 2136A FF     
100746 01 14 38500 FM 2136CS FF     
091120 01 13 38500 FM 2156 FF     
100745 01 14 38500 FM 2160 FE     
081175 01 12 51150 FM 2163 FF     
090790 01 13 51150 FM 2164 FF     
090790 01 13 51150 FM 2164 FF     
100746 01 14 38500 FM 2171 FF     
081179 01 12 38500 FM 2176 FF     
090045 07 12 38500 FM 2178 FF     
091121 01 13 38500 FM 2192 FF     
100217 07 13 38500 FM 2203 GG     
091118 01 13 38500 FM 2208 EE     
081179 01 12 38500 FM 2209S FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
110089 07 14 38500 FM 2214 FE     
081178 01 12 38500 FM 2234 FE     
090115 07 12 38500 FM 2254 EE     
100655 01 14 38500 FM 2261/1 FF     
100655 01 14 38500 FM 2261/1 FF     
090495 01 12 38930 FM 2270 FF     
080878 01 12 38500 FM 2275 FE     
090046 07 12 38500 FM 2278 FF     
090311 07 12 38930 FM 2279 EE     
100280 07 13 38500 FM 2280 FF     
100359 07 13 38500 FM 2281 FG     
101276 01 14 38500 FM 2282 FE     
100655 01 14 38500 FM 2283 FF     
101274 01 14 38500 FM 2284 FG     
101275 01 14 38500 FM 2285 FF     
101277 01 14 38500 FM 2286 FE     
100311 07 13 38500 FM 6091 EE     
100742 01 14 38521 FM BR 5100 GG     
080943 01 12 38900 FM BZ 201 EE     
081175 01 12 51150 FM NF87 FF     
090790 01 13 51150 FM NF88 FF     
090790 01 13 51150 FM NF88 FF     
080267 07 11 80025 FMB X13 EE     
080267 07 11 80025 FMIBT M5 EE     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
100115 07 13 38500 FN 2153 EE     
080818 07 11 67620 FO MD EE       
091245 01 13 40750 FP 142 EE     
091188 01 13 10725 FPX 5 FF     
101198 01 14 01750 FREN 7033 EE     
100159 07 13 01750 FREN 7034 EE     
101199 01 14 01750 FREN 7111 GG     
100764 07 13 01750 FREN 9510 FF     
100765 07 13 01750 FREN 9711 FF     
080134 07 11 01750 FREN 9712 FF     
100766 07 13 01750 FREN 9912 FF     
090180 07 12 40853 FRI 1011 GF     
090181 01 12 40853 FRI 2020 FE     
100385 07 13 01100 FRICPRO 996 EE     
090164 01 12 70401 FRICTION ONE FOC 1 FF     
090164 01 12 70401 FRICTION ONE FOC 2 FF     
090166 01 12 70401 FRICTION ONE FOC 3 GG     
090382 07 12 70401 FRICTION ONE FOC 4 GG     
090234 01 12 70401 FRICTION ONE FOC 5 GF     
090235 01 12 70401 FRICTION ONE FOC 6 FF     
090233 01 12 70401 FRICTION ONE FON 1 GG     
090233 01 12 70401 FRICTION ONE FON 2 GG     
090166 01 12 70401 FRICTION ONE FON 3 GG     
090165 01 12 70401 FRICTION ONE FOS 2 FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
090165 01 12 70401 FRICTION ONE FOS 4 FF     
090167 01 12 70401 FRICTION ONE FOS 5 FF     
090168 01 12 70401 FRICTION ONE FOS 6 FF     
090169 01 12 70401 FRICTION ONE FOS 7 FF     
090490 07 12 70401 FRICTION ONE FOS 8 FF     
090490 07 12 70401 FRICTION ONE FOS 8 FF     
090168 01 12 70401 FRICTION ONE FOS 9 FF     
100402 07 13 40845 FRIMA F3014 GG     
080996 01 12 40814 FRITEC P289 FF     
080875 01 12 40814 FRITEC P305 EE     
080876 01 12 40814 FRITEC P403 FF     
081181 01 12 40814 FRITEC P-410 GG     
081182 01 12 40814 FRITEC P-419 FF     
080805 01 12 40814 FRITEC P436 GG     
080806 01 12 40814 FRITEC P439 EE     
100112 07 13 40814 FRITEC P-464 FF     
080877 01 12 40814 FRITEC P476 EE     
100113 07 13 40814 FRITEC P-497 EE     
100741 07 13 40814 FRITEC P-526 FF     
100741 07 13 40814 FRITEC P-526 FF     
080932 01 12 74725 FSA 202 FF     
081156 01 12 40998 FSB 06 FF     
080943 01 12 38900 FSL 1052 EE     
100742 01 14 38521 FSL 1052 GG     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
080943 01 12 38900 FSL 1054 EE     
100742 01 14 38521 FSL 1054 GG     
080943 01 12 38900 FSL 1056 EE     
100742 01 14 38521 FSL 1056 GG     
080943 01 12 38900 FSL 105C EE     
100742 01 14 38521 FSL 105C GG     
080943 01 12 38900 FSL 1062 EE     
100742 01 14 38521 FSL 1062 GG     
080943 01 12 38900 FSL 1067 EE     
100742 01 14 38521 FSL 1067 GG     
080943 01 12 38900 FSL 1068 EE     
100742 01 14 38521 FSL 1068 GG     
080943 01 12 38900 FSL 1081 EE     
100742 01 14 38521 FSL 1081 GG     
080943 01 12 38900 FSL 1082 EE     
100742 01 14 38521 FSL 1082 GG     
080943 01 12 38900 FSL 1083 EE     
100742 01 14 38521 FSL 1083 GG     
080943 01 12 38900 FSL 1094 EE     
100742 01 14 38521 FSL 1094 GG     
080943 01 12 38900 FSL 1101 EE     
100742 01 14 38521 FSL 1101 GG     
080943 01 12 38900 FSL 1112 EE     
100742 01 14 38521 FSL 1112 GG     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
080943 01 12 38900 FSL 1129 EE     
100742 01 14 38521 FSL 1129 GG     
080943 01 12 38900 FSL 1135 EE     
100742 01 14 38521 FSL 1135 GG     
080943 01 12 38900 FSL 1140A EE     
100742 01 14 38521 FSL 1140A GG     
080943 01 12 38900 FSL 1141A EE     
100742 01 14 38521 FSL 1141A GG     
080943 01 12 38900 FSL 1142A EE     
100742 01 14 38521 FSL 1142A GG     
080943 01 12 38900 FSL 1143A EE     
100742 01 14 38521 FSL 1143A GG     
080943 01 12 38900 FSL 1144A EE     
100742 01 14 38521 FSL 1144A GG     
080943 01 12 38900 FSL 1145A EE     
100742 01 14 38521 FSL 1145A GG     
080943 01 12 38900 FSL 1146A EE     
100742 01 14 38521 FSL 1146A GG     
080943 01 12 38900 FSL 1147A EE     
100742 01 14 38521 FSL 1147A GG     
080943 01 12 38900 FSL 1148A EE     
100742 01 14 38521 FSL 1148A GG     
080943 01 12 38900 FSL 1149A EE     
100742 01 14 38521 FSL 1149A GG     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
080943 01 12 38900 FSL 1150A EE     
100742 01 14 38521 FSL 1150A GG     
080943 01 12 38900 FSL 1151A EE     
100742 01 14 38521 FSL 1151A GG     
080943 01 12 38900 FSL 1152A EE     
100742 01 14 38521 FSL 1152A GG     
080943 01 12 38900 FSL 1153A EE     
100742 01 14 38521 FSL 1153A GG     
080943 01 12 38900 FSL 1154A EE     
100742 01 14 38521 FSL 1154A GG     
080943 01 12 38900 FSL 1155A EE     
100742 01 14 38521 FSL 1155A GG     
080943 01 12 38900 FSL 1170A EE     
100742 01 14 38521 FSL 1170A GG     
080943 01 12 38900 FSL 1187 EE     
100742 01 14 38521 FSL 1187 GG     
080943 01 12 38900 FSL 1195 EE     
100742 01 14 38521 FSL 1195 GG     
080943 01 12 38900 FSL 11B EE     
100742 01 14 38521 FSL 11B GG     
080943 01 12 38900 FSL 1267 EE     
100742 01 14 38521 FSL 1267 GG     
080943 01 12 38900 FSL 1276 EE     
100742 01 14 38521 FSL 1276 GG     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
080943 01 12 38900 FSL 1288 EE     
100742 01 14 38521 FSL 1288 GG     
080943 01 12 38900 FSL 128B EE     
100742 01 14 38521 FSL 128B GG     
080943 01 12 38900 FSL 1293 EE     
100742 01 14 38521 FSL 1293 GG     
080943 01 12 38900 FSL 1295 EE     
100742 01 14 38521 FSL 1295 GG     
080943 01 12 38900 FSL 1303 EE     
100742 01 14 38521 FSL 1303 GG     
080943 01 12 38900 FSL 1318 EE     
100742 01 14 38521 FSL 1318 GG     
080943 01 12 38900 FSL 1330A EE     
100742 01 14 38521 FSL 1330A GG     
080943 01 12 38900 FSL 1331A EE     
100742 01 14 38521 FSL 1331A GG     
080943 01 12 38900 FSL 1332A EE     
100742 01 14 38521 FSL 1332A GG     
080943 01 12 38900 FSL 1359A EE     
100742 01 14 38521 FSL 1359A GG     
080943 01 12 38900 FSL 1360A EE     
100742 01 14 38521 FSL 1360A GG     
080943 01 12 38900 FSL 1361A EE     
100742 01 14 38521 FSL 1361A GG     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
080943 01 12 38900 FSL 1362A EE     
100742 01 14 38521 FSL 1362A GG     
080943 01 12 38900 FSL 1363A EE     
100742 01 14 38521 FSL 1363A GG     
080943 01 12 38900 FSL 1364A EE     
100742 01 14 38521 FSL 1364A GG     
080943 01 12 38900 FSL 1365A EE     
100742 01 14 38521 FSL 1365A GG     
080943 01 12 38900 FSL 1376 EE     
100742 01 14 38521 FSL 1376 GG     
080943 01 12 38900 FSL 1378 EE     
100742 01 14 38521 FSL 1378 GG     
080943 01 12 38900 FSL 1394 EE     
100742 01 14 38521 FSL 1394 GG     
080943 01 12 38900 FSL 1398 EE     
100742 01 14 38521 FSL 1398 GG     
080943 01 12 38900 FSL 1399 EE     
100742 01 14 38521 FSL 1399 GG     
080943 01 12 38900 FSL 1424 EE     
100742 01 14 38521 FSL 1424 GG     
080943 01 12 38900 FSL 1458 EE     
100742 01 14 38521 FSL 1458 GG     
080943 01 12 38900 FSL 1466 EE     
100742 01 14 38521 FSL 1466 GG     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
080943 01 12 38900 FSL 1467 EE     
100742 01 14 38521 FSL 1467 GG     
080943 01 12 38900 FSL 1469 EE     
100742 01 14 38521 FSL 1469 GG     
080943 01 12 38900 FSL 1476 EE     
100742 01 14 38521 FSL 1476 GG     
080943 01 12 38900 FSL 1478 EE     
100742 01 14 38521 FSL 1478 GG     
080943 01 12 38900 FSL 1479 EE     
100742 01 14 38521 FSL 1479 GG     
080943 01 12 38900 FSL 1480 EE     
100742 01 14 38521 FSL 1480 GG     
080943 01 12 38900 FSL 1487 EE     
100742 01 14 38521 FSL 1487 GG     
080943 01 12 38900 FSL 1488 EE     
100742 01 14 38521 FSL 1488 GG     
080943 01 12 38900 FSL 1489 EE     
100742 01 14 38521 FSL 1489 GG     
080943 01 12 38900 FSL 1490 EE     
100742 01 14 38521 FSL 1490 GG     
080943 01 12 38900 FSL 1525 EE     
100742 01 14 38521 FSL 1525 GG     
080943 01 12 38900 FSL 1544 EE     
100742 01 14 38521 FSL 1544 GG     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
080943 01 12 38900 FSL 1573 EE     
100742 01 14 38521 FSL 1573 GG     
080943 01 12 38900 FSL 1594 EE     
100742 01 14 38521 FSL 1594 GG     
080943 01 12 38900 FSL 1662 EE     
100742 01 14 38521 FSL 1662 GG     
080943 01 12 38900 FSL 173 EE     
100742 01 14 38521 FSL 173 GG     
080943 01 12 38900 FSL 1844 EE     
100742 01 14 38521 FSL 1844 GG     
080943 01 12 38900 FSL 206D EE     
100742 01 14 38521 FSL 206D GG     
080943 01 12 38900 FSL 222 EE     
100742 01 14 38521 FSL 222 GG     
080943 01 12 38900 FSL 2B EE     
100742 01 14 38521 FSL 2B GG     
080943 01 12 38900 FSL 308 EE     
100742 01 14 38521 FSL 308 GG        
080943 01 12 38900 FSL 370 EE     
100742 01 14 38521 FSL 370 GG     
080943 01 12 38900 FSL 393 EE     
100742 01 14 38521 FSL 393 GG     
080943 01 12 38900 FSL 3B EE     
100742 01 14 38521 FSL 3B GG     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
080943 01 12 38900 FSL 402 EE     
100742 01 14 38521 FSL 402 GG     
080943 01 12 38900 FSL 406 EE     
100742 01 14 38521 FSL 406 GG     
080943 01 12 38900 FSL 4070 EE     
100742 01 14 38521 FSL 4070 GG     
080943 01 12 38900 FSL 4071 EE     
100742 01 14 38521 FSL 4071 GG     
080943 01 12 38900 FSL 409 EE     
100742 01 14 38521 FSL 409 GG     
080943 01 12 38900 FSL 414 EE     
100742 01 14 38521 FSL 414 GG     
080943 01 12 38900 FSL 419 EE     
100742 01 14 38521 FSL 419 GG     
080943 01 12 38900 FSL 435 EE     
100742 01 14 38521 FSL 435 GG     
080943 01 12 38900 FSL 525 EE     
100742 01 14 38521 FSL 525 GG     
080943 01 12 38900 FSL 534 EE     
100742 01 14 38521 FSL 534 GG     
080943 01 12 38900 FSL 540 EE     
100742 01 14 38521 FSL 540 GG     
080943 01 12 38900 FSL 541 EE     
100742 01 14 38521 FSL 541 GG     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
080943 01 12 38900 FSL 550 EE     
100742 01 14 38521 FSL 550 GG     
080943 01 12 38900 FSL 556 EE     
100742 01 14 38521 FSL 556 GG     
080943 01 12 38900 FSL 579B EE     
100742 01 14 38521 FSL 579B GG     
080943 01 12 38900 FSL 584 EE     
100742 01 14 38521 FSL 584 GG     
080943 01 12 38900 FSL 586 EE     
100742 01 14 38521 FSL 586 GG     
080943 01 12 38900 FSL 588 EE     
100742 01 14 38521 FSL 588 GG     
080943 01 12 38900 FSL 589D EE     
100742 01 14 38521 FSL 589D GG     
080943 01 12 38900 FSL 590 EE     
100742 01 14 38521 FSL 590 GG     
080943 01 12 38900 FSL 597 EE     
100742 01 14 38521 FSL 597 GG     
080943 01 12 38900 FSL 617E EE     
100742 01 14 38521 FSL 617E GG     
080943 01 12 38900 FSL 686 EE     
100742 01 14 38521 FSL 686 GG     
080943 01 12 38900 FSL 708 EE     
100742 01 14 38521 FSL 708 GG     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
080943 01 12 38900 FSL 712 EE     
100742 01 14 38521 FSL 712 GG     
080943 01 12 38900 FSL 715 EE     
100742 01 14 38521 FSL 715 GG     
080943 01 12 38900 FSL 732E EE     
100742 01 14 38521 FSL 732E GG     
080943 01 12 38900 FSL 757 EE     
100742 01 14 38521 FSL 757 GG     
080943 01 12 38900 FSL 765 EE     
100742 01 14 38521 FSL 765 GG     
080943 01 12 38900 FSL 774 EE     
100742 01 14 38521 FSL 774 GG     
080943 01 12 38900 FSL 775 EE     
100742 01 14 38521 FSL 775 GG     
080943 01 12 38900 FSL 797 EE     
100742 01 14 38521 FSL 797 GG     
080943 01 12 38900 FSL 845 EE     
100742 01 14 38521 FSL 845 GG     
080943 01 12 38900 FSL 84B EE     
100742 01 14 38521 FSL 84B GG     
080943 01 12 38900 FSL 867 EE     
100742 01 14 38521 FSL 867 GG     
080943 01 12 38900 FSL 881 EE     
100742 01 14 38521 FSL 881 GG     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
080943 01 12 38900 FSL 884 EE     
100742 01 14 38521 FSL 884 GG     
080943 01 12 38900 FSL 894 EE     
100742 01 14 38521 FSL 894 GG     
080943 01 12 38900 FSL 895B EE     
100742 01 14 38521 FSL 895B GG     
100742 01 14 38521 FSL 896B GG     
080943 01 12 38900 FSL 904 EE     
100742 01 14 38521 FSL 904 GG     
080943 01 12 38900 FSL 912B EE     
100742 01 14 38521 FSL 912B GG     
080943 01 12 38900 FSL 956 EE     
100742 01 14 38521 FSL 956 GG     
080943 01 12 38900 FSL 967 EE     
100742 01 14 38521 FSL 967 GG     
080943 01 12 38900 FSL 968 EE     
100742 01 14 38521 FSL 968 GG     
080943 01 12 38900 FSL 969 EE     
100742 01 14 38521 FSL 969 GG     
080943 01 12 38900 FSL 982 EE     
100742 01 14 38521 FSL 982 GG     
080943 01 12 38900 FSL 994 EE     
100742 01 14 38521 FSL 994 GG     
081205 01 12 10725 FTD 210 EE     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
100910 01 14 10725 FTD 212 FF     
091188 01 13 10725 FTD 47 FF     
091195 01 13 10725 FTM 96 FF     
090536 07 12 10725 FTP 107 GF     
100385 07 13 01100 FUTURA 6000 EE     
100117 07 13 50535 G 4505 FF     
100118 07 13 50535 G 4554 GG     
100119 07 13 50535 G 5016 FF     
090928 01 13 50535 GA 5032 GG     
081242 01 12 49960 GA 5166 GG     
080349 07 11 49960 GA 6003 FF     
090695 07 12 50530 GA 6008(1) FF     
080348 07 11 48300 GA 6028 FF     
100384 07 13 50535 GA 8135 FG     
080302 07 11 42350 GIC 2626 FF     
100152 01 13 40995 GLA 207E GG     
100153 01 13 40995 GLA 213E HG     
080391 07 11 40995 GLA 607 EE     
080651 07 11 40995 GLA 615 GF     
080653 07 11 40995 GLA 619 FF       
080652 07 11 45250 GLE NASP-3A GF     
100902 01 14 10725 GM 120 EE     
091196 01 13 10725 GM 410 GG     
091194 01 13 10725 GM 427 FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
081212 01 12 10725 GM 480 EE     
091197 01 13 10725 GM 630 FF     
081210 01 12 10725 GM 800 FF     
081211 01 12 10725 GM 801 EE     
100898 01 14 10725 GM 802 EE     
080501 07 11 10725 GM 803 EE     
080501 07 11 10725 GM 803 EE     
091188 01 13 10725 GM 804 FF     
091187 01 13 10725 GM 805 EF     
080370 07 11 10725 GM 806 FF     
080356 07 11 10725 GM 810 FF     
091179 01 13 10725 GM 883 FF     
080361 07 11 10725 GM 888 FF     
090060 07 12 13680 GMA 302 EE     
090411 01 12 13680 GMA 331 GG     
080267 07 11 80025 GNB 106 EE     
080267 07 11 80025 GNB 108 EE     
080267 07 11 80025 GNB 114 EE     
100743 01 14 38500 GNB 116 EE     
091118 01 13 38500 GNB 120 EE     
091118 01 13 38500 GNB 123 EE     
100743 01 14 38500 GNB 133 EE     
091119 01 13 38500 GNB 155 FF     
080267 07 11 80025 GOLDEN 33 EE     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
100385 07 13 01100 GREEN 100 EE     
100110 07 13 01100 GREEN CF10 HH     
100385 07 13 01100 GRN 100 EE     
100157 07 13 42401 GSD GM-08 MH GF     
100038 07 13 87625 HAWK 7266-2 FF     
100039 07 13 87625 HAWK 7266-2C GG     
091010 01 13 87625 HAWK 7339-32 HH     
100383 07 13 87625 HAWK LTS405 FF     
100383 07 13 87625 HAWK PC504 FF     
100040 07 13 87625 HAWK SD704 FF     
091011 01 13 87625 HAWK T5955 GG     
080594 07 11 67620 HB GM EE     
080818 07 11 67620 HB GM EE       
100385 07 13 01100 HBG 996 EE     
110165 01 14 46265 HBP 102 HH     
100449 07 13 46265 HBP 103 HH     
100450 07 13 46265 HBP 104 HH     
100312 07 13 46265 HBP 108 HH     
100312 07 13 46265 HBP 108 HH     
090222 01 12 46265 HBP 109 FF     
100281 07 13 46265 HBP 116 GG     
100281 07 13 46265 HBP 116 GG     
110180 07 14 46265 HBP 123 GG     
091232 01 13 47200 H-CHEM FD10CG FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
090417 07 12 47200 H-CHEM FD10CG-D1 FF     
090417 07 12 47200 H-CHEM FD10DG FF     
090542 07 12 47200 H-CHEM FD10DG1 FF     
080898 07 11 47200 H-CHEM H16C FF     
091231 01 13 47200 H-CHEM H3721S FF     
090010 07 12 47200 H-CHEM HA1200 FF     
090011 07 12 47200 H-CHEM HA1300 FF     
081180 01 12 47200 H-CHEM HA3000 FF     
090009 07 12 47200 H-CHEM HA600 FF     
101005 01 14 47200 H-CHEM HP 57 FF     
101007 01 14 47200 H-CHEM HP 62 FF     
101006 01 14 47200 H-CHEM HP 62H FF     
101009 01 14 47200 H-CHEM HP 63H FF     
101008 01 14 47200 H-CHEM HP 65H FF     
090226 07 12 47200 H-CHEM HP12H FE     
090010 07 12 47200 H-CHEM RH1200 FF     
090011 07 12 47200 H-CHEM RH1300 FF     
090009 07 12 47200 H-CHEM RH600 FF     
090010 07 12 47200 H-CHEM S1200 FF     
090011 07 12 47200 H-CHEM S1300 FF     
081180 01 12 47200 H-CHEM S300 FF     
090009 07 12 47200 H-CHEM S600 FF     
101008  01 14 47200 H-CHEM S650H FF     
090484 07 12 46685 HCL CR3 GF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
110015 01 14 10725 HD TSA1 GG     
100385 07 13 01100 HHT 100 EE     
100385 07 13 01100 HIHEAT 100 EE     
110220 07 14 47210 HITACHI  TN7 GG     
101006 01 14 47200 HITACHI D800H FF     
091232 01 13 47200 HITACHI FD10 CG FF     
090220 07 12 47200 HITACHI FH250 FE     
091231 01 13 47200 HITACHI H3721S FF     
101005 01 14 47200 HITACHI HP 57 FF     
101007 01 14 47200 HITACHI HP 62 FF     
101006 01 14 47200 HITACHI HP 62H FF     
101009 01 14 47200 HITACHI HP 63H FF     
101008 01 14 47200 HITACHI HP 65H FF     
090220 07 12 47200 HITACHI HP12 FE     
090219 07 12 47200 HITACHI HP15 FG     
080898 07 11 47200 HITACHI IZ16C FF     
090220 07 12 47200 HITACHI PH251 FE     
110220 07 14 47210 HITCAHI TN7-2 GG     
100743 01 14 38500 HITEC 5 EE     
091195 01 13 10725 HOA 20 FF     
091195 01 13 10725 HOA 20M FF     
091195 01 13 10725 HOA MZ FF     
100928 01 14 47500 HONGSUNG HSB806 GG     
110127 07 14 47500 HONGSUNG HSB818 GG     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
110128 07 14 47500 HONGSUNG HSB866 GH     
090852 01 13 36100 HORIZON SP-20 GG     
090853 01 13 36100 HORIZON SP-23 GG     
090184 07 12 47677 HO-TAI PC6100 GG     
090183 07 12 47677 HO-TAI PN3100 EE     
090185 07 12 47677 HO-TAI SM3200 FE     
090186 07 12 47677 HO-TAI SR-N5100 FF     
090187 07 12 47677 HO-TAI TL-N100 GG     
090220 07 12 47200 HP 12 FE     
090219 07 12 47200 HP 15 FG     
101005 01 14 47200 HP 57 FF     
090854 01 13 47200 HP 57H FF     
090855 01 13 47200 HP 61H FF     
101007 01 14 47200 HP 62 FF     
101006 01 14 47200 HP 62H FF     
101009 01 14 47200 HP 63H FF     
090856 01 13 47200 HP 64H FF     
101008 01 14 47200 HP 65H FF     
080592 07 11 47200 HP 66H GG     
080593 07 11 47200 HP 67H GG     
101006 01 14 47200 HP D800H FF     
100385 07 13 01100 HTP 1070 EE     
080596 07 11 67620 HTP 1080 EE     
080818 07 11 67620 HTP 1090 EE     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
100385 07 13 01100 HTP 996 EE     
080594 07 11 67620 HTSD 2030 EE     
080267 07 11 80025 HWK 2 EE     
091252 01 13 40750 HX 402 EE     
091253 01 13 40750 HX 7033-4B EE     
091247 01 13 40750 HX 71 EE     
091250 01 13 40750 HX 72 EE     
091251 01 13 40750 HX 73 EE     
091246 01 13 40750 HX 7A1 EE     
091254 01 13 40750 HX 8124 EE     
090584 07 12 36176 HY SM01 GG     
080267 07 11 80025 IAP 3001B EE     
080818 07 11 67620 IAP 4000 EE     
080267 07 11 80025 IAP 7002 EE     
090584 07 12 36176 IBCA SM01 FF     
080267 07 11 80025 IBIC 33 EE     
100743 01 14 38500 IBP XL1 EE     
080572 07 11 48330 ICER 300 FF     
080572 07 11 48330 ICER 300 FF (325FF)     
080572 07 11 48330 ICER 300 FF (T.M.325FF)     
080573 07 11 48330 ICER 344 FF     
080573 07 11 48330 ICER 344 FF (326FF)     
080573 07 11 48330 ICER 344 FF(T.M.:326FF)     
080574 07 11 48330 ICER 347 FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
080574 07 11 48330 ICER 347 FF (331 FF)     
080574 07 11 48330 ICER 347 FF (T.M.:331 FF)     
080575 07 11 48330 ICER 349 FF     
080575 07 11 48330 ICER 349 FF (T.M.:330 FF     
080575 07 11 48330 ICER 349 FF(330FF)     
080576 07 11 48330 ICER 639 FF     
080576 07 11 48330 ICER 639 FF (328FF)     
080576 07 11 48330 ICER 639 FF T.M.:328FF)     
080577 07 11 48330 ICER 944 EE     
080577 07 11 48330 ICER 944 FF (329FF)     
080577 07 11 48330 ICER 944 FF (T.M.:329FF)     
080267 07 11 80025 ID FREN EE     
100385 07 13 01100 IDA 02 EE     
100385 07 13 01100 IDEAL 100 EE     
100963 01 14 89025 IDEAL 1029 FF     
100110 07 13 01100 IDEAL CF10 HH     
080818 07 11 67620 IDO 02 EE     
080594 07 11 67620 IDO 03 EE     
080595 07 11 67620 IDO 04 FF     
100385 07 13 01100 IFS 100 EE     
090068 01 12 10100 ILTB 100 FF     
090068 01 12 10100 ILTB 101 FF     
090632 07 12 11776 ILTB 200 FE     
090632 07 12 11776 ILTB 201 FE     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
090632 07 12 11776 ILTB 210 FE     
090064 01 12 10100 ILTB 300 EE     
090069 07 12 10100 ILTB 3001 FF     
090064 01 12 10100 ILTB 310 EE     
090069 07 12 10100 ILTB 400 FF     
090069 07 12 10100 ILTB 401 FF     
090069 07 12 10100 ILTB 410 FF     
090063 07 11 10100 ILTB 5001 FF     
090063 07 11 10100 ILTB 501 FF     
090066 07 11 10100 ILTB 6001 GF     
090066 07 11 10100 ILTB 601 GF     
090068 01 12 10100 ILTB 710 FF     
090068 01 12 10100 ILTB EL 101 FF     
090065 01 12 10100 ILTB EL 102 FF     
090069 07 12 10100  ILTB EL 103 FF     
090069 07 12 10100 ILTB EL 104 FF     
090063 07 11 10100 ILTB EL 105 FF     
090066 07 11 10100 ILTB EL 106 GF     
090632 07 12 11776 ILTB ST FE     
090068 01 12 10100 ILTB STNA FF     
100385 07 13 01100 IMY  01 EE     
100931 01 14 64325 INDOPRIMA MS-325 FF     
100930 01 14 64325 INDOPRIMA NTB FF     
100929 01 14 64325 INDOPRIMA RCA GH     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
100158 07 13 49401 ITCV 550 FE     
100385 07 13 01100 ITS 60 EE     
081064 01 12 51150 JB B2133 FF     
080571 07 11 51150 JB B2148 FF     
100351 07 13 51150 JB B2171 FF     
100309 07 13 51150 JB B3277 SD FF     
100310 07 13 51150 JB B3278 FF     
081065 01 12 51150 JB B3364S FF     
081066 01 12 51150 JB B3378S FF     
081177 01 12 51150 JB B3413S FF     
090788 01 13 51150 JB B3439 FF     
100357 07 13 51150 JB B3550S     
080142 07 11 51150 JB B3550S22 EE     
081067 01 12 51150 JB B4146S FF     
080995 01 12 51150 JB B4644 FF     
100307 07 13 51150 JB B4713 FF     
080142 07 11 51150 JB B6116 EE     
090991 01 13 51150 JB B6435 FF     
090991 01 13 51150 JB B6585 FF     
080569 07 11 51150 JB B838 FF     
100354 07 13 51150 JB B942S     
090690 01 13 51150 JB CA GG     
080993 01 12 51150 JB CB40 FF     
090984 01 13 51150 JB CB402 EE     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
090188 07 12 51150 JB CB960 FF     
090170 07 12 51150 JB CM GG     
090987 01 13 51150 JB CR FF     
081176 01 12 51150 JB CS FF     
090982 01 13 51150 JB D121 EE     
080944 01 12 51150 JB D291 EE     
100353 07 13 51150 JB D77 EE     
090189 07 12 51150 JB DY114 GG     
090160 07 12 51150 JB DY57 GG     
081175 01 12 51150 JB EP001 FF     
100358 07 13 51150 JB F188 EE     
100358 07 13 51150 JB F206 EE     
100358 07 13 51150 JB FA EE     
100358 07 13 51150 JB FB EE     
100358 07 13 51150 JB FC EE     
090985 01 13 51150 JB FJ250 FF     
090982 01 13 51150 JB FJ26 EE     
081175 01 12 51150 JB FP002 FF     
100358 07 13 51150 JB FT EE     
080766 01 12 51150 JB G27 FF     
090988 01 13 51150 JB G80 GG     
100356 07 13 51150 JB G90 FF     
100356 07 13 51150 JB GA FF     
100356 07 13 51150 JB GB FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
100356 07 13 51150 JB GC FF     
100356 07 13 51150 JB GD FF     
090986 01 13 51150 JB GS FF     
090988 01 13 51150 JB GT GG     
090988 01 13 51150 JB GY GG     
100308 07 13 51150 JB H16E FF     
080766 01 12 51150 JB HS13C FF     
090175 07 12 51150 JB NA GG     
080143 07 11 51150 JB NC EF     
090982 01 13 51150 JB ND301D121 EE     
090990 01 13 51150 JB ND437 FF     
100310 07 13 51150 JB ND493 FF     
090990 01 13 51150 JB ND650 FF     
100310 07 13 51150 JB ND693 FF     
090494 07 12 51150 JB ND74 EE     
090990 01 13 51150 JB ND808 FF     
090990 01 13 51150 JB ND85 FF     
100310 07 13 51150 JB ND93 FF     
090788 01 13 51150 JB ND93B FF     
090788 01 13 51150 JB ND94 FF     
090159 07 12 51150 JB NE FF     
100357 07 13 51150 JB NF 105 FF     
081067 01 12 51150 JB NF 110 FF     
090160 07 12 51150 JB NF GG     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
100351 07 13 51150 JB NF100 FF     
100307 07 13 51150 JB NF103 FF     
081066 01 12 51150 JB NF106 FF     
080995 01 12 51150 JB NF109 FF     
081068 01 12 51150 JB NF111 FF     
080142 07 11 51150 JB NF115 EE     
090191 07 12 51150 JB NF116 FF     
090991 01 13 51150 JB NF117 FF     
100309 07 13 51150 JB NF496 FF     
100307 07 13 51150 JB NF503 FF     
081068 01 12 51150 JB NF511 FF     
100309 07 13 51150 JB NF696 FF     
100307 07 13 51150 JB NF703 FF     
081068 01 12 51150 JB NF711 FF     
080569 07 11 51150 JB NF73 FF     
100354 07 13 51150 JB NF74 FF     
080571 07 11 51150 JB NF78 FF     
100351 07 13 51150 JB NF81 FF     
081177 01 12 51150 JB NF81B FF     
080569 07 11 51150 JB NF84 FF     
081175 01 12 51150 JB NF87 FF     
081175 01 12 51150 JB NF87PFF     
090790 01 13 51150 JB NF88 FF     
090790 01 13 51150 JB NF88 FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 
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Compliance 

Number 
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ID 
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Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
081065 01 12 51150 JB NF89 FF     
081177 01 12 51150 JB NF92 FF     
081066 01 12 51150 JB NF94 FF     
100309 07 13 51150 JB NF96 FF     
090987 01 13 51150 JB NJ FF     
080766 01 12 51150 JB NK FF     
090161 07 12 51150 JB NL60 FF     
090983 01 13 51150 JB NL65 FF     
090982 01 13 51150 JB NL65D EE     
100353 07 13 51150 JB NL77 EE     
080993 01 12 51150 JB NL86 FF     
090984 01 13 51150 JB NL87 EE     
080994 01 12 51150 JB NL89 EE     
100355 07 13 51150 JB NL90 GG     
100355 07 13 51150 JB NL90 GG     
090188 07 12 51150 JB NL91 FF     
090981 01 13 51150 JB NN GG     
090689 01 13 51150 JB NS GF     
090189 07 12 51150 JB NT GG     
080143 07 11 51150 JB NV EF     
080143 07 11 51150 JB NZ EF     
081068 01 12 51150 JB P0006A FF     
090989 01 13 51150 JB S38 FF     
090989 01 13 51150 JB S903 FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
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AMECA 
Notice of 
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ID 

AMECA Edge CodeTM  
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Fiber Free 
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Under 0.05 
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Under 5 Weight 

Percent as 
Determined by 
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With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
090191 07 12 51150 JB SC111 FF     
081067 01 12 51150 JB SC12A FF     
090991 01 13 51150 JB SC24A FF     
081069 01 12 51150 JB SK10 FF     
081069 01 12 51150 JB SK10SA FF     
081070 01 12 51150 JB SK66 GG     
081069 01 12 51150 JB SK66-6 FF     
081069 01 12 51150 JB SK68 FF     
090989 01 13 51150 JB SR FF     
090989 01 13 51150 JB SR14 FF     
090989 01 13 51150 JB SR211 FF     
090989 01 13 51150 JB SR215 FF     
090159 07 12 51150 JB SR304 FF     
090190 07 12 51150 JB T103 GG     
090190 07 12 51150 JB T103B GG     
080766 01 12 51150 JB TC FF     
080766 01 12 51150 JB TK FF     
100352 07 13 51150 JB X167 GG     
100355 07 13 51150 JB XF30     
100355 07 13 51150 JB XF30 GG     
090981 01 13 51150 JB XF42 GG     
090981 01 13 51150 JB XF42C GG     
090986 01 13 51150 JB XS FF     
090159 07 12 51150 JB Y432 FF     
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Metals as 
Determined by 

Legislation. 
Denoted by: 

 
080766 01 12 51150 JB YA14 FF     
090159 07 12 51150 JB YA30K FF     
090987 01 13 51150 JB YK7 FF     
090986 01 13 51150 JB ZY250 FF     
080143 07 11 51150 JB ZY85 EF     
080143 07 11 51150 JB ZY96 EF     
090984 01 13 51150 JBT CB402 EE     
090188 07 12 51150 JBT CB960 FF     
080944 01 12 51150 JBT D291 EE     
080569 07 11 51150 JBT NF73 FF     
081177 01 12 51150 JBT NF92 FF     
090984 01 13 51150 JBT NL87 EE     
080994 01 12 51150 JBT NL89 EE     
090188 07 12 51150 JBT NL91 FF     
100352 07 13 51150 JBT XF50 GG     
100306 07 13 51801 JOYYOUNG JYCSM329 FF     
100306 07 13 51801 JOYYOUNG JYDSM111 FF     
100306 07 13 51801 JOYYOUNG JYDSM120 FF     
100306 07 13 51801 JOYYOUNG JYDSM325 FF     
100306 07 13 51801 JOYYOUNG JYOSM123 FF     
100306 07 13 51801 JOYYOUNG JYOSM729 FF     
090282 01 12 50901 JS INTERNATIONAL JS75 FF     
091153 01 13 73981 JSAP 09 GG     
110218 07 14 47676 JU 261 GG     
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Weight Percent 
as Determined by 
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Metals as 
Determined by 

Legislation. 
Denoted by: 

 
101273 01 14 47272 JU 654-10 GF     
081174 01 12 47400 JURID 208 FF     
110218 07 14 47676 JURID 261 GG     
090052 07 12 02600 JURID 373 GG     
100055 07 13 02600 JURID 442 FF     
080767 01 12 47650 JURID 614 GG     
080767 01 12 47650 JURID 652 GG     
101273 01 14 47272 JURID 654-10 GF     
080767 01 12 47650 JURID 659 GG     
080767 01 12 47650 JURID 681 GG     
081173 01 12 47400 JURID 692 GG     
100385 07 13 01100 JUST 100 EE     
110129 07 14 52235 KBAUTOSYS KBP 3123K FF     
110130 07 14 52235 KBAUTOSYS KBP 3137 FF     
100002 07 13 52235 KBP 2115 GF     
080596 07 11 67620 KD 8000 EE     
100385 07 13 01100 KEM FP M150 EE     
100385 07 13 01100 KEM PV M135 EE     
080267 07 11 80025 KEMFP PX1172 EE     
080741 07 11 10725 KH 5006 FF     
091188 01 13 10725 KH 6006 FF     
080741 07 11 10725 KH 7006 FF     
081205 01 12 10725 KH 8002 EE     
100385 07 13 01100 KH 8004 EE     
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Denoted by: 

 
091195 01 13 10725 KH 8006A FF     
081205 01 12 10725 KH 9002 EE     
100385 07 13 01100 KING 100 EE     
090704 07 12 52800 KM 105 GF     
101021 01 14 52800 KM 301 FE      
090698 07 12 52800 KM 302 GF     
090703 07 12 52800 KN 105 FG     
090697 07 12 52800 KN 107 HG     
090699 07 12 52800 KN 306 GG     
090700 07 12 52800 KN 307 GG     
090701 07 12 52800 KN 308 FG     
100408 07 13 52800 KN 315 FG     
090702 07 12 52800 KN 316 FF     
101022 01 14 52800 KN 351 GG     
081213 01 12 10725 LAW 911 FF     
080372 07 11 10725 LAW 911A FF     
100385 07 13 01100 LBR 6000 EE     
091118 01 13 38500 LG 115 EE     
091119 01 13 38500 LG 551 FF     
090314 07 12 73980 LJP 049 FF     
090313 07 12 56355 LJP BFF 002 FF     
090314 07 12 73980 LJP BFF 002 FF     
100385 07 13 01100 LOGIC 02 EE     
091078 07 12 73960 LPB M02 FE     
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091079 07 12 73960 LPB M06 FE     
091080 01 13 73960 LPB M09 FE     
091081 01 13 73960 LPB M10 FF     
100160 01 13 73960 LPB TD2C FF     
080613 07 11 73960 LPB TD60 GF     
091082 01 13 73960 LPB TTD-58D GG     
100037 07 13 51655 LT 03 GG     
090386 07 12 54700 LUDA 15 FF     
090385 07 12 54700 LUDA 21 EE     
080425 07 11 61951 LY 05 GF     
101296 01 14 40750 MA 1201 GG     
101297 01 14 40750 MA 1501 GG     
100981 01 14 40750 MA 2001 FF     
101298 01 14 40750 MA 2301 GG     
080036 07 11 40750 MA 312 FF     
091255 01 13 40750 MA 704 EE     
100985 01 14 40750 MA 707 FF     
100986 01 14 40750 MA 708 FF     
090633 07 11 11776 MAC 114 FF     
090634 07 11 11776 MAC 115 FF     
090631 07 12 11776 MAC 405 FE     
090631 07 12 11776 MAC 4415 FE     
090631 07 12 11776 MAC 5015 FE     
090632 07 12 11776 MAC A17 FE     
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Legislation. 
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090635 07 12 11776 MAC B9 FF     
090633 07 11 11776 MAC CB05 FF     
090634 07 11 11776 MAC CB07 GF     
090636 07 11 11776 MAC EL 111 GF     
090631 07 12 11776 MAC EL 205 FE     
090637 07 12 11776 MAC G9 FE     
090636 07 11 11776 MAC LM611 GF     
090635 07 12 11776 MAC R9 FF     
090632 07 12 11776 MAC ST FE     
090631 07 12 11776 MAC TT5 FE     
090065 01 12 10100 MAC-1 LM04 FF     
090068 01 12 10100 MAC-1 NA04 FF     
090069 07 12 10100 MAC-1 XM6 FF     
090069 07 12 10100 MAC-1 XM8 FF     
080818 07 11 67620 MAX 4000 EE     
080595 07 11 67620 MAX 5000FF     
080596 07 11 67620 MAX 6000 EE     
090495 01 12 38500 MBF 43 FF     

100833 01 14 60279 
MBSL SEMI-METALLIC PLATINUM 
FF 

    

090495 01 12 38500 MCF 57 FF     
091118 01 13 38500 MDS 08 EE     
080267 07 11 80025 MDS 12 EE     
100218 07 13 38500 MDS 13 EE     
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Denoted by: 

 
100114 07 13 38500 MDS 15 EE     
091119 01 13 38500 MDS 19 FF     
100743 01 14 38500 MDS 23 EE     
091120 01 13 38500 MDS 24 FF     
091121 01 13 38500 MDS 25 FF     
110089 07 14 38500 MDS 26 FE     
090045 07 12 38500 MDS 27 FF     
091121 01 13 38500 MDS 30 FF     
081214 01 12 10725 MDSA 1000 FF     
081215 01 12 10725 MDSA 1001 EE     
081216 01 12 10725 MDSA 1002 FF     
081217 01 12 10725 MDSA 1003 FF     
081218 01 12 10725 MDSA 1004 FF     
081219 01 12 10725 MDSA 1005 EE     
081220 01 12 10725 MDSA 1006 EE     
081221 01 12 10725 MDSA 1007 FF     
091198 01 13 10725 MDSA 1008 FF     
080373 07 11 10725 MDSA 1008 FF     
080578 07 11 47676 MDSA 106 EE     
080579 07 11 47676 MDSA 111 FF     
090889 01 13 38464 MDSA 117 EE     
081222 01 12 10725 MDSA 2000 FF     
081223 01 12 10725 MDSA 2001 FF     
090886 01 13 38464 MDSA 209 FF     
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081224 01 12 10725 MDSA 3000 FF     
091199 01 13 10725 MDSA 3001 FF     
100911 01 14 10725 MDSA 3002 FF     
080374 07 11 10725 MDSA 3003 FF     
080580 07 11 47676 MDSA 303 FF     
090866 01 13 10725 MDSA 4000 FF     
090691 07 13 88801 METALLIC XBP 2710 GF     
090585 01 12 58150 METRO 617 GF     
090856 01 13 47200 MH 100H FF     
100385 07 13 01100 MHTY 100 EE     
100385 07 13 01100 MHTY 303 EE     
100385 07 13 01100 MIGHTY 113 EE     
081074 01 12 58730 MINTYE DP080221 GG     
081074 01 12 58730 MINTYE GN 252 GG     
081074 01 12 58730 MINTYE KN952 GG     
081074 01 12 58730 MINTYE M1286 GG     
081074 01 12 58730 MINTYE S186 GG     
081074 01 12 58730 MINTYE T286 GG     
081074 01 12 58730 MINTYE WN852 GG     
080933 01 12 74725 MK J1 FF     
081244 01 12 52800 MK KM303 FF     
080934 01 12 74725 MK N2 FF     
100385 07 13 01100 MKX 100 EE     
091201 01 13 10725 MMS 71 FF     
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100385 07 13 01100 MON 130 EE     
100385 07 13 01100 MON 132 EE     
100385 07 13 01100 MON 134 EE     
100385 07 13 01100 MON 136 EE     
100385 07 13 01100 MON 138 EE     
080818 07 11 67620 MON 260 EE     
080818 07 11 67620 MON 262 EE     
080818 07 11 67620 MON 264 EE     
080594 07 11 67620 MON 266 EE     
080594 07 11 67620 MON 268 EE     
090965 01 13 67620 MON 268 FF     
080595 07 11 67620 MON 330 FF     
080595 07 11 67620 MON 332 FF     
080595 07 11 67620 MON 334 FF     
080595 07 11 67620 MON 336 FF     
090676 07 12 02150 MOP 102 FF     
090676 07 12 02150 MOPAR 102 FF     
090289 07 12 38500 MOPAR 111 EE     
110089 07 14 38500 MOPAR 113 FE     
090115 07 12 38500 MOPAR 123 EE     
090589 01 13 69110 MOPAR 27 EF     
090592 01 13 69110 MOPAR 41 GF     
090592 01 13 69110 MOPAR 41A GF     
090593 01 13 69110 MOPAR 8  FF     
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090068 01 12 10100 MORSE 1001 FF     
090065 01 12 10100 MORSE 2001 FF     
090069 07 12 10100 MORSE 3001 FF     
090069 07 12 10100 MORSE 4001 FF     
090063 07 11 10100 MORSE 5001 FF     
090069 07 12 10100 MORSE 5003 FF     
090066 07 11 10100 MORSE 6001 GF     
090064 01 12 10100 MORSE A30 EE     
090064 01 12 10100 MORSE A300 EE     
090064 01 12 10100 MORSE A30S EE     
090063 07 11 10100 MORSE C10 FF     
090067 07 11 10100 MORSE C6002 FF     
090067 07 11 10100 MORSE C6002 FF     
090066 07 11 10100 MORSE CHP GF     
090066 07 11 10100 MORSE CHP04 GF     
090063 07 11 10100 MORSE CMX FF     
080267 07 11 80025 MORSE D27 EE     
090068 01 12 10100 MORSE EL 101 FF     
090065 01 12 10100 MORSE EL 102 FF     
090069 07 12 10100 MORSE EL 103 FF     
090069 07 12 10100 MORSE EL 104 FF     
090063 07 11 10100 MORSE EL 105 FF     
090066 07 11 10100 MORSE EL 106 GF     
090065 01 12 10100 MORSE LM04 FF     
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090069 07 12 10100 MORSE MA503 FF     
090068 01 12 10100 MORSE NA04 FF     
090068 01 12 10100 MORSE STNA FF     
090069 07 12 10100 MORSE TT FF     
080376 07 11 10725 MPR ALB FF     
080524 07 11 10725 MPR ALT FF     
080375 07 11 10725 MPR EWR EF     
080742 07 11 10725 MPR LAS FF     
080377 07 11 10725 MPR LEX FF     
080378 07 11 10725 MPR ORD EE     
080525 07 11 10725 MPR PHX FF     
080526 07 11 10725 MPR YYZ EE     
100743 01 14 38500 MPV 2000 EE     
091118 01 13 38500 MPV 2002 EE     
100114 07 13 38500 MPV 2005 EE     
100218 07 13 38500 MPV 2006 EE     
100744 01 14 38500 MPV 2007 EE     
100744 01 14 38500 MPV 2008 EE     
091119 01 13 38500 MPV 2009 FF     
091120 01 13 38500 MPV 2011 FF     
110089 07 14 38500 MPV 2012 FE     
091121 01 13 38500 MPV 2013 FF     
090045 07 12 38500 MPV 2020 FF     
100912 01 14 10725 MRP KY FF     
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081205 01 12 10725 MSD 103 EE     
091119 01 13 38500 MSF 20 FF     
091118 01 13 38500 MSF 28 EE     
090045 07 12 38500 MSF 40 FF     
100217 07 13 38500 MSF 456 GG     
090495 01 12 38500 MSF 50 FF     
100124 07 13 38500 MSF 516 FF     
100744 01 14 38500 MSF 686 EE     
090867 01 13 10725 MSS 150 FF     
100636 07 13 10725 MSS 21 FF     
100637 07 13 10725 MSS 22 FF     
101115 01 14 10725 MSS 26 EE     
081225 01 12 10725 MSS 30 EE     
080267 07 11 80025 MSS 305 EE     
091072 01 13 62950 MSS 3550 GG     
091071 01 13 62950 MSS 3920 FF     
110184 07 14 62950 MSS 3975 EE     
090589 01 13 69110 MSS 4400 EF     
090592 01 13 69110 MSS 4500 GF     
090593 01 13 69110 MSS 4800 FF     
100385 07 13 01100 MSX1 996 EE     
090495 01 12 38500 MTF 47 FF     
090535 07 12 10725 MTY 100 GF     
081195 01 12 10725 MTY 201 FF     
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080380 07 11 10725 MTY 202 FF     
080527 07 11 10725 MTY 203 FF     
080381 07 11 10725 MTY 204 EF     
080382 07 11 10725 MTY 205 FF     
080383 07 11 10725 MTY 206 FF     
091200 01 13 10725 MTY 208 FF     
090868 01 13 10725 MTY 209 FF     
080379 07 11 10725 MTY101 FF     
100385 07 13 01100 MVP 6000 EE     
100385 07 13 01100 MX1 996 EE     
080267 07 11 80025 MXS 1 EE     
091195 01 13 10725 MYT 200 FF     
100983 01 14 40750 NA 10 FF     
100984 01 14 40750 NA 27 FF     
090523 07 12 62300 NAC D2132 FF     
081235 01 12 62325 NAC D2146 GF     
100821 01 14 62300 NAC D2161 FF     
080947 01 12 62325 NAC D2163 FF     
100822 01 14 62300 NAC D6056 FF     
110027 01 14 62300 NAC D6059 FF     
110027 07 14 62300 NAC D6059 FF     
100264 07 13 62300 NAC D6193 FF     
100266 07 13 62300 NAC D6203 FF     
090317 07 13 62325 NAC D6214 FG     
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100824 01 14  62300 NAC D6215 FF     
090524 07 12 62300 NAC D6216 FF     
090525 07 12 62300 NAC D6222 FF     
090526 07 12 62300 NAC D6223FG     
090751 01 13 62300 NAC D6233 FF     
110028 07 14 62300 NAC D6234 FF     
090626 01 12 62300 NAC D6247 FF     
090527 07 12 62300 NAC D6247 FF     
101016 01 14 62300 NAC D6265 FF     
100823 01 14 62300 NAC D6272 FF     
100825 01 14 62300 NAC D6284 FF     
110031 01 14 62300 NAC D6285-1 FF     
110031 07 14 62300 NAC D6285-1 FF     
080329 07 11 62325 NAC D6291 EF     
090745 01 13 62300 NAC D6298 FF     
080945 01 12 62325 NAC D6304 FF     
080945 01 12 62325 NAC D6304H FF     
080329 07 11 62325 NAC D6306 EF      
081236 01 12 62325 NAC D6317 FF     
081236 01 12 62325 NAC D6317H FF     
090746 01 13 62300 NAC D6432H FF     
110029 01 14 62300 NAC D6643H FF     
110029 07 14 62300  NAC D6643H FF     
090608 01 13 62300 NAC D6654H FF     
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090381 07 12 62300 NAC D6717H FG     
090381 07 12 62300 NAC D6718H FG     
100837 01 14 62300 NAC D6753 FF     
090284 07 12 62300 NAC D6818H FG     
090497 07 12 62300 NAC D6819H FF     
090316 07 12 62325 NAC D6820 FG     
090316 07 12 62325 NAC D6820H FG     
090050 07 12 62300 NAC D6823 FG     
090050 07 12 62300 NAC D6823H FG     
100838 01 14 62300 NAC D6825H FF     
090747 01 13 62300 NAC D6858 FF     
090747 01 13 62300 NAC D6858H FF     
100267 07 13 62300 NAC D6862H FF     
090609 01 13 62300 NAC D6867 FF     
090609 01 13 62300 NAC D6867H FF     
090748 01 13 62300 NAC D6893 FF     
090748 01 13 62300 NAC D6893H FF     
080745 0712 62325 NAC D6911H FF     
090760 01 13 62300 NAC D6934H-2 FF     
100270 07 13 62300 NAC D6966H FF     
110030 01 14 62300 NAC D6983H FF     
110030 07 14 62300 NAC D6983H FF     
090610 01 13 62300 NAC D9007 FF     
090611 01 13 62300 NAC D9010 FF     
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For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
090754 01 13 62300 NAC D9011 FF     
100836 01 14 62300 NAC D9013 FF     
090612 01 13 62300 NAC D9033 FF     
090749 01 13 62300 NAC D9067 FF     
100268 07 13 62300 NAC D9067 FF     
100268 07 13 62300 NAC D9067B FF     
090750 01 13 62300 NAC D9071 FF     
100446 07 13 62300 NAC D9096 EE     
100265 07 13 62300 NAC D909B FF     
100835 01 14 62300 NAC D9193 FF     
090756 01 13 62300 NAC D9317 FF     
080264 07 11 62325 NAC D9327 FF     
090849 01 13 62300 NAC D9337 FF     
100263 07 13 62300 NAC D9340 FF     
090916 01 13 62300 NAC D9342 FF     
090752 01 13 62300 NAC FN26 FF     
090753 01 13 62300 NAC FN34 FF     
100825 01 14 62300 NAC FN350 FF     
110031 01 14 62300 NAC FN360 FF     
110031 07 14 62300 NAC FN360 FF     
090051 07 12 62300 NAC LN503 GF     
100933 01 14 62300 NAC LN507 FF     
090754 01 13 62300 NAC LN508 FF     
080265 07 11 62325 NAC LN521 FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
090755 01 13 62300 NAC LN525 FF     
100835 01 14 62300 NAC N2003 FF     
080265 07 11 62325 NAC N2006 FF     
090754 01 13 62300 NAC N2009 FF     
100835 01 14 62300 NAC N2014 FF     
100836 01 14 62300 NAC N2015 FF     
100836 01 14 62300 NAC N2018 FF     
080263 07 11 62325 NAC N2023 FF     
100836 01 14 62300 NAC N2025 FF     
100836 01 14 62300 NAC N2025A FF     
090756 01 13 62300 NAC N2028 FF     
080944 01 12 62325 NAC N501H FF     
110133 01 14 62300 NAC N507H FF     
110032 01 14 62300 NAC N507H FF     
110032 07 14 62300 NAC N507H FF     
100932 01 14 62300 NAC N541H FF     
080009 07 11 62325 NAC N546H FF     
100269 07 13 62300 NAC N550H FF     
100269 07 13 62300 NAC N550HX FF     
110133 01 14 62300 NAC N555H FF     
110032 01 14 62300 NAC N555H FF     
110032 07 14 62300 NAC N555H FF     
100934 01 14 62300 NAC N603 FF     
101015 01 14 62300 NAC N702H FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 
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Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
080945 01 12 62325 NAC N706 FF     
080945 01 12 62325 NAC N706H FF     
081236 01 12 62325 NAC N715 FF     
081236 01 12 62325 NAC N715H FF     
080946 01 12 62325 NAC N901 FF     
101014 01 14 62300 NAC NP53 FF     
101253 01 14 62300 NAC NP57H FF     
100205 07 14 62300 NAC NP58 FF     
100935 01 14 62300 NAC NP60H FF     
101016 01 14 62300 NAC NP61 FF     
090218 07 12 62300 NAC PN503 FF     
090757 01 13 62300 NAC PN5229 FF     
090757 01 13 62300 NAC PN529 FF     
090162 07 12 62300 NAC PN532 FF     
090162 07 12 62300 NAC PN532H FF     
090050 07 12 62300 NAC PN555H FG     
101017 01 14 62300 NAC PN559H FF     
100823 01 14 62300 NAC SC061 FF     
090758 01 13 62300 NAC SC06A FF     
090284 07 12 62300 NAC SC07A FG     
110033 01 14 62300 NAC SC11A FF     
110033 07 14 62300 NAC SC11A FF     
090759 01 13 62300 NAC SC13A FF     
090760 01 13 62300 NAC SC13A FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 
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Date 
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ID 
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Fiber Free 
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For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
090849 01 13 62300 NAC SC141 FF     
081246 01 12 62325 NAD D2167 GF     
100385 07 13 01100 NASTRA 003 EE     
100656 07 13 78250 NB 230 FF     
080384 07 11 10725 NB 28 EE     
090626 01 12 62300 NB D6247 FF     
100362 07 13 78250 NB MB FF     
100656 07 13 78250 NB SB FF     
091075 01 13 72625 NBC 101 FF     
110183 01 14 62950 NBC 1010 GG     
091074 01 13 72625 NBC 202 FF     
110182 01 14 62950 NBC 2020 GG     
100385 07 13 01100 NBG 996 EE     
080946 07 11 62325 NBK  N901 FF     
081050 01 12 62325 NBK D2105 FF         
090523 07 12 62300 NBK D2132 FF     
081235 01 12 62325 NBK D2146 GF     
100821 01 14 62300 NBK D2161 FF     
100838 01 14 62300 NBK D2161H FF     
080947 01 12 62325 NBK D2163 FF     
081246 01 12 62325 NBK D2167 GF     
080944 01 12 62325 NBK D501H FF     
100822 01 14 62300 NBK D6056 FF     
110027 01 14 62300 NBK D6059 FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
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Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
110027 07 14 62300 NBK D6059 FF     
100264 07 13 62300 NBK D6193 FF     
100266 07 13 62300 NBK D6203 FF     
090317 07 13 62325 NBK D6214 FG     
100824 01 14  62300 NBK D6215 FF     
090524 07 12 62300 NBK D6216 FF     
090525 07 12 62300 NBK D6222 FF     
090526 07 12 62300 NBK D6223 FG     
110028 01 14 62300 NBK D6234 FF     
110028 07 14 62300 NBK D6234 FF     
090527 07 12 62300 NBK D6247 FF     
101016 01 14 62300 NBK D6265 FF     
100823 01 14 62300 NBK D6272 FF     
100825 01 14 62300 NBK D6284 FF     
110031 07 14 62300 NBK D6285-1 FF     
110031 01 14 62300 NBK D6285-5 FF     
080329 07 11 62325 NBK D6291 EF     
090745 01 13 62300 NBK D6298 FF     
080945 01 12 62325 NBK D6304 FF     
080945 01 12 92325 NBK D6304H FF     
080329 07 11 62325 NBK D6306 EF       
081236 01 12 62325 NBK D6317 FF     
081236 01 12 62325 NBK D6317H FF     
090746 01 13 62300 NBK D6432H FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
110029 01 14 62300 NBK D6643H FF     
110029 07 14 62300  NBK D6643H FF     
090608 01 13 62300 NBK D6654H FF     
100205 07 14 62300 NBK D6663H FF     
090381 07 12 62300 NBK D6717H FG     
090381 07 12 62300 NBK D6718H FG     
100837 01 14 62300 NBK D6753 FF     
090284 07 12 62300 NBK D6818H FG     
090497 07 12 62300 NBK D6819H FF     
090316 07 12 62325 NBK D6820 FG     
090316 07 12 62325 NBK D6820H FG     
090050 07 12 62300 NBK D6823 FG     
090050 07 12 62300 NBK D6823H FG     
100838 01 14 62300 NBK D6825H FF     
090747 01 13 62300 NBK D6858 FF     
100267 07 13 62300 NBK D6862H FF     
090609 01 13 62300 NBK D6867 FF     
09609 01 13 62300 NBK D6867H FF     

090748 01 13 62300 NBK D6893 FF     
090748 01 13 62300 NBK D6893H FF     
080745 07 11 62325 NBK D6911H FF     
110033 01 14 62300 NBK D6932H FF     
110033 07 14 62300 NBK D6932H FF     
090760 01 13 62300 NBK D6934H-2 FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
100270 07 13 62300 NBK D6966H FF     
110030 01 14 62300 NBK D6983H FF     
110030 07 14 62300 NBK D6983H FF     
090610 01 13 62300 NBK D9007 FF     
090611 01 13 62300 NBK D9010 FF     
090754 01 13 62300 NBK D9011 FF     
100836 01 14 62300 NBK D9013 FF     
090612 01 13 62300 NBK D9033 FF     
090749 01 13 62300 NBK D9067 FF     
100268 07 13 62300 NBK D9067 FF     
100268 07 13 62300 NBK D9067B FF     
090750 01 13 62300 NBK D9071 FF     
080265 07 11 62325 NBK D9071A FF     
100446 07 13 62300 NBK D9096 EE     
100265 07 13 62300 NBK D909B FF     
100835 01 14 62300 NBK D9193 FF     
090750 01 13 62300 NBK D9231 FF     
090750 01 13 62300 NBK D9233 FF     
090751 01 13 62300 NBK D9233 FF     
080265 07 11 62325 NBK D9305 FF     
090756 01 13 62300 NBK D9317 FF     
080264 07 11 62325 NBK D9327 FF     
090849 01 13 62300 NBK D9337 FF     
100263 07 13 62300 NBK D9340 FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
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Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
090916 01 13 62300 NBK D9342 FF     
090609 01 13 62300 NBK F6867H FF     
090752 01 13 62300 NBK FN26 FF     
090753 01 13 62300 NBK FN34 FF     
080265 07 11 62325 NBK FN34 FF     
100835 01 14 62300 NBK FN35 FF     
100825 01 14 62300 NBK FN350     
110031 01 14 62300 NBK FN360 FF     
110031 07 14 62300 NBK FN360 FF     
080944 01 12 62325 NBK GDE227HA FF     
090051 07 12 62300 NBK LN503 GF     
100933 01 14 62300 NBK LN507 FF     
090754 01 13 62300 NBK LN508 FF     
080266 07 11 62325 NBK LN512 FF     
090755 01 13 62300 NBK LN525 FF     
090754 01 13 62300 NBK LN528 FF     
100836 01 14 62300 NBK N2015 FF     
100836 01 14 62300 NBK N2018 FF     
080263 07 11 62325 NBK N2023 FF     
100836 01 14 62300 NBK N2025 FF     
100836 01 14 62300 NBK N2025A FF     
090756 01 13 62300 NBK N2028FF     
080944 01 12 62325 NBK N501H FF     
110133 01 14 62300 NBK N507H FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
110032 01 14 62300 NBK N507H FF     
110032 07 14 62300 NBK N507H FF     
100932 01 14 62300 NBK N541H FF     
080009 07 11 62325 NBK N546H FF     
100269 07 13 62300 NBK N550H FF     
100934 01 14 62300 NBK N603 FF     
101015 01 14 62300 NBK N702H FF     
081236 01 12 62325 NBK N715 FF     
081236 01 12 62325 NBK N715H FF     
080946 01 12 62325 NBK N901 FF     
101014 01 14 62300 NBK NP53 FF     
101253 01 14 62300 NBK NP57H FF     
100205 07 14 62300 NBK NP58H FF     
100935 01 14 62300 NBK NP60H FF     
101016 01 14 62300 NBK NP61 FF     
090747 01 13 62300 NBK PH562 FF     
090218 07 12 62300 NBK PN503 FF     
090757 01 13 62300 NBK PN529 FF     
090757 01 13 62300 NBK PN529H FF     
090162 07 12 62300 NBK PN532 FF     
090162 07 12 62300 NBK PN532H FF     
090381 07 12 62300 NBK PN540H FG     
090050 07 12 62300 NBK PN555H FG     
101017 01 14 62300 NBK PN559H FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 
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Expiration 
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Company 
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For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
110028 01 14 62300 NBK SC061 FF     
110028 07 14 62300 NBK SC061 FF     
100823 01 14 62300 NBK SC061 FF     
090284 07 12 62300 NBK SC07A FG     
080265 07 11 62325 NBK SC081 FF     
110033 01 14 62300 NBK SC11A FF     
110033 07 14 62300 NBK SC11A FF     
090759 01 13 62300 NBK SC13A FF     
090760 01 13 62300 NBK SC13A FF     
090849 01 13 62300 NBK SC141 FF     
090758 01 13 62300 NBK SC6A FF     
100835 01 14 62300 NBK SJ021 FF     
110116 07 14 10725 NBP 101 FF     
110117 07 14 10725 NBP 202 FE     
080267 07 11 80025 NCDM 202 EE     
100636 07 13 10725 ND 21 FF     
100637 07 13 10725 ND 22 FF     
100638 07 13 10725 ND 26 EE     
100639 07 13 10725 ND 27 EE     
101115 01 14 10725 ND 28 EE     
081225 01 12 10725 ND 30 EE     
100914 01 14 10725 ND 34 FF     
080528 07 11 10725 ND 40 EE     
100910 01 14 10725 ND 50 FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
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AMECA 
Notice of 
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ID 
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For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
090867 01 13 10725 ND 60 FF     
081209 01 12 10725 ND 64 FF     
091201 01 13 10725 ND 71 FF     
100640 07 13 10725 ND 88 FF     
100385 07 13 01100 NET 100 EE     
100110 07 13 01100 NET CF10 HH     
100936 01 14 61965 NGFY 318 FF     
100936 01 14 61965 NGFY 418 FF     
100936 01 14 61965 NGFY 519 FF     
100936 01 14 61965 NGFY 831 FF     
091117 01 13 73976 NHDF 003 GF     
091116 01 13 73976 NHDF 005 FF     
091116 01 13 73976 NHDF 005A FF     
091116 01 13 73976 NHDF 005B FF     
091116 01 13 73976 NHDF 005C FF     
091116 01 13 73976 NHDF 005D FF     
091116 01 13 73976 NHDF 005E FF     
091116 01 13 73976 NHDF 005F FF     
090236 07 12 73976 NHDF G-001 GG     
091118 01 13 38500 NIS 100 EE     
100743 01 14 38500 NISSAN 6051 EE     
091119 01 13 38500 NISSAN 6145 FF     
080267 07 11 80025 NJA ID EE     
100743 01 14 38500 NJA ID2 EE     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
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AMECA 
Notice of 
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ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 
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For Materials 
Under 0.05 

Weight Percent 
as Determined by 

Legislation. 
Denoted by: 

 

For Materials 
Under 5 Weight 

Percent as 
Determined by 

Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
080267 07 11 80025 NJA MD EE     
080267 07 11 80025 NJA TI22 EE     
080267 07 11 80025 NJA TI22EX EE     
090014 01 12 62250 NK X20 FF     
080944 01 12 51150 NL 89 EE     
090918 01 13 17816 NOVEMBER 2009 DEX1 FG     
090919 01 13 17816 NOVEMBER 2009 DEX1 GG     
090917 01 13 17816 NOVEMBER 2009 DEX1 GG     
090920 01 13 17816 NOVEMBER 2009 DEX2 HH     
100362 07 13 78250 NRG 200 FF     
100743 01 14 38500 NRP 12049 EE     
080267 07 11 80025 NRP 12105 EE     
090637 07 12 11776 NRSP 11040 FE     
090637 07 12 11776 NRSP 11041 FE     
100743 01 14 38500 NSS 1160 EE     
100743 01 14 38500 NSS 1185 EE     
100115 07 13 38500 NSS 1330 EE     
080578 07 11 47676 NSS 2144 EE     
080267 07 11 80025 NSS 305 EE     
100218 07 13 38500 NSS 4240 EE     
100114 07 13 38500 NSS 4260 EE     
091118 01 13 38500 NSS 4310 EE     
091119 01 13 38500 NSS 4350 FF     
091073 01 13 72625 NSS 7700 FF     
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AMECA 
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Determined by 
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With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
100332 01 13 72625 NSS 7850 GG     
080341 07 11 61761 NT 55 FF     
110182 01 14 62950 NT C4 GG     
110183 01 14 62950 NT C5 GG     
090584 07 12 36176 NTA SM01 GG     
091071 01 13 62950 NWF C3 FF     
110182 01 14 62950 NWF C4 GG     
110183 01 14 62950 NWF C5 GG     
091072 01 13 62950 NWF M80 GG     
080261 07 11 61960 NZW M006 EE            
100385 07 13 01100 OED 996 EE     
080818 07 11 67620 OEQF 1000 EE     
080594 07 11 67620 OEQF 2000 EE     
080595 07 11 67620 OEQF 3000 FF     
100126 01 13 67620 OEQF 3100 GG     
080595 07 11 67620 OEQF 5000 FF     
080596 07 11 67620 OEQF 8000 EE     
080407 07 11 67620 OEQF 8100C FF     
090965 01 13 67620 OEQF 8110 FF     
080594 07 11 67620 OEQF SD4000 CBI EE     
100385 07 13 01100 OMEGA 1 EE     
090410 07 12 13680 OPPARTS 101 EE     
090411 01 12 13680 OPPARTS 301 GG     
100385 07 13 01100 ORC 2005 EE     
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For Materials 
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With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
100385 07 13 01100 OSU 996 EE     
100285 07 13 80890 PA 4886 FF     
090889 01 13 38464 PB R1 EE     
090886 01 13 38464 PB R2 FF     
080579 07 11 47676 PB Z10 FF     
091244 01 13 40750 PD 1023 FF     
090939 01 13 40750 PD 824 EE     
090940 01 13 40750 PD 833 EE     
090941 01 13 40750 PD 842 EE     
090943 01 13 40750 PD 871 EE     
090944 01 13 40750 PD 872 EE     
090783 01 13 40750 PD 911 EE     
090777 01 13 40750 PD 912 EE     
090945 07 12 40750 PD 914 FF     
090707 07 12 40750 PD 915 FF     
090784 01 13 40750 PD 916 EE     
090785 01 13 40750 PD 917 EE     
090708 07 12 40750 PD 918 FF     
090786 01 13 40750 PD 921 EE     
090709 07 12 40750 PD 938 FF     
090946 07 12 40750 PD 960 FF     
100987 01 14 40750 PD 963 FF     
090787 01 13 40750 PD 966 FF     
090775 01 13 40750 PD 969 FF     
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With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
090942 01 13 40750 PD 974 FF     
100988 01 14 40750 PD 980 GF     
090776 01 13 40750 PD 981 FF     
080560 07 11 01100 PD 992 FE     
080560 07 11 01100 PD 992 FE     
090710 07 12 40750 PD 993 FF     
080818 07 11 67620 PDM 7270 EE     
080594 07 11 67620 PDM 7420 EE     
080596 07 11 67620 PDM 7670 EE     
100641 07 13 10725 PE 5001 FF     
100642 07 13 10725 PE 5002 FF     
100643 07 13 10725 PE 5003 FF     
100644 07 13 10725 PE 5004 FF     
080386 07 11 10725 PE 5005 FF     
080385 07 11 10725 PE 502 FF     
100645 07 13 10725 PEM 6001 FF     
100646 07 13 10725 PEM 6002 EE     
100647 07 13 10725 PEM 6003 EE     
100648 07 13 10725 PEM 6004 EE     
100649 07 13 10725 PEM 6005 EE     
100650 07 13 10725 PEM 6006 EE     
100651 07 13 10725 PEM 6007 EE     
100913 01 14 10725 PEM 6008 FF     
100654 07 13 10725 PEO 7001 FF     
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May 2011                 SECTION 10 
 

AMECA 
Notice of 
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ID 
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For Materials 
Under 0.05 
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Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
110181 07 14 62950 PER 65 FF     
090536 07 12 10725 PF 40 GF     
091195 01 13 10725 PF 50 FF     
080998 01 12 65480 PFC 41 EF     
080135 07 11 65480 PFC 76 EE     
100939 01 14 65480 PFC 911 FF     
080267 07 11 80025 PFP 1 EE     
100385 07 13 01100 PFP MQ97 EE     
100385 07 13 01100 PG+ 100 EE     
100385 07 13 01100 PGGRADE 100 EE     
100385 07 13 01100 PGPLUS 100 EE     
100037 07 13 51655 PHA 03 GG     
100037 07 13 51655 PHLT 03 GHL 03 GGG     
091118 01 13 38500 PLA 1220 EE     
080267 07 11 80025 PLA1110 EE     
080267 07 11 80025 PLB 2030 EE     
091118 01 13 38500 PLB 2080 EE     
100037 07 13 51655 PLC 03 GG     
080267 07 11 80025 PLM 04 EE     
080267 07 11 80025 PLS 5002 EE     
091248 01 13 40750 PMI 3001 FF     
091249 01 13 40750 PMI 7033-801 EE     
100385 07 13 01100 PMQ 996 EE     
090017 01 12 10725 POL ICE FE     
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Notice of 
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Metals as 
Determined by 

Legislation. 
Denoted by: 

 
100567 07 13 10725 POLICE SSV FF     
100385 07 13 01100 PPP MXD EE     
100385 07 13 01100 PPT 100 EE     
100385 07 13 01100 PQ 100 EE     
100743 01 14 38500 PRENCO 6051 EE     
100385 07 13 01100 PRENCO 996 EE     
090496 07 12 66851 PS Z16 FF     
080594 07 11 67620 PSM 7470 EE     
090496 07 12 66851 PWR 16A FF     
090496 07 12 66851 PWR 16D FF     
080267 07 11 80025 PWR 26 EE     
080267 07 11 80025 PWR Z36 EE     
091118 01 13 38500 PX 1160 EE     
100385 07 13 01100 QBP ABS 996 EE     
080267 07 11 80025 QBP ABS EE     
080595 07 11 67620 QDM 707 FF     
100385 07 13 01100 QF 36000 EE     
080818 07 11 67620 QTP 500 EE     
080596 07 11 67620 QTP 600 EE     
100385 07 13 01100 QZ 100 EE     
080330 07 11 67630 RAICAM 161 FF     
080591 07 11 67630 RAICAM RA620 FF     
100121 01 13 67630 RAICAM RA630 GG     
080331 07 11 67630 RAICAM SA65 FF     
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Metals as 
Determined by 

Legislation. 
Denoted by: 

 
090415 07 12 67850 RANE AF45V GF     
080153 07 11 10730 RANGER RBB15300C FF     
100593 07 13 10725 RB A20K FF     
100594 07 13 10725 RB B23K FF     
100595 07 13 10725 RB C20K FF     
100596 07 13 10725 RB D23K FF     
100597 07 13 10725 RB D23K GG     
100598 07 13 10725 RB E23K FF     
100598 07 13 10725 RB EGT23K FF     
100598 07 13 10725 RB ET23K FF     
100599 07 13 10725 RB H25K GF      
100599 07 13 10725 RB HGT29 GF     
100599 07 13 10725 RB HT29 GF     
080125 07 11 10730 RBB 16300-23000 GF     
090631 07 12 11776 RBC 305 FE     
100385 07 13 01100 RBDK 100 EE     
101147 01 14 81400 RBM 11C HG     
080743 07 11 10725 RCP CIU FF     
080902 01 12 10725 RCP DWU FF     
080903 01 12 10725 RCP KPY FF     
080744 07 11 10725 RCP POL FF     
090688 01 13 69110 REMSA 882S GF     
090992 01 13 37730 REMSA 882S GF     
090687 01 13 69110 REMSA RH852S FF     
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Weight Percent 
as Determined by 
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Metals as 
Determined by 

Legislation. 
Denoted by: 

 
091016 01 13 37730 REMSA RH852S FF     
090688 01 13 69110 REMSA RH882S GF     
090992 01 13 37730 REMSA RH882S GF     
090589 01 13 69110 RMSA 270 EF     
090682 01 13 69110 RMSA 712 FF     
090683 01 13 69110 RMSA 721 GG     
090590 01 13 69110 RMSA 722 FF     
090684 01 13 69110 RMSA 722 FF     
080328 07 11 69110 RMSA 740 FF     
080562 07 11 69110 RMSA 740 FF     
090685 01 13 69110 RMSA 810 FF     
090591 01 13 69110 RMSA 821 GG     
090686 01 13 69110 RMSA 841 FF     
090592 01 13 69110 RMSA 841 GF     
090591 01 13 69110 RMSA 850 GG     
090592 01 13 69110 RMSA 852 GF     
090687 01 13 69110 RMSA 852S FF     
091016 01 13 37730 RMSA 852S FF     
090592 01 13 69110 RMSA 852S GF     
090593 01 13 69110 RMSA 875 FF     
090593 01 13 69110 RMSA 876 FF     
100834 01 14 38900 RN 001 GG     
110121 07 14 10725 ROADLEVELER 20KPREM B1 FF     
110122 07 14 10725 ROADLEVELER 20KPREMB FF     
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Metals as 
Determined by 

Legislation. 
Denoted by: 

 
110121 07 14 10725 ROADLEVELER 20KSTD B1 FF     
110122 07 14 10725 ROADLEVELER 20KSTDB FF     
110119 07 14 10725 ROADLEVELER 23 K PREM B1 FF     
110120 07 14 10725 ROADLEVELER 23K PREM B FF     
100385 07 13 01100 ROTEX 996 EE     
100110 07 13 01100 ROTEX CF10 HH     
100963 01 14 89025 RTX 1029 FF     
100385 07 13 01100 RTX 996 EE     
100586 07 13 69425 RZZW ZWA FF     
110028 01 14 62300 SABC D6234 FF     
090626 07 12 62300 SABC D6247 FF     
081236 01 12 62325 SABC D6317 FF     
081236 01 12 62325 SABC D6317H FF     
080782 07 11 16900 SABC LN521 FF     
110133 01 14 62300 SABC N507H FF     
100932 01 14 62300 SABC N541H FF     
100269 07 13 62300 SABC N550H FF     
081236 01 12 62325 SABC N715 FF     
081236 01 12 62325 SABC N715H FF     
100205 07 14 62300 SABC NP58H FF     
100836 01 14 62300 SAC 2025 FF     
090523 07 12 62300 SAC D2132 FF     
081235 01 12 62325 SAC D2146 GF     
100821 01 14 62300 SAC D2161 FF     
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Metals as 
Determined by 

Legislation. 
Denoted by: 

 
080947 01 12 62325 SAC D2163 FF     
081246 01 12 62325 SAC D2167 GF     
080944 01 12 62325 SAC D501H FF     
100822 01 14  62300 SAC D6056 FF     
110027 01 14 62300 SAC D6059 FF     
110027 07 14 62300 SAC D6059 FF     
100264 07 13 62300 SAC D6193 FF     
090317 07 13 62325 SAC D6214 FG     
100824 01 14  62300 SAC D6215 FF     
090524 07 12 62300 SAC D6216 FF     
090525 07 12 62300 SAC D6222 FF     
090526 07 12 62300 SAC D6223 FG     
100266 07 13 62300 SAC D6230 FF     
110028 01 14 62300 SAC D6234 FF     
110028 07 14 62300 SAC D6234 FF     
090626 01 12 62300 SAC D6247 FF     
090527 07 12 62300 SAC D6247 FF     
101016 01 14 62300 SAC D6265 FF     
100823 01 14 62300 SAC D6272 FF     
100825 01 14 62300 SAC D6284 FF     
080329 07 11 62325 SAC D6291 EF     
090745 01 13 62300 SAC D6298 FF     
080945 01 12 62325 SAC D6304H FF     
080329 07 11 62325 SAC D6306 EF     
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Metals as 
Determined by 

Legislation. 
Denoted by: 

 
081236 01 12 62325 SAC D6317 FF     
081236 01 12 62325 SAC D6317H FF     
090746 01 13 62300 SAC D6432H FF     
110029 01 14 62300 SAC D6643H FF     
110029 07 14 62300  SAC D6643H FF     
090608 01 13 62300 SAC D6654H FF     
090381 07 12 62300 SAC D6717H FG     
090381 07 12 62300 SAC D6718HH FG     
100837 01 14 62300 SAC D6753 FF     
090284 07 12 62300 SAC D6818H FG     
090497 07 12 62300 SAC D6819H FF     
090316 07 12 62325 SAC D6820 FG     
090316 07 12 62325 SAC D6820H FG     
090050 07 12 62300 SAC D6823 FG     
090050 07 12 62300 SAC D6823H FG     
100838 01 14 62300 SAC D6825H FF     
090747 01 13 62300 SAC D6858 FF     
090747 01 13 62300 SAC D6858H FF     
100267 07 13 62300 SAC D6862H FF     
090609 01 13 62300 SAC D6867 FF     
090609 01 13 62300 SAC D6867H FF     
090748 01 13 62300 SAC D6893 FF     
090748 01 13 62300 SAC D6893H FF     
080745 0712 62325 SAC D6911H FF     
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Legislation. 
Denoted by: 

 

For Materials 
With No Heavy 

Metals as 
Determined by 

Legislation. 
Denoted by: 

 
110033 01 14 62300 SAC D6932H FF     
110033 07 14 62300 SAC D6932H FF     
090760 01 13 62300 SAC D6934H-2 FF     
100270 07 13 62300 SAC D6966H FF     
110030 01 14 62300 SAC D6983H FF     
110030 07 14 62300 SAC D6983H FF     
090610 01 13 62300 SAC D9007 FF     
090611 01 13 62300 SAC D9010 FF     
090754 01 13 62300 SAC D9011 FF     
100836 01 14 62300 SAC D9013 FF     
090612 01 13 62300 SAC D9033 FF     
090749 01 13 62300 SAC D9067 FF     
100268 07 13 62300 SAC D9067 FF     
100268 07 13 62300 SAC D9067B FF     
090750 01 13 62300 SAC D9071 FF     
100446 07 13 62300 SAC D9096 EE     
100265 07 13 62300 SAC D909B FF     
090751 01 13 62300 SAC D9233 FF     
090756 01 13 62300 SAC D9317 FF     
080264 07 11 62325 SAC D9327 FF     
090849 01 13 62300 SAC D9337 FF     
100263 07 13 62300 SAC D9340 FF     
090916 01 13 62300 SAC D9342 FF     
090752 01 13 62300 SAC FN26 FF     



AMECA EDGE CODES TM FOR BRAKE FRICTION MATERIAL FOR THREE YEAR PERIOD 2008-2011 
 
May 2011                 SECTION 10 
 

AMECA 
Notice of 

Equipment 
Compliance 

Number 

Expiration 
Date 

Company 
ID 

AMECA Edge CodeTM  
Markings 

Abestoform 
Fiber Free 

Denoted by 

 

For Materials 
Under 0.05 
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Metals as 
Determined by 

Legislation. 
Denoted by: 

 
090753 01 13 62300 SAC FN34 FF     
100825 01 14 62300 SAC FN350 FF     
110031 01 14 62300 SAC FN360 FF     
110031 07 14 62300 SAC FN360 FF     
090051 07 12 62300 SAC LN503 GF     
100933 01 14 62300 SAC LN507 FF     
090754 01 13 62300 SAC LN508 FF     
090755 01 13 62300 SAC LN525 FF     
090754 01 13 62300 SAC N2009 FF     
100836 01 14 62300 SAC N2015 FF     
100836 01 14 62300 SAC N2018 FF     
090756 01 13 62300 SAC N20228 FF     
080263 07 11 62325 SAC N2023 FF     
100836 01 14 62300 SAC N2025A FF     
080944 01 12 62325 SAC N501H FF     
110133 01 14 62300 SAC N507H FF     
110032 01 14 62300 SAC N507H FF     
110032 07 14 62300 SAC N507H FF     
100932 01 14 62300 SAC N541H FF     
080009 07 11 62325 SAC N546H FF     
100269 07 13 62300 SAC N550H FF     
100934 01 14 62300 SAC N603 FF     
101015 01 14 62300 SAC N702H FF     
081236 01 12 62325 SAC N715 FF     
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Metals as 
Determined by 

Legislation. 
Denoted by: 

 
081236 01 12 62325 SAC N715H FF     
080946 01 12 62325 SAC N901 FF     
101014 01 14 62300 SAC NP53 FF     
101253 01 14 62300 SAC NP57H FF     
100205 07 14 62300 SAC NP58H FF     
100935 01 14 62300 SAC NP60H FF     
101016 01 14 62300 SAC NP61 FF     
090218 07 12 62300 SAC PN503 FF     
090757 01 13 62300 SAC PN529 FF     
090757 01 13 62300 SAC PN529H FF     
090162 07 12 62300 SAC PN532 FF     
090162 07 12 62300 SAC PN532H FF     
090381 07 12 62300 SAC PN540H FG     
090050 07 12 62300 SAC PN555H FG     
101017 01 14 62300 SAC PN559H FF     
090747 01 13 62300 SAC PN562 FF     
090747 01 13 62300 SAC PN562H FF     
100823 01 14 62300 SAC SC061 FF     
090758 01 13 62300 SAC SC06A FF     
110033 01 14 62300 SAC SC11A FF     
110033 07 14 62300 SAC SC11A FF     
090579 01 13 62300 SAC SC13A FF     
090760 01 13 62300 SAC SC13A FF     
090849 01 13 62300 SAC SC141 FF     
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Metals as 
Determined by 

Legislation. 
Denoted by: 

 
080783 01 12 16900 SAERON L1043 FF     
080556 07 11 16900 SAERON L1043B FF     
081238 01 12 16900 SAERON L1043D FF     
081164 01 12 16900 SAERON L225E FF     
080784 01 12 16900 SAERON L225F FF     
081237 01 12 16900 SAERON L423 FF     
081239 01 12 16900 SAERON L6225B FF     
090054 07 12 16900 SAERON L6234A FF     
080557 07 11 16900 SAERON L6304H FF     
090053 07 12 16900 SAERON L641H FF     
090519 07 12 16900 SAERON L6911AH FF     
090520 07 12 16900 SAERON L6911H FF     
081240 01 12 16900 SAERON L9005 FF     
081165 01 12 16900 SAERON L9043 FF     
081162 01 12 16900 SAERON L9097 FF     
090923 01 13 16900 SAERON L9215B GG     
081163 01 12 16900 SAERON LD071F FF     
090521 07 12 16900 SAERON M509BH FF     
080558 07 11 16900 SAERON PD30H FF     
090055 07 12 16900 SAERON PD33H FF     
090056 07 12 16900 SAERON PD38AH FF     
080559 07 11 16900 SAERON PD38GH FF     
090057 07 12 16900 SAERON PD50H FF     
081241 01 12 16900 SAERON PD53F FF     
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Denoted by: 

 
090522 07 12 16900 SAERON PD54 FF     
080781 01 12 16900 SAERON PD54A FF     
100927 01 14 71055 SAERON S740H FF     
081205 01 12 10725 SAI 163 EE     
091073 01 13 72625 SAT CE10 FF     
091074 01 13 72625 SAT CE20 FF     
091075 01 13 72625 SAT CE30 FF     
091073 01 13 72625 SAT CE5 FF     
090489 07 12 72625 SAT GS5 GG     
100332 01 13 72625 SAT NA10 GG     
100150 01 13 72625 SAT NA5 FF     
091077 01 13 72625 SAT SG6 EE     
091076 01 13 72625 SAT SV10 EE     
091076 01 13 72625 SAT SV20 EE     
091077 01 13 72625 SAT SV30 EE     
100151 01 13 72625 SAT SV5 FF     
080267 07 11 80025 SATB-PRO S6 EE     
101144 01 14 72425 SBK 2010A GG     
100979 01 14 72524 SBK 5702 FF     
100220 01 13 72425 SBK 6300B FF     
110112 07 14 72425 SBK 6401B FF     
100978 01 14 72524 SBK 6450 FF     
080269 07 11 72425 SBK 7331M FF     
100990 01 14 40750 SBK 7331P FF     
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101145 01 14 72425 SBK 7331Q FF     
110111 07 14 72425 SBK 7335A GG     
090061 07 11 72425 SBK 7430A GG     
090062 07 12 72425 SBK 7430G GG     
090873 01 13 72425 SBK 7430H HG     
080270 07 11 72425 SBK 7431 GG     
090696 07 12 72425 SBK DE04B FF     
090383 07 12 72425 SBK P505 FF     
090383 07 12 72425 SBK P505 FF     
090182 01 12 72425 SBK P509S FF     
100945 01 14 69675 SBS S57 FF     
070180 09 10 69675 SBS S57 FF     
101197 01 14 69675 SBS S77 FF     
090856 01 13 47200 SC05 A FF     
080267 07 11 80025 SD 108 EE     
100896 01 14 10725 SD 110 EE     
100743 01 14 38500 SD 1360 EE     
080579 07 11 47676 SD 2301 FF     
080529 07 11 10725 SD 25 EE     
110089 07 14 38500 SD 4550 FE     
090556 07 12 10725 SD 588 EE     
100652 07 13 10725 SD 65 EE     
100653 07 13 10725 SD 66 EE     
081226 01 12 10725 SD 69 EE     
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080387 07 11 10725 SD 70 FF     
091188 01 13 10725 SD 72 FF     
081227 01 12 10725 SD 73 EE     
100918 01 14 10725 SD 75 FF     
081228 01 12 10725 SD 90 FF     
080144 07 11 80870 SD 9006 FF     
080145 07 11 80870 SD 9050 FF     
100925 01 14 02050 SELP M9002K FF     
100924 01 14 02050 SELP M9010 FE     
101146 01 14 02050 SELP M9223 FF     
100137 01 13 02050 SELP M9229 FF     
100133 01 13 02050 SELP M9229H FF     
100129 01 13 02050 SELP M9231H FF     
100130 01 13 02050 SELP M9236 FF     
080072 07 11 02050 SELP M9271 FF     
080073 07 11 02050 SELP M9272 FF     
080074 07 11 02050 SELP M9273 FF     
100131 01 13 02050 SELP M9283 FF     
100923 01 14 02050 SELP M9293 FF     
100872 01 14 02050 SELP M9296 FF     
081024 01 12 02050 SELP M9297 EE     
080822 01 12 02050 SELP M9298 FF     
100221 07 13 02050 SELP PS506H EE     
100132 01 13 02050 SELP PS509 FE     
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100135 01 13 02050 SELP PS509H FE     
080823 01 12 02050 SELP PS522 HFF     
100149 01 13 02050 SELP PS530 FF     
081023 01 12 02050 SELP PS549 EE     
080819 01 12 02050 SELP VC003 FG     
100020 07 13 89880 SFTZS P32 FE     
100698 01 14 89880 SFTZS P425 FF     
100385 07 13 01100 SILENT 100 EE     
100110 07 13 01100 SILENT CF10 HH     
100385 07 13 01100 SILENT1 100 EE     
100603 07 13 51680 SJAB AD-AD203 EF     
100604 07 13 51680 SJAB AD-AD204 FF     
100603 07 13 51680 SJAB ANDA-NF03 EF     
100604 07 13 51680 SJAB ANDA-NF04 FF     
100603 07 13 51680 SJAB SM-AD203 EF     
100604 07 13 51680 SJAB SM-AD204 FF     
080818 07 11 67620 SM 98-5 EE     
080818 07 11 67620 SP 3000 EE     
080594 07 11 67620 SP 500 EE     
100385 07 13 01100 SPIDER 100 EE     
100385 07 13 01100 SPIKE 100 EE     
100385 07 13 01100 SQL 6000 EE     
080503 07 11 10725 SRH 900 EE     
090540 07 12 10725 SRH 910 FF     
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080501 07 11 10725 SRH 915 EE     
091180 01 13 10725 SRH 920 EE     
081211 01 12 10725 SRH 925 EE     
080267 07 11 80025 SRH 970 EE     
091188 01 13 10725 SRH FPX5 FF     
090807 07 12 69675 SS 1R760 FF     
090806 07 12 69675 SS 1R770 FF     
090225 07 12 69675 SS 1R800 FF     
100658 07 13 69675 SS 1R810 FE     
090225 07 12 69675 SS 1R820 FF     
080341 07 11 61761 SS 3250 FF     
091072 01 13 62950 SS 3550 GG     
110184 07 14 62950 SS 3795 EE     
091071 01 13 62950 SS 3920 FF     
090589 01 13 69110 SS 4400 EF     
090592 01 13 69110 SS 4500 GF     
090593 01 13 69110 SS 4800 FF     
100385 07 13 01100 SS 7100 EE     
091076 01 13 72625 SS 7900 EE     
080267 07 11 80025 SSS 105 EE     
101117 01 14 10725 SSS 177 FE     
101118 01 14 10725 SSS 198 FE     
101119 01 14 10725 SSS 376 FF     
101217 01 14 10725 SSS 387 FF     
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101116 01 14 10725 SSS 391 FE     
090533 07 12 10725 SSS 392 FF     
100154 01 13 02100 SSX 747 GG     
100154 01 13 02100 SSX 766 GG     
091183 01 13 10725 STS 702 FF     
080594 07 11 67620 SUBARU 2000 EE     
100925 01 14 02050 SUMITOMO M9002K FF     
100924 01 14 02050 SUMITOMO M9010 FE     
110214 01 14 02050 SUMITOMO M9018 FE     
110215 07 13 02050 SUMITOMO M9202H EE     
110216 07 13 02050 SUMITOMO M9212H FE     
101146 01 14 02050 SUMITOMO M9223 FF     
100137 01 13 02050 SUMITOMO M9229 FF     
100133 01 13 02050 SUMITOMO M9229H FF     
100129 01 13 02050 SUMITOMO M9231H FF     
100130 01 13 02050 SUMITOMO M9236 FF     
080072 07 11 02050 SUMITOMO M9271 FF     
080073 07 11 02050 SUMITOMO M9272 FF     
080074 07 11 02050 SUMITOMO M9273 FF     
100131 01 13 02050 SUMITOMO M9283 FF     
100923 01 14 02050 SUMITOMO M9293 FF     
100872 01 14 02050 SUMITOMO M9296 FF     
081024 01 12 02050 SUMITOMO M9297 EE     
080822 01 12 02050 SUMITOMO M9298 FF     
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100221 07 13 02050 SUMITOMO PS506H EE     
100132 01 13 02050 SUMITOMO PS509 FE     
100135 01 13 02050 SUMITOMO PS509H FE     
080823 01 12 02050 SUMITOMO PS522H FF     
100149 01 13 02050 SUMITOMO PS530 FF     
081023 01 12 02050 SUMITOMO PS549 EE     
080819 01 12 02050 SUMITOMO VC003FG     
090177 07 12 02050 SUMITOMO VC007 FF     
081166 01 12 72481 SX 170 FF     
090637 07 12 11776 TAB AC FE     
100937 01 14 81010 TBK N792 GG     
080597 07 11 79850 TBK N920 FF     
091038 01 13 79730 TBT CE12T FG     
091039 01 13 79730 TBT EE57T GG     
091040 01 13 79730 TBT EE82T FF     
091041 01 13 79730 TBT SR62T FF     
091042 01 13 79730 TBT SR63T FF     
090693 01 13 79730 TBT SS21T GG     
091043 01 13 79730 TBT SS22T GG     
091044 01 13 79730 TBT SS32T FG     
091045 01 13 79730 TBT SX81T GF     
091046 01 13 79730 TBT TYPE-D FF     
080362 07 11 10725 TE 308 FF     
100362 07 13 78250 TECH 20 FF     
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100656 07 13 78250 TECH 23 FF     
090692 01 13 01100 TEN 109 GG     
090789 01 13 40994 TENYO COMTEC FT01CT EF     
090789 01 13 40994 TENYO COMTEC FT01TC EF     
090789 01 13 40994 TENYO COMTEC FT02CT EF     
090789 01 13 40994 TENYO COMTEC FT02TC EF     
090789 01 13 40994 TENYO COMTEC FT03CT EF     
090789 01 13 40994 TENYO COMTEC FT03TC EF     
090789 01 13 40994 TENYO COMTEC FT04CT EF     
090789 01 13 40994 TENYO COMTEC FT04TC EF     
090789 01 13 40994 TENYO FT01CT EF     
090780 01 13 40994 TENYO FT01CT FF     
090789 01 13 40994 TENYO FT01TC EF     
090780 01 13 40994 TENYO FT01TC FF     
090789 01 13 40994 TENYO FT02CT EF     
090780 01 13 40994 TENYO FT02CT FF     
090789 01 13 40994 TENYO FT02TC EF     
090780 01 13 40994 TENYO FT02TC FF     
090789 01 13 40994 TENYO FT03CT EF     
090780 01 13 40994 TENYO FT03CT FF     
090789 01 13 40994 TENYO FT03TC EF     
090780 01 13 40994 TENYO FT03TC FF     
090789 01 13 40994 TENYO FT04CT EF     
090780 01 13 40994 TENYO FT04CT FF     
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090789 01 13 40994 TENYO FT04TC EF     
090780 01 13 40994 TENYO FT04TC FF     
090780 01 13 40924 TENYO M3470H EF     
090789 01 13 40994 TENYO M3470H EF     
090109 07 12 80500 TMD 2104 GF     
080311 07 11 80870 TMD 401 FF     
081170 01 12 80500 TMD 4140 FF     
090109 07 12 80500 TMD 4348 GF     
100285 07 13 80890 TMD 4886 FF     
080981 07 11 80870 TMD AH481 GF     
080952 07 11 80870 TMD APH472 GF     
080445 07 11 80870 TMD APH473 EE     
080446 07 11 80870 TMD APH474 FE     
080447 07 11 80890 TMD APH479 FE     
080477 07 11 80870 TMD APH479 FE     
080950 07 11 80870 TMD APH480 GF     
080951 07 11 80870 TMD APH482 GF     
100066 07 13 80890 TMD D7115 GG     
081167 01 12 80500 TMD D7307 FF     
090107 07 12 80500 TMD D8275/7 GF     
100066 07 13 80890 TMD DON 7115 GG     
080953 01 12 80870 TMD M1109/1GF     
080954 01 12 80870 TMD M1144 GF     
080955 01 12 80870 TMD M1155 GF     
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080956 01 12 80870 TMD M1166 GF     
080454 07 11 80870 TMD M1203 EE     
080455 07 11 80870 TMD M1206 FE     
080456 07 11 80870 TMD M1230 FE     
081168 01 12 80500 TMD M1239 FE     
100285 07 13 80890 TMD M1250 FF     
080324 07 11 80870 TMD P 90 FF     
080325 07 11 80870 TMD P40-2 GF     
080326 07 11 80870 TMD P40-3 FF     
100076 07 13 80500 TMD P40-3V 1 GF     
080327 07 11 80870 TMD P40-3V GG     
080751 07 11 80870 TMD P40-3V2 FF     
090109 07 12 80500 TMD P40-3V3 GF     
090109 07 12 80500 TMD P40-3W 1 GF     
080453 07 11 80870 TMD P40-3W FF     
090109 07 12 80500 TMD P40-6/3 GF     
080750 07 11 80870 TMD P90-2 FF     
090110 07 12 80500 TMD PA 4375 FF     
090110 07 12 80500 TMD PA 875 FF     
100805 01 14 80890 TMD PA3035 FF     
080957 01 12 80870 TMD PA4012 GF     
080748 01 12 80870 TMD PA4016 EE     
080748 01 12 80870 TMD PA4028 EE     
080957 01 12 80870 TMD PA4029 GF     
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080957 01 12 80870 TMD PA4065 GF     
091151 01 13 80890 TMD PA4206 FF     
080748 01 12 80870 TMD PA4249 EE     
100582 07 13 80890 TMD PA4404 FE     
080457 07 11 80870 TMD PA4413 FE     
090932 01 13 80890 TMD PA4668 GF     
080452 07 11 80870 TMD PA4668* GG     
090779 07 12 80895 TMD PA527 FF     
100065 07 13 80890 TMD PA564 FF     
090505 07 12 40841 TMD PA638 GG     
100591 07 13 80895 TMD PA645 GG     
080489 07 11 80870 TMD PA648 GG     
080448 07 11 80870 TMD PA657 GF     
080488 07 11 80870 TMD PA670 FF     
110162 07 14 80890 TMD PA765 FF     
080490 07 11 80870 TMD PA765 FF     
080449 07 11 80870 TMD PA766 FF     
080957 01 12 80870 TMD PA843 GF     
080957 01 12 80870 TMD PA853 GF     
080748 01 12 80870 TMD PA857 EE     
080730 07 11 80870 TMD PA871 FE     
080748 01 12 80870 TMD PA873 EE     
090254 07 12 80895 TMD PAGID S600 GF     
090976 01 13 80890 TMD S4007 FF     
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080310 07 11 80870 TMD T 3016 FF     
080314 07 11 80890 TMD T 4071 FF     
080309 07 11 80870 TMD T011 GG     
090255 07 12 80895 TMD T0122 FF     
100808 01 14 80890 TMD T062 FF     
090106 07 12 80500 TMD T062 GF     
080491 07 11 80870 TMD T090 FF     
101293 01 14 80890 TMD T1200 GG     
100589 07 13 80895 TMD T2103 FF     
100590 07 13 80895 TMD T2103 FF     
080492 07 11 80870 TMD T275 FF     
080458 07 11 80870 TMD T298 FF     
101294 01 14 80890 TMD T3030 FF     
090972 01 13 80890 TMD T3032 FF     
090975 01 13 80890 TMD T3034 FF     
100579 07 13 80890 TMD T3035 FE     
090130 07 12 80500 TMD T3036 FF     
090130 07 12 80500 TMD T3038 FF     
080493 07 11 80870 TMD T3044 FF     
081169 01 12 80500 TMD T4014 FE     
080959 01 12 80870 TMD T4018 GF     
080731 07 11 80870 TMD T4022 FF     
100798 01 14 80890 TMD T4023 FF     
080732 07 11 80870 TMD T4027 FF     
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080733 07 11 80870 TMD T4040 FF     
100799 01 14 80890 TMD T4042 FF     
100800 07 13 80890 TMD T4045 FF     
100801 07 13 80890 TMD T4046 FF     
100802 07 13 80890 TMD T4047 FF     
080494 07 11 80870 TMD T4048 FF     
080312 07 11 80870 TMD T4057 FF     
080461 07 11 80870 TMD T4060 FF     
091143 01 13 80890 TMD T4065 GF     
080450 07 11 80870 TMD T4067 EE     
090507 07 12 40841 TMD T4069 GF     
080313 07 11 80870 TMD T4071 FF     
100803 01 14 80890 TMD T4078 FF     
090781 01 13 80500 TMD T4081 FF     
100804 01 14 80890 TMD T4089 FF     
080495 07 11 80870 TMD T4123 FF     
091144 01 13 80890 TMD T4124 FF     
080959 01 12 80870 TMD T4126 GF     
080315 07 11 80870 TMD T4127 FF     
100286 07 13 80890 TMD T4131 FF     
090973 01 13 80890 TMD T4135 FF     
080451 07 11 80870 TMD T4136 FE     
091145 01 13 80890 TMD T4139 FF     
100284 07 13 80890 TMD T4146 FF     
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091146 01 13 80890 TMD T4147 GF     
100580 07 13 80890 TMD T4149 FF     
080749 01 12 80870 TMD T4158 EE     
090931 01 13 80890 TMD T4161 FF     
090931 01 13 80890 TMD T4166 FF     
080959 01 12 80870 TMD T4168 GF     
090973 01 13 80890 TMD T4170 FF     
080749 01 12 80870 TMD T4183 EE     
100806 01 14 80890 TMD T4191 FF     
090929 01 13 80890 TMD T4202 FF     
100287 07 13 80890 TMD T4203 FF     
090930 01 13 80890 TMD T4204 GF     
100287 07 13 80890 TMD T4209 FF     
090971 01 13 80890 TMD T421 EE     
100287 07 13 80890 TMD T4210 FF     
091145 01 13 80890 TMD T4211FF     
080459 07 11 80870 TMD T422 EE     
081171 01 12 80500 TMD T4222 FF     
090932 01 13 80890 TMD T4244 GF     
080734 07 11 80870 TMD T4250 EE     
100061 07 13 80890 TMD T4250 EE     
100222 07 13 80890 TMD T426 FF     
080316 07 11 80870 TMD T4264 GG     
080735 07 11 80870 TMD T4271 EE     
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100061 07 13 80890 TMD T4271 EE     
080317 07 11 80870 TMD T4281 FF     
090931 01 13 80890 TMD T4282 FF     
080318 07 11 80870 TMD T4289 GG     
081034 01 12 80500 TMD T4300 FF     
081035 01 12 80500 TMD T4301 GG     
091147 01 13 80890 TMD T4308 FE     
080749 01 12 80870 TMD T4316 EE     
100061 07 13 80890 TMD T4319 EE     
101295 01 14 80890 TMD T4322 FF     
100583 07 13 80890 TMD T4337 GG     
100062 07 13 80890 TMD T4339 FF     
081172 01 12 80500 TMD T4341 FF     
080958 01 12 80870 TMD T435 FE     
080319 07 11 80870 TMD T4351 GG     
090933 01 13 80890 TMD T4357 FF     
080460 07 11 80870 TMD T4361 FE     
090934 01 13 80890 TMD T4366 GG     
100581 07 13 80890 TMD T437 FF     
090108 07 12 80500 TMD T4375 FF     
090973 01 13 80890 TMD T4383 FF     
100579 07 13 80890 TMD T4393 FE     
100063 07 13 80890 TMD T4397 FF     
091148 01 13 80890 TMD T4400 FF     
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080320 07 11 80870 TMD T4402 FG     
080749 01 12 80870 TMD T451 EE     
090256 07 12 80895 TMD T4510 FG     
080321 07 11 80870 TMD T4511 FF     
090506 07 12 40841 TMD T456 FF     
091150 01 13 80890 TMD T4610 FF     
091150 01 13 80890 TMD T4620 FF     
080462 07 11 80870 TMD T4668 GG     
080322 07 11 80870 TMD T4689 FF     
091149 01 13 80890 TMD T4705 GF     
090778 01 12 80895 TMD T473 FF     
100592 07 13 80895 TMD T477 FF     
080323 07 11 80870 TMD T4789 FF     
100064 07 13 80890 TMD T4822 FF     
080463 07 11 80870 TMD T4997 GG     
090974 01 13 80890 TMD T4998 GG     
090974 01 13 80890 TMD T4999 GG     
100065 07 13 80890 TMD T564 FF     
080671 01 12 80870 TMD T7400 FF     
090780 01 12 80895 TMD T7400 FF     
080464 07 11 80870 TMD TX4005 FF     
080960 01 12 80870 TMD TX4600 FF     
100807 01 14 80890 TMD TX465 FF     
080267 07 11 80025 TMI 33 EE     
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090936 01 13 81505 TMS R20 FF     
090935 01 13 81505 TMS R23 GG     
080267 07 11 80025 TMX 22 EE     
110220 07 14 47210 TOKICO TN7 GG     
110220 07 14 47210 TOKICO TN7-2 GG     
080409 07 11 81400 TOYO B153 HH     
110163 07 14 81400 TOYO S20C GG     
100360 07 13 02700 TPD 4006 FF     
110067 01 14 47676 TPD 4007 GG     
080138 07 11 81810 TPI 07 11 GF     
100385 07 13 01100 TPM 100 EE     
100743 01 14 38500 TQ 102 EE     
091118 01 13 38500 TQ 103 EE     
091119 01 13 38500 TQ 104 FF     
091120 01 13 38500 TQ 106 FF     
091121 01 13 38500 TQ 107 FF     
091121 01 13 38500 TQ 108 FF     
110089 07 14 38500 TQ 109 FE     
091121 01 13 38500 TQ 111 FF     
090045 07 12 38500 TQ 112 FF     
090045 07 12 38500 TQ 118 FF     
090115 07 12 38500 TQ 121 EE     
090495 01 12 38500 TQ 122 FF     
100655 01 14 38500 TQ 123 FF     
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101274 01 14 38500 TQ 124 FG     
091119 01 13 38500 TQ 130 FF     
100280 07 13 38500 TQ 132 FF     
110083 01 14 38500 TQ 134 FG     
110084 01 14 38500 TQ 144 FG     
110085 01 14 38500 TQ 154 FG     
110086 01 14 38500 TQ 164 FG     
110087 01 14 38500 TQ 174 FG     
110088 01 14 38500 TQ 184 FG     
100744 01 14 38500 TQ 201 EE     
100744 01 14 38500 TQ 202 EE     
100218 07 13 38500 TQ 204 EE     
100114 07 13 38500 TQ 206 EE     
100124 07 13 38500 TQ 208 FF     
100217 07 13 38500 TQ 214 GG     
080267 07 11 80025 TRP 33 EE     
101110 01 14 10725 TS 275 GF     
101110 01 14 10725 TS 277 GF     
090545 07 12 10725 TS 288 EE     
101112 01 14 10725 TS 293 FE     
101112 01 14 10725 TS 296 FE     
091178 01 13 10725 TS 297 FF     
100901 01 14 10725 TS 298 FF     
100901 01 14 10725 TS 303 FF     
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081229 01 12 10725 TS 304 EE     
110015 01 14 10725 TS 304 GG     
090533 07 12 10725 TS 305 FF     
081230 01 12 10725 TS 306 EE     
080381 07 11 10725 TS 310 EF     
090637 07 12 11776 TS 3215 FE     
080363 07 11 10725 TS 327 GG     
090557 07 12 10725 TS 328Y FF     
100910 01 14 10725 TS 350 FF     
100919 01 14 10725 TS 39 FF     
100920 01 14 10725 TS 404 EE     
091118 01 13 38500 TS 4110 EE     
091119 01 13 38500 TS 4120 FF     
100921 01 14 10725 TS 450 FF     
100922 01 14 10725 TS 550 FF     
100385 07 13 01100 TS 7150 EE     
080771 01 12 81450 TT 2911 HH     
090113 07 12 58551 TTI 9010 FF     
110184 07 14 62950 TTS 60 EE     
090735 07 12 10725 TUFFLINE 620 GF     
090736 07 12 10725 TUFFLINE 623 FF     
090737 07 12 10725 TUFFLINE 630 GF     
090738 07 12 10725 TUFFLINE 633 FF     
081031 01 12 78250 TVS AF180 FF     
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100362 07 13 78250 TVS AF200 FF     
110020 07 14 78250 TVS AF21 FF     
080811 01 12 78250 TVS AF22 GF     
081032 01 12 78250 TVS AF225B FF     
100656 07 13 78250 TVS AF230 FF     
081030 01 12 78250 TVS AF54 GG     
091145 01 13 80890 TX 4139 FF     
080880 07 11 80870 TX 426TC FF     
080879 07 11 80870 TX 4600 FF     
080596 07 11 67620 TXD 7000 EE     
080267 07 11 80025 TXD 7002 EE     
100385 07 13 01100 UCE 100 EE     
100385 07 13 01100 UCX 299 EE     
090953 01 13 36100 ULTRAPEAK BRT GG     
090954 01 13 36100 ULTRAPEAK FT GG     
090954 01 13 36100 ULTRAPEAK FT GG     
100387 07 13 36100 ULTRAPEAK FT-20 FF     
100387 07 13 36100 ULTRAPEAK FT-23 GG     
090957 01 13 36100 ULTRAPEAK HH HH      
090957 01 13 36100 ULTRAPEAK HH HH     
100938 01 14 45674 UN EU02 GG     
100964 01 14 45674 UN EU03 FF     
100938 01 14 45674 UN1 EU02 GG     
100964 01 14 45674 UN1 EU03 FF     
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100938 01 14 45674 UN2 EU02 GG     
100964 01 14 45674 UN2 EU03 FF     
100938 01 14 45674 UN3 EU02 GG     
100964 01 14 45674 UN3 EU03 FF     
080497 07 11 10725 UP 15 EE     
090224 07 12 69675 UP 1R610 FF     
090224 07 12 69675 UP 1R620 FF     
100657 07 13 69675 UP 1R630 FE     
100288 01 13 10725 UP 210 FF     
091183 01 13 10725 UP 24 FF     
091072 01 13 62950 UP 3770 GG     
110184 07 14 62950 UP 3900 EE     
090593 01 13 69110 UP 4000 FF     
100612 07 13 10725 UP 46 FF     
100915 01 14 10725 UP 48 FF     
091071 01 13 62950 UP 4810 FF     
100916 01 14 10725 UP 50 FF     
091171 01 13 10725 UP 52 FF     
100614 07 13 10725 UP 53 EE     
080498 07 11 10725 UP 57 EE     
080498 07 11 10725 UP 57 EE     
100917 01 14 10725 UP 60 FF     
110118 07 14 10725 UP 70 FF     
080267 07 11 80025 USASM 98-6 EE     
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100385 07 13 01100 USR 996 EE     
080341 07 11 61761 VAP P12B FF     
100385 07 13 01100 VG2 100 EE     
110184 07 14 62950 VGX 60 EE     
081205 01 12 10725 VGX 61 EE     
100385 07 13 01100 VGX E60 EE     
110121 07 14 10725 VIPRO BY BENDIX 20KPREM B1 FF     
110122 07 14 10725 VIPRO BY BENDIX 20KPREMB FF     
110120 07 14 10725 VIPRO BY BENDIX 23K PREM B FF     
110119 07 14 10725 VIPRO BY BENDIX 23K PREM B1 FF     

100293 07 13 10725 
VIPRO BY BENDIX 23K PREMIUM 
FF 

    

090870 01 13 36100 VISTA HP GF     
090872 01 13 36100 VISTA HP1 GF     
100385 07 13 01100 VRTX 6000 EE     
100383 07 13 87625 VT 7301-5 FF     
100038 07 13 87625 VT F1-001 FF     
100040 07 13 87625 VT TR-7L1 FF     
100385 07 13 01100 VTC 6000 EE     
080267 07 11 80025 VTM 33 EE     
100402 07 13 40845 WABCO 104 GG     
100055 07 13 02600 WABCO 230 FF     
100743 01 14 38500 WAGMX 13 EE     
080267 07 11 80025 WAGMX 2 EE     
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091118 01 13 38500 WAGMX 7 EE     
091119 01 13 38500 WAGPD 20 FF     
100743 01 14 38500 WAGST 1 EE     
080267 07 11 80025 WAGST 5 EE     
100743 01 14 38500 WAGSX 1 EE     
110089 07 14 38500 WAGSX 10 FE     
080267 07 11 80025 WAGSX 5 EE     
091120 01 13 38500 WAGSX 7 FF     
100743 01 14 38500 WAGSX 8 EE     
091121 01 13 38500 WAGSX 9 FF     
090045 07 12 38500 WAGZD 10 FF     
090495 01 12 38500 WAGZD 11 FF     
091119 01 13 38500 WAGZD 5 FF     
091121 01 13 38500 WAGZD 6 FF     
110089 07 14 38500 WAGZX 11 FE     
100743 01 14 38500 WAGZX 16 EE     
091118 01 13 38500 WAGZX 7 EE     
080267 07 11 80025 WAGZX 8 EE     
091120 01 13 38500 WAGZX 9 FF     
080594 07 11 67620 WBC 100 EE     
080267 07 11 80025 WBC 105 EE     
080818 07 11 67620 WBC 90 EE     
080595 07 11 67620 WBC C100 FF     
090808 07 12 13680 WDS 301 GG     
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100385 07 13 01100 WDS M21 EE     
080818 07 11 67620 WDS M22 EE     
080267 07 11 80025 WDS M30 EE     
080594 07 11 67620 WDS SD2 EE     
080267 07 11 80025 WDS SD30 EE     
100115 07 13 38500 WE 153 EE     
100114 07 13 38500 WE 157 EE     
100218 07 13 38500 WE 158 EE     
100114 07 13 38500 WE 160 EE     
100218 07 13 38500 WE 161 EE     
100114 07 13 38500 WE 162 EE     
100217 07 13 38500 WE 164 GG     
100218 07 13 38500 WE 167 EE     
100114 07 13 38500 WE 169 EE     
100124 07 13 38500 WE 172 EE     
100744 01 14 38500 WE 176 EE     
100744 01 14 38500 WE 177 EE     
080267 07 11 80025 WED 59 EE     
080267 07 11 80025 WED 62 EE      
080267 07 11 80025 WED 63 EE     
100743 01 14 38500 WED 68 EE     
100743 01 14 38500 WED 73 EE     
091118 01 13 38500 WED 80 EE     
091118 01 13 38500 WGF 145 EE     
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091120 01 13 38500 WGF 146 FF     
110089 07 14 38500 WGF 147 FE     
091119 01 13 38500 WGF 148 FF     
090045 07 12 38500 WGF 149 FF     
091121 01 13 38500 WGF 150 FF     
080882 01 12 67551 WINSAFE SF601 FF     
080883 01 12 67551 WINSAFE SF603 EE     
080884 01 12 67551 WINSAFE SF620 GG     
090851 01 13 67551 WINSAFE SF650 FF     
091118 01 13 38500 WMF 11 EE     
091120 01 13 38500 WMF 13 FF     
110089 07 14 38500 WMF 14 FE     
100743 01 14 38500 WMF 15 EE     
091119 01 13 38500 WMF 16 FF     
090045 07 12 38500 WMF 17 FF     
091121 01 13 38500 WMF 18 FF     
090495 01 12 38930 WMF 21 FF     
100385 07 13 01100 WORLD 100 EE     
100041 07 13 87625 WPG T-5917-4-11 FF     
090987 01 13 51150 WT CR104C FF     
090159 07 12 51150 WT NE FF     
090987 01 13 51150 WT SR FF     
090987 01 13 51150 WT SR104C FF     
080741 07 11 10725 WW AMI FF     
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090714 01 13 88801 XBP 2108 GE     
090743 01 13 88801 XBP 2710 FF     
090691 01 13 88801 XBP 2710 GF     
090714 01 13 88801 XBP CERAMIC FUSION GE     
090743 01 13 88801 XBP SEVERE DUTY FF     
100385 07 13 01100 XD 996 EE     
091152 01 13 89001 XLFM 09 FF     
080931 01 12 74725 XPAD FSA 202 FF     
080580 07 11 47676 XS CT3HD FF     
090889 01 13 38464 XS R1 EE     
090886 01 13 38464 XS R2 FF     
090789 01 13 40994 YANG SZ20H EF     
090780 01 13 40924 YANG SZ20H FF     
090970 01 13 37625 YES-Q 100A FE     
100963 01 14 89025 YG-01-018ATC FF     
090637 07 12 11776 ZAF 01 FE     
090635 07 12 11776 ZAF 20 FF     
090632 07 12 11776 ZAF Z17 FE     
100385 07 13 01100 ZEN 100 EE     
100385 07 13 01100 ZLX 6000 EE     
090232 07 12 89867 ZSP HC303 FF     
100385 07 13 01100 ZX 996 EE     
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